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Effect of the Consolidation Degree on the Fracture and
Failure Behavior of Self-Reinforced Polypropylene
Composites as Assessed by Acoustic Emission

András Izer,1 Ariel Stocchi,2 Tamás Bárány,1 Valeria Pettarin,2 Celina Bernal,3 Tibor CzigányAQ1
1

1 Department of Polymer Engineering, Budapest University of Technology and Economics,
H-1111 Budapest, Mu†egyetem rkp. 3, Hungary

2 Polymer Science and Engineering Group, Department of Materials Engineering, INTEMA
(University of Mar del Plata and National Research Council), Av. Juan B. Justo 4302,
B7608FDQ, Mar del Plata, Argentina

3 Advanced Materials Group, Department of Mechanical Engineering, Engineering Faculty, INTECIN
(University of Buenos Aires and National Research Council), Av. Paseo Colón 850, C1063ACV,
Ciudad Autónoma de Bs. As., Argentina

In this work, the fracture and failure behavior of self-
reinforced polypropylene composites (SRPPC) was
studied. As reinforcement woven fabric, whereas as
matrix materials a and b crystal forms of isotactic poly-
propylene (PP) homopolymer and random PP copoly-
mer (with ethylene) were used. Composite sheets were
produced by a film-stacking method and compression
molded for constant holding time and at constant pres-
sure but at different processing temperatures to obtain
SRPPC sheets with different consolidation quality. The
failure behavior of tensile specimens was assessed by
the acoustic emission (AE) technique and the typical
failure behavior was deduced for the differently con-
solidated composites. Both the number of AE events
and the shape of the cumulative AE events versus de-
formation curve depend on the adhesion between
phases. Correlations between the dominant failure
mechanisms and AE events amplitude for model speci-
mens were established which can be used to monitor
the damage growth process in SRPPCs. POLYM. ENG.
SCI., 00:000–000, 2010. ª 2010 Society of Plastics Engineers

INTRODUCTION

Polypropylene (PP) is a useful commodity polymer

widely used in the automotive industry which has a good

combination of attractive properties. Nevertheless, it has

to be filled and reinforced to compete with engineering

plastics. A commonly used practice in industry to

improve the properties of PP is the incorporation of glass

fibers into the polymer. However, recycling of PP-glass

fiber composites is difficult because it is usually accompa-

nied with substantial loss in the properties as a result of

fiber attrition during reprocessing [1, 2]. Hence, recy-

cling-friendly thermoplastic composites such as self-rein-

forced composites seem to be very promising alternatives.

In self-reinforced polymer composites (also termed ‘‘all-

polymer composites’’ or ‘‘homocomposites’’), the rein-

forcement and the matrix have identical chemical struc-

tures but different melting temperatures. The great advant-

age of them is their recyclability (since the components

can be reprocessed together) and their excellent fiber/ma-

trix adhesion which is ensured without the help of any

coupling agent (the best adhesion can be achieved

between identical materials). The different melting tem-

peratures can be obtained by exploiting the possibilities

of polymer physics (e.g., hot compaction) [3–7]. The basis

of this method is that a thin skin of material on the surface

of the constrained fiber melts at a suitable temperature.

This melted part forms the continuous matrix material.

Another technique is the composition of random PP copol-

ymer/PP homopolymer (coextrusion) [8–15], where the

copolymer (matrix) is extruded to a homopolymer fiber

(reinforcement). The third usual process is a film-stacking

method where components having different melting tem-

peratures are put together, e.g., beta/alpha polymorphs of

PP [1, 16–19] or of polyamide (PA6) [20].
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In addition, to design structural components using these

composites, a deep understanding of the material behavior

and its failure mechanisms is necessary. To this direction,

acoustic emission is a powerful nondestructive technique for

real-time monitoring of damage development in materials

and structures, which has been used successfully for the

identification of the damage mechanisms in composite struc-

tures under quasi-static and dynamic-cyclic loading. Acous-

tic emission (AE) is defined as the generation of transient

elastic waves by the rapid release of energy from localized

sources within a material undergoing physical changes (de-

formation). Upon being subjected to the external load, AE

may occur from matrix cracking, interface debonding, and

fiber fracture in composite materials. It is important to iden-

tify the source of emission to obtain information about

fracture mechanisms of composite materials, and it is pos-

sible to forecast their imminent fracture. A major issue in

the use of the AE technique is how to discriminate the AE

signals due to the different damage mechanisms [21].

Many researchers have already worked in this field [22–

33] and the amplitude of acoustic emission events has been

widely used as a parameter for characterizing damage

accumulation. Barre and Benzeggagh [23] testing glass/PP

have reported that the acoustic signal amplitude varies with

the different modes of failure. Kumosa et al. [30] have also

used the amplitude of acoustic events from glass/polymer

to distinguish between types of damage and they have

reported that low amplitude events are associated with ma-

trix cracking and high amplitude events with fiber fracture.

In this study, the damage mechanisms in different self-

reinforced polypropylene composites (SRPPCs) based on

the polymorphism of PP were investigated by the acoustic

emission technique. For matrix different PP foils, whereas

for reinforcement a woven fabric—woven from highly

stretched split PP yarns—were used. The nominal rein-

forcement content of SRPPCs was 50 wt%. Composite

sheets having a thickness of 2.5 mm were prepared by a

film-stacking method and compression molded at three

different temperatures to obtain different consolidation.

EXPERIMENTAL

Materials and Their Processing

As matrix materials three kinds of PP were used: (i) b
polymorph of isotactic PP homopolymer (H388F); (ii)

random PP copolymer (R351F), and (iii) b polymorph of

the latter. The non-nucleated PPs were provided by TVK

Co., (Tiszaújváros, Hungary) having a melt flow index of

8 g/10 min (at 2308C and 2.16 kg load). The b-nucleation

of the PP with the help of calcium salt of suberic acid

(Ca-sub) was reported in a previous work [18, 19].

The melting temperature (Tm) values of the prepared

matrix films were determined by the DSC technique.

These values were originally reported in Ref. 18 and are

listed here in Table T11. Note that the Tm of a-PP homopol-

ymer is 164.48C.

A woven fabric composed from highly stretched split

PP yarns with a nominal weight of 180 g/m2 was selected

as reinforcement (its SEM picture has been published

before [19]). It was a product of Stradom S.A. (Czesto-

chowa, Poland). This reinforcement has a melting temper-

ature of Tm ¼ 172.48C (measured by DSC), and tensile

strength 465 6 32 MPa (measured on a single tape) [19].

Composites Preparation

Composite plates with a nominal reinforcement content

of 50 wt% (i.e., a-PP fabric) and with a thickness of ca.

2.5 mm were produced using the film-stacking method

before hot pressing. The layers (eight reinforcing plies

between nine matrix films) were placed on each other in

cross-ply arrangement to obtain orthotropic composite

plates, as explained elsewhere [19]. Three different proc-

essing temperatures (at 5, 20, and 358C above the related

matrix melting temperature) were set. The film-stacked

packages were inserted between preheated plates, held

between them—without applying pressure—for 30 s,

pressed for 90 s at 7 MPa and then cooled down with a

cooling rate of 108C/min as originally reported in Ref.

19. It is noteworthy that the holding time at processing

temperature was kept as short and low, respectively, as

possible to prevent shrinkage (relaxation) of the fibers.

Specimens and Their Testing

Static tensile tests were performed on rectangular

specimens of 25 3 250 mm2 (width 3 length) using a

Zwick Z020 universal testing machine with a crosshead

speed of 5 mm/min. To obtain information about the fail-

ure mode, the acoustic emission (AE) technique (Senso-

phone AED-40 device with Physical Acoustics Corpora-

tion Micro30S sensors) was used in the frequency range

of 100 to 600 kHz with logarithmic amplifying. The
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TABLE 1. Melting temperature of the matrices and peel strength values for the SRPPCs processed at different consolidation temperatures.

Designation

of matrix

Melting temperature

of matrix Tm (8C)

Peel strength of the

SRPPC processed

at Tm þ 58C (N/mm)

Peel strength of the

SRPPC processed

at Tm þ 208C (N/mm)

Peel strength of the

SRPPC processed

at Tm þ 358C (N/mm)

b-PP 151.5 0.2 0.75 2.95

a-rPP 142.5 0.33 0.66 1.73

b-rPP 131.3 0.21 0.54 1.36
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threshold was set to 32 dB to filter out ambient noises,

and the reference voltage of the test device was 3 mV.

An AE sensor was fixed on the surface in the middle of

the specimen. To fix the sensor on the surface, a clip was

used in each case (composite specimen and reinforcement

tape). To assist the registration of events, silicon gel was

used between specimen surface and microphone. With the

AE device, amplitudes and cumulative events were

recorded. The tests were performed at room temperature,

and three specimens were tested in all cases. Quite good

reproducibility of AE data was observed for all compo-

sites. Therefore, only typical curves are plotted in subse-

quent figures.

In addition, the interlaminar (peel) strength was deter-

mined on rectangular specimens of 25.4 3 250 mm2 using

a Zwick Z020 universal testing machine according to the

ASTM D 3167-97 standard at a crosshead speed of 152

mm/min. Attention was paid to peel off the last two rein-

forcing þ matrix layers of the top of the composite sheets.

To initiate the peeling, a small piece of aluminum foil was

inserted in between the second woven fabric and the third

matrix foils in the assembly before hot pressing. By this

way, the related peel results can be compared accordingly.

RESULTS AND DISCUSSION

Tensile Tests and AE

The tensile force and the cumulative AE events as a

function of the deformation for the b-rPP-, a-rPP-, and

b-PP-based SRPPCs are shown in Figs.F1-F3 1–3, respectively,

for different processing temperatures (Tm þ 5, þ20, and

þ358C—a, b, and c for each figures, respectively). To

compare the cumulative AE events of different failures,

the AE events were registered until the maximum force.

It can be seen in these figures, that with the increase in

the processing temperature, the cumulative events strongly

decrease (for instance, the cumulative events for the

poorly consolidated a-rPP-based SRPPC produced at

Tprocessing ¼ Tm þ 58C are ca. 4200—see Fig. 2a; for the

material produced at Tprocessing ¼ Tm þ 208C are ca.

200—see Fig. 2b; and for the a-rPP-based SRPPC with the

highest quality of consolidation processed at Tprocessing ¼
Tm þ 358C are ca. 70—see Fig. 2c). The trend of cumula-

tive AE events for the differently consolidated composites

is in good agreement with previous literature [9].

In addition, the shapes of the cumulative AE events

versus deformation curves are significantly different. At

the lowest processing temperature of the a-rPP based

composite (Fig. 2a), the AE curve increases continuously

and corresponds to a skew line; at Tprocessing ¼ Tm þ
208C the AE curve correlates to a second-order curve

(Fig. 2b); and at the highest processing temperature, the

AE curve corresponds to a unit step (Fig. 2c). Further-

more, for the poorly consolidated composites, AE events

increase steeply in the first part of the curve which may

be attributed to the delamination process. With increasing

processing temperature and improving consolidation,

delamination becomes less dominant and thereby the first

part disappears.

To compare the shapes of the cumulative AE events

versus deformation curves more clearly, the data for two

b-PP-based composites with significantly different quality

of consolidation are replotted in Fig. F44. For the composite

with poor consolidation, the shape of the cumulative AE

events curve rises steeply at even small deformation, and
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FIG. 1. Force and number of events as a function of elongation for b-

rPP composites produced at different temperatures. (a) Tm þ 58C, (b) Tm

þ 208C, and (c) Tm þ 358C.
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thereafter increases continuously. In the case of the well-

consolidated SRPPC (having transcrystalline layer), on

the other hand, the shape of the cumulative AE events

curve corresponds to a unit step and the beginning of the

AE event occurs close to final failure. Therefore, the con-

solidation quality is well reflected by the course of the

AE events in agreement with previous findings on com-

mercially available self-reinforced PP composites [34].

To achieve good mechanical properties of the compo-

sites, good adhesion between the layers is needed. The

adhesion can be well quantified, for example, by deter-

mining the interlaminar peel strength. In Table 1, the peel

strength values as a function of processing temperature

for all three kinds of composite materials are also listed.

These results have been originally reported in Ref. 19. It

can be observed in this table that the peel strength

increases monotonically with increasing consolidation

temperature in the whole temperature range. Nevertheless,

in the case of the b-PP based SRPPC processed at Tm þ
358C, peeling became more difficult (unstable delamina-
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FIG. 2. Force and number of events as a function of elongation for the

a-rPP composite produced at different temperatures. (a) Tm þ 58C, (b)

Tm þ 208C, and (c) Tm þ 358C.

FIG. 3. Force and number of events as a function of elongation for the

b-PP composite produced at different temperatures: (a) Tm þ 58C, (b)

Tm þ 208C, and (c) Tm þ 358C.
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tion). This is well reflected by the high peel strength

value underlying considerable scatter which can be attrib-

uted to the partial melting of the reinforcing tapes. To

compare the peel behavior with the AE events, it can be

seen that for the lowest processing temperature, when the

adhesion between the fiber and the matrix is poor, the cu-

mulative AE events are very high. For higher hot pressing

temperature, when the peel strength is high, the cumula-

tive AE events are low.

It can be concluded that as the adhesion between the

matrix material and the reinforcement improves, so

decrease the AE events, and they also occur later.

Failure Mode Versus AE Amplitude

The amplitude distribution histogram of events and the

typical failure behavior of the b-rPP-, a-rPP-, and b-PP-

based SRPPCs are shown in Figs. F5-F75–7, respectively. It

can be seen that for poor consolidation, when the typical

failure mechanisms are fiber-matrix debonding and

delamination, the typical AE event amplitude is around

40 to 50 dB, and maximum 70 dB, and the ratio of the

lower AE event amplitude (40–50 dB) is high. In the

case of the well-consolidated composite, on the other

hand, for which the typical failure mechanisms are com-

posite and fiber breakage, higher AE event amplitudes

appear (80–90 dB), and the ratio of the lower AE event

amplitude (40–50 dB) is lower.

To investigate the matrix response to AE, tests were

also performed on matrix specimens. However, no acous-

tic events could be detected during tensile tests of the

pure PP matrix. A very low level of acoustic activity has

also been previously reported in the literature for unrein-

forced thermoplastic copolyester [22] and neat polypropyl-

ene [31]. Therefore, all AE events detected in composites

are expected to be due to fabric or matrix-reinforcement

interactions.

To study AE response of the pure fabrics, tensile tests

were also performed on 50 mm wide reinforcing fabrics.

Figure F88 shows the force and the AE amplitude as a func-

tion of the deformation. It can be seen that at fiber crack

(reflected by pop-ins in the force-deformation curve—Fig.

8a), high AE amplitudes (between 70 and 90 dB) were

detected. However, there were also many events with

lower amplitudes that can be assigned to the movement

of alignment of the tapes of the fabrics (Fig. 8b). We can,

therefore, conclude that several of the low amplitude

events detected on composites with good consolidation

are due to some movement of fabric tapes which induced

some points of microscopic debonding.

To separate the AE events of the fiber crack from the

others, tensile tests of single tapes were also performed

with similar gauge length than in the case of the fabric
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FIG. 5. The AE amplitude distribution histogram of events and the typical failure behavior of b-rPP com-

posite consolidated at different temperatures. (a) Tm þ 58C, (b) Tm þ 208C, and (c) Tm þ 358C.

FIG. 4. The shape of the cumulative AE events curves for SRPPCs

with different consolidation degrees.
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and composite specimens. However, there were also many

events with lower amplitude beside the events with higher

amplitude. This is due to the fact that the tape has fibril-

lated under loading due to the highly oriented structure.

To prevent this fibrillation, small gauge length (15 mm)

was set. The results obtained are shown in Fig.F9 9. It can

be observed that pop-ins have occurred in the force-elon-

gation curve (Fig. 9a) and few AE events with the ampli-

tude around 60 to 75 dB were recorded. Figure 9b shows

the AE amplitude distribution histogram of events for a

single tape. It can be seen that all events are over 65 dB,

so the events with high amplitude correspond to fiber

breakage.

It should be noted that in the case of the composite

having good consolidation, the transcrystalline layer

which is formed between matrix and reinforcement pre-

vented the fibrillation of single tapes. However, for poorly

consolidated composites, the fibrillation can occur, but

their acoustic response cannot be separated from other

events such as alignment of woven fabric.

CONCLUSIONS

The aim of this work was to assess the failure mecha-

nisms of self-reinforced PP composites with different con-

solidation qualities. The SRPP composites composed of

woven fabric from highly stretched split PP yarns as

reinforcement and a and b crystal forms of isotactic

PP homopolymer and random PP copolymer (with ethyl-

ene) as matrix materials were prepared by film-stacking
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FIG. 6. The AE amplitude distribution histogram of events and the typical failure behavior of a-rPP com-

posite at: (a) Tm þ 58C, (b) Tm þ 208C, and (c) Tm þ 358C.

FIG. 7. The AE amplitude distribution histogram of events and the typical failure behavior of b-PP compo-

sites consolidated at different temperatures. (a) Tm þ 58C, (b) Tm þ 208C, and (c) Tm þ 358C.
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method followed by compression molding at different

temperatures. Based on the results of this investigation, it

was concluded that the number of AE events depends on

adhesion between phases. As matrix-reinforcement adhe-

sion increases, the number of AE events decreases. Poorly

consolidated composites exhibit near 4200 events,

whereas well-consolidated ones exhibited less than 70

acoustic events, two orders of magnitude smaller. Besides,

the shape of the cumulative AE events versus deformation

curve also depends on adhesion between phases. As

matrix-reinforcement adhesion increases, AE events occur

nearer to final failure. Poorly consolidated composites

exhibited AE events during the entire solicitation, which

could be associated with matrix-reinforcement debonding.

For well-consolidated composites, on the other hand, AE

events associated with fiber breakage of tapes only

appeared near final fracture. Correlations were established

between the dominant failure mechanisms and AE events

amplitude for model specimens. Results revealed that low

amplitude events (40–50 dB) are generated by movement

of alignment of the tapes of the fabric and fiber-matrix

debonding, whereas high amplitude events (over 65 dB)

are associated with fiber breakage. These correlations can

be used to monitor the damage growth process in

SRPPCs. Results revealed that the AE technique is a via-

ble tool for quantifying the matrix-reinforcement adhesion

and identifying the damage mechanisms in self-reinforced

PP composites.
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1. T. Bárány, J. Karger-Kocsis, and T. Czigány, Polym. Adv.
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