
where K2 is the electromechanical coupling constant of the sub-

strate. The mass loading effect on the SAW velocity for a given

thickness of aluminium film can be neglected. By substituting

values Vf ¼ 3488 m/s and K2 ¼ 4.6% taken from literature [5]

into Eqs. (1)–(3) one obtains f
ð1DÞ
B ¼ 68.25 MHz, which is in

good agreement with the measured value.

With the 2D structure, a considerably stronger and wider

drop was observed in the transmission characteristics. The aver-

age increase in transmission loss is about 25 dB in the band

from 68.25 MHz up to 68.95 MHz. As seen, this band has a

lower boundary coinciding with the frequency of 1D peak, and

its width is about 0.7_MHz In the 2D case, the SAW velocity is

averaged using the fractions of metallized and free areas as

weighting functions [3]:

V 2Dð Þ
avg ¼ 2r

a

� �2

Vm þ 1� 2r

a

� �2
 !

Vf (4)

Calculation with the same parameters as above yields the

slightly higher resonance frequency of 68.34 MHz It is, how-

ever, somewhat lower than the experimentally measured mid-

band frequency value 68.6 MHz A more rigorous analysis

required to relate the stop-band width to the structure parameters

is beyond the scope of this Letter.

2. CONCLUSIONS

One-dimensional and two-dimensional SAW PC structures were

fabricated on the YZ-LiNbO3 crystal surface using femtosecond

laser micromachining of aluminum thin film. The 1D-structure

exhibited peak in the transmission loss at the frequency well

described by the Bragg reflection model. The strong enhance-

ment by 25 dB in the 0.7 MHz band of the transmission loss

was observed in the 2D-structure. The measured frequency char-

acteristics of the SAW transmission in the structures are in good

agreement with theoretical estimations based on the SAW veloc-

ity averaged over free and metallized surface of the piezoelectric

substrate. The laser technology employed with a maximum reso-

lution of 0.5 lm is shown to be very attractive for fabrication of

phononic filters and other complex SAW devices. This technol-

ogy offers an important advantage of versatile, flexible and mul-

tiplex fabrication of sophisticated SAW structures without pho-

tolithographical process.
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ABSTRACT: A novel photonic asynchronous delta-sigma modulator
(ADSM) has been investigated and demonstrated for the first time in this

article. An inverted bistable quantizer is required due to use of a
positive feedback in this noninterferometric optical implementation. The

principles of the proposed optical first-order and second-order ADSM
are modeled and analyzed. Two main components of the novel optical
ADSM; the leaky integrator and the inverted bistable quantizer have

been mathematically analyzed, simulated, and characterized. Finally, a
prototype fiber-optic ADSM is constructed. The prototype operates at

MHz frequencies producing four effective-number-of-bits resolution. The
reported fiber-optic ADSM is a very promising for future integration of
this system on a photonic chip thus increasing the operation frequency

range up to tens of GHz. VC 2012 Wiley Periodicals, Inc. Microwave Opt

Technol Lett 54:1287–1292, 2012; View this article online at

wileyonlinelibrary.com. DOI 10.1002/mop.26760

Key words: analog-to-digital conversion; delta-sigma modulation;
semiconductor optical amplifier; cross gain modulation

1. INTRODUCTION

Achieving high-speed, high-resolution analog-to-digital (A/D)

conversion is a difficult technological problem. This has largely

prohibited the realization of high-speed, high-throughput systems

[1]. With fundamental limitations in electronics, greater attention

has been turned to using photonic techniques to significantly

improve the performance of A/D converters (ADCs) [2, 3]. Ben-

efits of performing A/D conversion in the optical domain

include high speed, high information capacity, low timing jitter,

and immunity to electromagnetic interference.

Figure 2 Effective transmission loss of laser fabricated two-port

SAW device with free surface (a), 1D (b), and 2D (c) PC structures
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A delta-sigma-based converter is an oversampled converter,

meaning the sampling rate fs is much greater than the Nyquist

sampling rate fNY (fNY ¼ 2fB, where fB is the input signal band-

width), typically by factors of 8–512 [1]. Delta-sigma modula-

tion (DSM) combined with digital preprocessing/postprocessing

is an attractive technique for the conversion of an analog signal

into a digitized binary output signal [4]. This kind of converter

trades sampling speed for improved amplitude resolution using

oversampling, a feedback architecture, linear filtering techni-

ques, and a comparator of modest quality. DSM achieves high-

resolution digitalization of narrowband signals through quantiza-

tion-noise shaping. A first-order, noninterferometric, optical

DSM with sampling rate of 1 kHz was demonstrated by Shoop

and Goodman [5]. The system uses free-space optics and self-

electro-optic effect devices to perform the subtraction and quan-

tization operations. A detailed performance analysis of this con-

verter was developed by Clare et al. [6] resulting with a peak

signal-to-quantum-noise ratio of 54 dB and oversampling ratio

of 100. A different approach based on a coherent system was

proposed by Pace et al. [7] where both the feedback and the

quantization are performed in the electrical domain, whereas the

subtraction is carried out in the optical domain via a Mach–

Zehnder modulator. Subsampling A/D conversion using high-

speed, low-jitter photonic sampling and an electronic DSM was

demonstrated in Ref. 8. Figure 1(a) shows the basic components

of the first-order DSM. The input signal at the left is launched

to the system, summed with the negative feedback signal of the

previous bit time, integrated, quantized, and then processed by a

digital filter.

A slightly different architecture [9], the asynchronous delta-

sigma modulator (ADSM), is shown in Figure 1(b). The feed-

back loop is completely analog, because the sampler is set out-

side the loop. Neither the clock signal nor digital filtering is

required. ADSM turns the amplitude axis over the time axis by

producing a binary-amplitude, continuous-time, output signal

from an analog input signal. Therefore, to obtain A/D conver-

sion, it is necessary to quantize the time rather than the ampli-

tude as shown in the right side of the figure. This method for A/

D conversion does not present the noise shaping property that is

one of the advantages of the conventional DSM; however, the

ADSM is more robust and easier to design than a high-

frequency DSM, because high-frequency components are not

inserted into the loop [10].

In this article, we present a novel photonic ADSM as shown

in Figure 1(c). The system is based on a modified architecture

of that proposed and theoretically analyzed by Sayeh and Siah-

makoun [11]. To the best of our knowledge, this work is the

first photonic ADSM demonstrated in the literature. There are

two main differences in comparison to the electrical implemen-

tation: (i) the proposed device is a noninterferometric optical

system, meaning that every signal in the loop is processed as an

intensity signal and (ii) an intensity addition is performed

between the input and positive-corrective feedback signals since

subtraction is a difficult operation to carry out in the optical do-

main [5, 7].

In this article, we describe our recent progress in photonic

ADC. Section 2 presents a background of ADSMs by consider-

ing positive feedback and all-positive intensity signals. Section

3 introduces the simulations and practical implementation for

the leaky integrator device, and Section 4 shows the experimen-

tal results and measured figures of merit of the system. Finally,

we conclude the article in Section 5.

2. BACKGROUND AND BASIC THEORY

The ADSM is a straightforward conversion processor due to the

fact that it does not require any clocking signal and the demodu-

lation step consists of a simple low-pass filtering. The modulator

is a closed-loop system, which is built with a linear filter H(s),
and a nonlinear element is as shown in Figure 2. This ADSM

can be considered as a pulse-width modulation system where

the duty-cycle, D, as well as the instantaneous frequency of the

modulated output, x, depend on the amplitude of the input sig-

nal in the following manner [9]:

DðtÞ ¼ xðtÞ þ 1

2
and

xðtÞ
xc

¼ 1� x2ðtÞ (1)

where x(t) is the normalized input signal (|x(t)| < 1), xc is the

center frequency, and D(t) ¼ a(t)/T(t) is the instantaneous duty-

cycle with T(t) ¼ 2p/x(t).
Because we are interested in a positive feedback-based mod-

ulator operating with all positive intensity signals, the nonlinear

hysteretic quantizer has to be nonsymmetric, producing a shift

in both the input (horizontal) and the output (vertical) axes (see

Fig. 2). Therefore, we can rewrite Eq. (1) in a generalized form

as:

DðtÞ ¼ � xðtÞ � 2

2
and

xðtÞ
xc

¼ 1� xðtÞ � 1ð Þ2; (2)

where the negative slope in the first equation indicates that the

duty-cycle increases, as the amplitude decreases and vice versa.

As every signal is positive the amplitude of the normalized input

satisfies 0 < x < 2.

Figure 1 A/D converters based on (a) DSM, (b) ADSM, and (c) all-

positive signals and feedback, ADSM. [Color figure can be viewed in

the online issue, which is available at wileyonlinelibrary.com]

Figure 2 Block diagram of ADSM and the waveform at the output.

[Color figure can be viewed in the online issue, which is available at

wileyonlinelibrary.com]
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The linear filter is a leaky integrator, which has a transfer

function given by H(x) ¼ G/(s þ xp), where s ¼ ix, i ¼ (�1)1/2

is the imaginary unit, and G is the gain at the pole angular

frequency xp.

The center frequency xc is defined as the value of the instan-

taneous frequency, when the input signal has the mean value of

the input amplitude (x ¼ 1 for this case). It is the oscillation fre-

quency of the square-wave for a free-running modulator and the

highest pulse rate for a forced-oscillation (i.e., for a nonzero

input). This frequency depends on the transfer characteristic of

the loop filter and the hysteretic quantizer properties as follows:

xc ¼ (DY/DZ)/(pG/2), where DZ ¼ ZU � ZL and DY ¼ YU �
YL are the quantizer input and output ranges, respectively, as

depicted in Figure 2.

Notice that both the duty-cycle and the instantaneous fre-

quency are time-dependent and that the amplitude axis can com-

pletely be turned over to the time axis without loss of informa-

tion. It can be viewed as a DSM with infinite sampling

frequency. The linearity of the ADSM depends on both the cen-

ter frequency xc and the full scale input signal that can be

applied to the ADSM. For higher center frequencies, the first

harmonic band centered around xc is far enough away from the

baseband frequency components (where the information is con-

tained), so aliasing is not a concern for the band of interest. For

larger amplitude input signals (high modulation depth), the

modulator is overloaded, and the modulated output signal will

be distorted. On the other hand, smaller inputs generate modu-

lated outputs close to the center frequency with a duty-cycle

around 50%.

3. NUMERICAL SIMULATIONS

Several important differences can be observed between the con-

ventional and the proposed ADSM: the negative feedback is

now positive, the integrator is now a leaky integrator, the bista-

ble quantizer is now an inverted bistable quantizer, and the input

signals are now positive. The difference between an integrator

and a leaky integrator is that the leaky integrator simultaneously

integrates the input and gradually leaks a small part of the accu-

mulated energy.

To realize the photonic ADSM, the output of the bistable

hysteretic quantizer is required to be inverted, that is, a high

output for low input and vice versa. This configuration can be

seen as a pseudonegative feedback, because a low feedback sig-

nal is added to a high input signal, and a high feedback signal is

applied to a low input signal. The hysteresis curve of the

inverted bistable quantizer is shown in the corresponding block

in Figure 2. The values ZL and ZU are the respective switching

ON and OFF points, and the output of the quantizer is deter-

mined by the upper and lower levels, YU and YL, respectively.
The first-order ADSM is simulated using the Simulink soft-

ware. Without loss of generality, every amplitude value is nor-

malized to 1 V to avoid writing absolute magnitudes. The

dynamic range of the modulator is 2. The sinusoidal input signal

launched into the loop has a peak-to-peak and bias voltage of

1.8 and 1 (i.e., the modulation depth is 90%), respectively, and

a frequency of 1.25 MHz. The leaky integrator presents a pole

frequency of 10/2p MHz and a gain of 5. The inverted bistable

quantizer ON and OFF switching points were set to 1.01 and

0.99, respectively, and the output signal upper and lower levels

were set to 2 and 0, respectively. Finally, the demodulator is

implemented with a second-order low-pass Butterworth filter

with a second-order pole at the frequency of 20/2p MHz. Fig-

ures 3(a)–(d) show the simulated signals at different points of

the ADSM: (a) analog input, (b) integrator output, (c) modulated

signal, and (d) demodulated signal. A result of using the

inverted bistable quantizer is that the output binary is also

inverted. This effect can be easily seen comparing Figures 3(a)

and (d). Here, the recovered signal is shown to be shifted from

the input sinusoid by p. The demodulated signal indicates that

the binary output contains all the input signal information, con-

firming proper operation of the modulator.

Before the experiment and results are presented, the photonic

leaky integrator will be briefly discussed. A complete analysis

and mathematical theory of the photonic integrator is discussed

in Ref. 12. Figure 4 shows the basic setup of the photonic leaky

integrator. The integrator loop consists of a semiconductor opti-

cal amplifier (SOA) gain element, a hybrid band-pass filter, and

isolator component to select the loop wavelength and ensure

unidirectional propagation, and two couplers, optical coupler

(OC)1 and OC2. OC1 is used to combine the input and circulat-

ing loop signals and launch them into the integrator loop, and

OC2 extracts part of the circulating signal as the output signal.

To avoid interference effects between the input and circulat-

ing signals, wavelength conversion is performed from input

wavelength k1 to a different wavelength k2 that is defined by the

band pass filter. The wavelength conversion is accomplished by

the cross-gain modulation (XGM) phenomenon in the SOA. Ba-

sically, the input wavelength k1 is used to modify the SOA’s

gain: a higher gain is achieved for low input powers, otherwise

a lower gain is realized. The circulating signal at k2 decreases

with high input signals at k1 and increases with low input sig-

nals at k1; that is, the k2 signal experiences the SOA gain. An

effect of using wavelength conversion to avoid feedback

Figure 3 First-order ADSM simulation results: (a) analog input, (b)

integrator output, (c) modulated signal, and (d) recovered signal

Figure 4 Photonic leaky integrator setup. [Color figure can be viewed

in the online issue, which is available at wileyonlinelibrary.com]
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interference is an inverted output: the output is low for high

inputs and otherwise.

To realize the ADSM system presented in Figure 2, a method

to correct the inverted output of the leaky integrator is required.

Signal inversion can be achieved by cascading two inverted

leaky integrators. As the inverted output of the first integrator

will be inverted by the second integrator again, the output of the

second integrator will correspond to the initial input signal

launched into the system. However, the alternative approach is

to use a noninverted quantizer and have a first-order ADSM

architecture [13].

Therefore, a novel device including two inverted leaky inte-

grators is simulated to confirm its feasibility. The photonic

inverted leaky integrator can be modeled by a transfer function

similar to the one presented in Section 2 for a noninverted leaky

integrator. The exceptions include a negative gain for signal

inversion and a DC offset to ensure all-positive signal values.

The parameters are set as G ¼ �5, xp ¼ 10/2p MHz, and the

DC value hDC ¼ 1. The inverted bistable quantizer ON and OFF

switching points are set to 1.001 and 0.999, respectively. The

output signal upper and lower levels are set to YU ¼ 2 and YL ¼
0, respectively, and the input sinusoid signal has a bias value of

1 and a peak-to-peak amplitude of 1.8. The dynamic range of

the ADSM is 2, and thus the corresponding modulation depth is

90%. A second-order low-pass Butterworth filter was used to

demodulate the output binary signal, having a cutoff frequency

of 20/2p MHz. Figures 5(a)–(d) show the input, second-order in-

tegrator output, modulated and recovered signals, respectively.

Again, the output binary and demodulated signals are inverted

due to the inverted bistable quantizer. Also notice that the sec-

ond-order integrator output is smoother than the corresponding

output of the first-order integrator. This, in turn, results in an

improved signal-to-noise ratio (SNR) of the modulated signal

for the second-order ADSM.

The simulation of the proposed second-order ADSM con-

firms that this system produces the correct modulated output. It

could be used to perform an A/D conversion, if a sampling de-

vice is placed at the output of the system as shown in Figure

1(c). The novel second-order optical ADSM is constructed in

our laboratory, and the experiment and results are discussed in

the next section.

4. EXPERIMENTS

The photonic ADSM setup is illustrated in Figure 6. An electric

RF signal of amplitude 2 Vpp and offset �1 V is used to modu-

late a Fujitsu FLD5F10NP continuous wave (CW) laser operat-

ing at k1 ¼ 1553.16 nm by electro-absorption modulation

(EAM). The CW laser output is coupled into the system with a

3 dB coupler and coupled into a leaky integrator via OC1. The

integrator uses the XGM effect of a Kamelian OPA-20-N-C-FP

SOA and a Lightel hybrid bandpass filter and isolator of center

wavelength k2 ¼ 1551.48 nm to convert the signal wavelength

to k2. The output of the first leaky integrator is split by OC2

where a portion of the signal is used as feedback to complete

the 1-m long integrator loop. The wavelength conversion causes

the integrator output to be inverted, and thus a second leaky in-

tegrator is introduced to correct this signal inversion by invert-

ing the signal again. The second integrator operates in a similar

fashion as the first integrator and converts the optical signal

from k2 back to k1. It is comprised of a second Kamelian OPA-

20-N-C-FP SOA and a Lightel hybrid bandpass filter of center

wavelength k1.
The output is detected by a photodetector, and the corre-

sponding electrical signal is sent through a quantizing circuit

based on the Texas Instruments TLV 3502 comparator chip. The

comparator output is used to modulate a second Fujitsu

FLD5F10NP CW laser by EAM to provide feedback to the sys-

tem. A 90/10 coupler is used to split the feedback signal where

90% is sent back through the system as feedback and 10% is

detected and observed on an oscilloscope as the delta-sigma

modulated signal.

To fulfill the power balance requirements, the input and feed-

back laser powers and SOA gains are adjusted by controlling

their respective driving currents. The currents are set to 70 and

50 mA for the input and feedback lasers, respectively. The SOA

Figure 5 Second-order ADSM simulation results: (a) analog input, (b)

integrator output, (c) modulated signal, and (d) recovered signal

Figure 6 Experimental setup for photonic ADSM (EAM: electro-

absorption modulator, BPF: band pass filter, PD: photodetector). [Color

figure can be viewed in the online issue, which is available at

wileyonlinelibrary.com]
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current in the integrator one is set to 70 mA, and the SOA cur-

rent of the second integrator is 90 mA.

To perform measurements of the ADSM, a saw-tooth wave-

form is used to show the linearity of the modulator, and sinusoi-

dal inputs are used to test the frequency response. Figure 7(a)

shows the ADSM saw-tooth input at frequency 50 kHz (top

trace) and the corresponding binary output (bottom trace), which

are observed using an oscilloscope. Figure 7(b) also shows these

same signals, when acquisition is performed using a personal

computer (PC). In this case, demodulation is performed using a

MATLAB-based program to verify that the binary output

describes the inverse of the analog input signal. The correspond-

ing demodulated output is shown in the bottom trace of Figure

7(b) where the signal inversion can be clearly observed. The

high-frequency transition, typical in this kind of waveforms,

cannot be properly modulated due to the limited bandwidth of

the ADSM. For this reason, the demodulated output shows a

smoother change at the saw-tooth edges compared to the input.

However, the modulator shows a very good response between

signal edges.

Next, measurements for higher frequency sinusoidal inputs

are presented. Figures 8(a)–(c) show the ADSM inputs (top

traces) and binary outputs (bottom traces) at frequencies

between 0.5 to 2 MHz. Again, the signal inversion can be

observed in the binary output. When the input signal is at a

maximum, a majority of the bits are at the low level, and when

the input signal is at its minimum, output bits are high. The 2-

MHz binary output is imported into the PC and processed with

a MATLAB-based code. The acquired signal is filtered using a

third-order Butterworth filter with cutoff frequency at 2.1 MHz.

The ADSM input, modulated binary output, and demodulated

signals are illustrated in Figure 8(d). It can be seen that the

recovered signal, although inverted, appropriately describes the

analog input frequency. By comparing traces in Figure 7 to

those in Figure 8, it can be observed that the number of output

binary pulses decreases as the input signal frequency increases.

For the 2 MHz input, the modulator is operating at the limit of

its bandwidth, because just a few pulses are observed per period

of the input signal.

The photonic ADSM maximum input frequency can be lim-

ited by two factors: the first is the time delay introduced by the

optical fiber length, specifically the integrator loop and the feed-

back, and the second is the speed of the quantizing circuit. The

time delay introduced by the fiber is given as t ¼ (neffL)/c,
where neff is the index of refraction of the fiber, L is the fiber

Figure 8 Second-order ADSM sinusoid input signal (top trace) and

corresponding binary output (bottom trace) at (a) 0.5 MHz, (b) 1 MHz,

and (c) 2 MHz frequencies. (d) The same 2 MHz input and binary sig-

nals (top and middle traces), shown in (c), and the corresponding

demodulated output (bottom trace)

Figure 7 (a) Second-order ADSM response for a 50 kHz saw tooth

input signal (top) and binary output (bottom), and (b) the same signals

acquired in a PC (top and middle traces) and the corresponding demodu-

lated output (bottom)
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length, and c is the speed of light in vacuum. In our photonic

ADC, the loop lengths of the integrators are 1 m each, which

leads to a free-spectral range of 200 MHz. If 10–20 round trips

per period are desired, then the input frequency must not exceed

the 10–20 MHz range. The 1.5 m feedback length introduces a

delay of 7.5 ns. This delay has to be much smaller than the

input period to effectively provide the ADSM’s corrective feed-

back. Thus, the input frequency should be smaller than 13 MHz.

Finally, the current speed limitation we have encountered is due

to the quantizing circuitry rather than the length of fiber pigtails.

In order to have a high transition rate, the quantizer must oper-

ate at speeds much greater than the input signal. Currently, the

quantizing circuit operates well for frequencies up to about 20

MHz. Therefore, to obtain modulated outputs presenting a high

density of pulses, the input frequency has to be much smaller

than 20 MHz (i.e., maximum 1–2 MHz to allow oversampling

of 20�–10�) as is observed in the above-mentioned

measurements.

The performance of the ADSM is limited by noise and nonli-

nearities. Figures of merit such as SNR, the effective-number-

of-bits (ENOB), and spur-free dynamic range can be used to

characterize the modulator. The ENOB is the resolution of the

ADSM without considering the quantization noise, that is, it rep-

resents an upper band limitation for the photonic ADC

resolution.

The signal-to-noise and distortion ratio (SINAD) is measured

over a bandwidth of 1 MHz, and the fast Fourier transform of

the acquired signals is used to make the calculations. The meas-

ured values are SINAD ¼ 26 dB, which corresponds to ENOB

% 4. Notice that in these measurements and calculations, the

noise sources (shot, thermal, and relative intensity noise) as well

as signal distortions are all taken into account.

In conclusions, we have presented our progress toward a

photonic ADC based on ADSM architecture. The proposed de-

vice, in our knowledge, is the first photonic ADSM demon-

strated in the literature. The system includes two leaky integra-

tors and an inverted hysteretic quantizer inside a positive-

feedback fiber-optic loop. The system overcomes the limitations

set by coherent designs, such as high noise, signal fluctuations,

and the difficulty to perform optical subtraction.

The proposed device operates in the MHz range. While the

demonstrated system is limited to �2 MHz to achieve a mini-

mum pulse density per cycle, the system has been shown to

provide predictable binary output at higher frequencies. The

characterized ADSM has a performance of 4 ENOB (or SINAD

¼ 26 dB) operating at a bandwidth of 1 MHz. This result can

be improved by a fine adjustment of the active component pa-

rameters (e.g., SOA and laser currents, comparator parameters,

etc.), replacing the quantizing circuitry with a high-speed com-

parator, and reducing the fiber pigtails of the components. The

simulations and experimental implementation suggest that the

optical ADSM has the potential to work in the GHz range

by photonic integration of the system on a chip to reduce the

optical path in the integrator and feedback loops, and using

high-speed optical quantizer with switching time better than

100 ps [14].

Finally, to develop the ADSM-based ADC, as shown in

Figure 1(c), a photonic sampler is to be connected at the

output of the system. Photonic samplers using optical pulse

trains from mode-locked lasers have been successfully

applied in ADCs [8]. This laser presents ultrashort pulse-

width (<100 fs) and ultralow timing jitter (<5 fs) making it

possible to develop a high-resolution and high-bandwidth

photonic ADC.
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ABSTRACT: In this article, a novel planar slot antenna is presented
with band-notched characteristic for ultra wideband applications. The

antenna is fed by coplanar wave guide. A ‘‘C’’ shaped slot etched on
the radiating patch to avoid interference from WLAN and HYPERLAN/2

bands. The antenna has measured bandwidth ranging from 3 to 10.6
GHz for VSWR � 2. The antenna has omni directional radiation pattern
in H-plane and bi-directional in E-plane. The group delay of antenna is

less than 1 ns except in the notched band. Good agreement is found
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