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Antibiotic-loaded silica nanoparticle–collagen
composite hydrogels with prolonged antimicrobial
activity for wound infection prevention†

Gisela Solange Alvarez,‡a Christophe Hélary,‡bc Andrea Mathilde Mebert,a

Xiaolin Wang,bc Thibaud Coradin§bc and Martin Federico Desimone§a

Silica–collagen type I nanocomposite hydrogels are evaluated as medicated dressings to prevent infection

in chronic wounds. Two antibiotics, gentamicin and rifamycin, are encapsulated in a single step within plain

silica nanoparticles. Their antimicrobial efficiency against Pseudomonas aeruginosa and Staphylococcus

aureus is assessed. Gentamycin-loaded 500 nm particles can be immobilized at high silica dose in

concentrated collagen hydrogels without modifying their fibrillar structure or impacting on their

rheological behavior and increases their proteolytic stability. Gentamicin release from the

nanocomposites is sustained over 7 days, offering an unparalleled prolonged antibacterial activity.

Particle immobilization also decreases their cytotoxicity towards surface-seeded fibroblast cells.

Rifamycin-loaded 100 nm particles significantly alter the collagen hydrogel structure at high silica doses.

The thus-obtained nanocomposites show no antibacterial efficiency, due to strong adsorption of

rifamycin on collagen fibers. The complex interplay of interactions between drugs, silica and collagen is a

key factor regulating the properties of these composite hydrogels as antibiotic-delivering biological

dressings and must be taken into account for future extension to other wound healing agents.
1. Introduction

Chronic skin wounds affect more than 7 million people in the
United States and the health-care expenditure is evaluated at
over 8 billion per year.1,2 These pathologies are dened as
wounds which have not healed aer 6 weeks.3 The most prev-
alent diseases are pressure ulcers, venous ulcers, bedsores and
foot diabetic ulcers. They are characterized by chronic inam-
mation, impaired wound closure, default of epithelialization
and extracellular matrix breakdown.4 In some cases, the
impaired wound healing leads to infection and amputation.5

The most common bacteria responsible for the wound bed
infection and biolm formation are Pseudomonas aeruginosa
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and Staphylococcus aureus.6 Current treatments rely on negative
pressure therapy or wound dressings.7,8 The main specications
of wound dressings are to absorb exudates, hydrate the wound,
prevent infection and promote tissue repair.9,10 The current
commercialized wound dressings are lms, sponges, hydro-
colloids and hydrogels.9,10 However, no ideal treatment is
available at this time.7 Nowadays, research orientation is
towards medicated dressings for drug delivery.11 The incorpo-
rated drugs must play an active role in wound healing including
infection prevention.9

Type I collagen-based biomaterials are broadly used to treat
chronic wounds as collagen is biocompatible, biodegradable,
hemostatic and favors wound healing.10 In the form of hydro-
gels, materials maintain an appropriate hydration in the wound
bed. Moreover, the brillar form of collagen hydrogels allows
for cell colonization and remodeling into a neotissue. Collagen
brils are required to permit keratinocyte and broblast
migration as the cell adhesion receptor integrin a2b1 only
recognizes brillar collagen.12,13 Nevertheless, collagen hydro-
gels are poor drug delivery systems since the drug content is
usually released within a few minutes.14 Hence, the combina-
tion of collagen with a drug delivery system is required to
control and delay the release. Polymer-based nanoparticles
associated with collagen have been studied with the aim of
releasing antibiotics such as gentamicin. A sustained release
was observed from poly-(lactic-co-glycolic) acid (PLGA) nano-
particle–collagen sponges over 4 days.15 In addition to the
This journal is © The Royal Society of Chemistry 2014
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limited improvement in release kinetics, these materials suffer
from the fact that collagen sponges do not possess a brillar
structure and contract aer hydration.

Inorganic carriers such as porous silica nanoparticles have
already been used to deliver molecules. The drugs were graed
on the surface or loaded into the pores of nanoparticles.16,17

Despite high loading capacities, MSNs did not permit retention
of antibiotics for more than 24 hours. To overcome this fast
leaching, capping strategies have been applied allowing for the
stimuli-responsive release of vancomycin.18,19 However, the
entire dose was rapidly released aer uncapping. With the aim
of better controlling the antibiotic delivery, drug release from
microporous xerogels has been studied. A sustained release of
vancomycin was observed over 6 weeks,20,21 evidencing the role
of porosity on the release kinetics. Hence, antibiotic delivery
from plain nanoparticles seems to be promising as it should
permit a better control of the antibiotic delivery. However the
direct encapsulation of antibiotics within plain silica nano-
particles has not been reported so far, despite its simplicity and
cost-effectiveness compared to the previous approaches.

Over the last few years, concentrated collagen hydrogels have
been developed as cell therapy systems in order to treat cuta-
neous chronic wounds. These materials show improved
mechanical and biological properties compared to traditional
collagen hydrogels, as the main result of the increasing protein
content.22,23 Alternatively, silicon has been recently chosen to be
used along with collagen rendering hybrids and nanocomposite
materials.24–28 Moreover, silica nanoparticles can be immobi-
lized in concentrated collagen hydrogels, in the presence of
broblast cells.26 The viability of broblasts was maintained
and the mechanical behavior was improved, especially in terms
of cell-mediated contraction. In addition, composite hydrogels
implanted in rats showed good biocompatibility.29

In this study, silica nanoparticle–collagen nanocomposites
have been evaluated as novel drug delivery systems to prevent
infection in chronic wounds. For this purpose, two antibiotics,
rifamycin and gentamicin, were encapsulated within plain
silica nanoparticles (SiNPs) of various sizes using a single step
procedure. The antimicrobial activity of these particles towards
Staphylococcus aureus or Pseudomonas aeruginosa was evaluated,
together with their cytotoxicity for L929 broblast cells. Subse-
quently, antibiotic-loaded silica particles were encapsulated
within concentrated collagen gels and the resulting nano-
composites were studied by electron microscopy techniques
and rheological measurements. Cytotoxicity and antimicrobial
activity of selectedmaterials were then studied. The inuence of
the positive or negative charge of the drug on its encapsulation
and release was investigated in more detail and discussed in the
context of future extension of this work.

2. Materials and methods
2.1. Preparation and characterization of antibiotic-loaded
silica nanoparticles

Silica nanoparticles (SiNPs) were synthesized according to the
Stöber method. Briey, tetraethyl orthosilicate (TEOS, 98 wt%,
Aldrich) was added to a stirred solution of ammonium
This journal is © The Royal Society of Chemistry 2014
hydroxyde solution (30%, Carlo Erba Reagents) in a water–
ethanol mixture to obtain silica nanoparticles 100 nm, 300 nm
and 500 nm in diameter (see conditions in Table S1 in the ESI†).
Antibiotic-loaded particles were prepared according to the same
protocol except for the addition of 25 mg of sodium rifamycin
(Sigma Aldrich) in a powder form to the ethanol–water mixture
or dissolution of 25 mg of gentamicin sulfate ($98.0%, Sigma-
Aldrich) in water before mixing with ethanol and TEOS. Solu-
tions were stirred for 24 hours at room temperature and the
resulting nanoparticles were recovered by centrifugation and
washed three times with deionized water before use. The silica
nanoparticle concentration was determined by weighting the
residual mass of an aliquot dried at 80 �C.

Dynamic Light Scattering (DLS) was used to determine the
hydrodynamic diameter of the nanoparticles in Milli-Q water.
The reading was carried out at an angle of 90� to the incident
beam (632 nm). The Contin algorithm was used to analyze the
autocorrelation functions. The size and shape of the nano-
particles were also investigated by Transmission Electron
Microscopy (TEM). Briey small drops of sample in aqueous
solution were deposited on carbon-coated copper grids. Aer
one minute, the liquid was blotted with lter paper (Whatman
no. 4). TEM was performed at room temperature using a JEOL
1011 electron microscope operating at 100 kV. The zeta poten-
tial of the particles (z) was measured with Zeta Plus Brookhaven
equipment in 10 mM KCl aqueous solutions.
2.2. Preparation and characterization of silica–collagen
nanocomposites

2.2.1. Nanocomposite synthesis. Collagen type I was puri-
ed from rat tails and the concentration was estimated by
hydroxyproline titration. Nanocomposites were prepared by
mixing a 5.0 mg mL�1 collagen suspension in 17 mM acetic acid
solution with a 10� phosphate buffer saline (PBS) solution con-
taining the suitable amount of drug-loaded silica nanoparticles
to reach a nal pH of 7.0 and a nal SiNP concentration ranging
from 0.05M to 1.0 M. Resulting sols were quickly dispatched into
96-well plates for antibiograms and into 24-well plates for
viability assays and incubated at 37 �C to trigger gel formation.
Finally, gels were rinsed three times with PBS. For comparison,
gentamicin-containing collagen hydrogels were prepared by a
similar procedure except that the gelation PBS buffer contained
free antibiotics instead of loaded silica nanoparticles.

2.2.2. Scanning electron microscopy (SEM) analysis.
Collagen nanocomposites were xed using 3.63% glutaralde-
hyde in a cacodylate/saccharose buffer (0.05 M/0.3 M, pH 7.4)
for 1 hour at 4 �C. Following xation, samples were washed
three times with the same buffer and dehydrated through
successive increasing concentration ethanol baths from 70% to
100% alcohol. Thereaer, samples were dried in a critical point
dryer and gold sputtered (10 nm) for analysis. Samples were
observed with a Hitachi S-3400N SEM operating at 5 kV.

2.2.3. Transmission electron microscopy (TEM) analysis.
Collagen nanocomposites were xed as described above.
Following xation and washing, samples were post-xed using
2% osmium tetra-oxide in a cacodylate/saccharose buffer (0.05
J. Mater. Chem. B, 2014, 2, 4660–4670 | 4661
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M/0.3 M, pH 7.4) for 1 hour at 4 �C. Samples were then washed
three times with the cacodylate/saccharose buffer, dehydrated
with ethanol and embedded in araldite. Thin araldite transverse
sections (100–200 nm) were obtained by using an Ultracut
ultramicrotome (Reichert, France) and contrasted by phospho-
tungstic acid. Slides were then analyzed with a Cryomicroscope
Tecnai spirit G2 electron microscope operating at 120 kV. For
each nanocomposite, images were taken at a magnication of
15 000� and analyzed.

2.2.4. Rheological measurements. Shear oscillatory
measurements were performed on collagen nanocomposite
discs using a Bohlin Gemini rheometer (Malvern) tted with a
plan acrylic 40 mm diameter geometry. Both base and geometry
surfaces were rough in order to avoid sample slipping during
measurement. All tests were performed at 37 �C. Mechanical
spectra, namely storage G0 and loss G0 0 moduli vs. frequency
measurements, were recorded at an imposed 1% strain, which
corresponded to linear and non-destructive conditions, as
previously checked (data not shown). In order to test all collagen
matrices under similar conditions, before each run, the gap
between base and geometry was chosen so that a slight positive
normal force was applied on gels during measurement. Four
samples of each nanocomposite were tested.

2.2.5. Accelerated collagenase degradation. Accelerated
collagenase degradation of the materials was studied in the
presence of collagenase type I (Gibco®, 260 U mg�1) using a
15 U mg�1 suspension in phosphate buffer solution of pH 7.4.
The scaffolds under study were incubated at 37 �C in the pres-
ence of the enzyme and samples were collected at specic time
intervals, washed with distilled water, centrifuged and weighed
aer freeze drying (n ¼ 4).
2.3. Antibacterial experiments

2.3.1. Antibacterial activity monitoring. Staphylococcus
aureus (ATCC 29213) and Pseudomonas aeruginosa (ATCC 27853)
were incubated overnight at 37 �C in Luria–Bertani (LB) broth
(yeast extract, 5 g L�1; NaCl, 10 g L�1 and triptone, 10 g L�1). LB
agar was used throughout this experiment as the growth media
to measure the inhibitory effect of antibiotics on bacteria. The
effect of gentamicin and rifamycin was evaluated on P. aerugi-
nosa and S. aureus, respectively. Antibiograms were carried out
using the disk diffusion method as described in the United
States Pharmacopeia. Briey, a bacterial suspension (culture
dilution 1 : 100) was spread on an agar Petri dish, and incu-
bated for 10 minutes at room temperature. Then, paper disks
impregnated with 10 mL of a suspension of nanoparticles (37 mg
mL�1) or SiNP–collagen composites were set on the Petri dishes.
Bacteria were then allowed to grow for 18–24 h at 37 �C. The
inhibitory effect of antibiotics on bacteria was determined by
measuring the diameter of the bacteria-free zones surrounding
the disks. In parallel, a standard curve was obtained by drop-
ping 10 mL of antibiotic solutions of increasing concentrations
of rifamycin (0.1–1.0 mg L�1) and gentamicin (10–80mg L�1) on
paper disks and measuring the diameter of the inhibition zone.
Then the quantity of antibiotics released from the different
systems was calculated using the calibration curve.
4662 | J. Mater. Chem. B, 2014, 2, 4660–4670
To analyze the antibiotic release from nanocomposites over
7 days, the materials were transferred from a Petri dish to a new
one on a daily basis. Thanks to the standard curve, cumulative
doses were calculated and expressed as a function of time.
Control samples were prepared by paper disk impregnation
with PBS for antibiotic solutions, pure silica particles for drug-
loaded SiNPs and pure collagen hydrogels or nanocomposites
without antibiotics for drug-loaded nanocomposites. In all
cases, results were expressed as mean � SD from triplicate
experiments.

2.3.2. Quantication of gentamicin. The content of genta-
micin within nanoparticles was determined by capillary elec-
trophoresis (CE) aer dissolution of the particles in NaOH 1 N
and derivatization. A 1 mg mL�1 solution of gentamicin was
used as the standard. For the derivatization, 1 mL of the sample
or the standard was placed in a suitable tube with 1 mL of
isopropyl alcohol and 0.4 mL of an o-phthalaldehyde solution (1
g o-phthalaldehyde in 5 mL of methanol, 95 mL of boric acid
(pH 10.4) and 2 mL of mercaptoethanol) and the tubes were
heated at 60 �C for 15 minutes. The capillary electrophoresis
determinations were made using a 20 mM sodium dodecyl
sulfate (SDS) and 10mMborate (pH 9.0) background electrolyte.
Electrophoresis was carried out on an Agilent capillary electro-
phoresis system with a diode array detector (Agilent Technolo-
gies). CE analyses were performed using an uncoated fused-
silica capillary column (Polimicro Technologies, Phoenix, Ari-
zona, USA) of 50 mm internal diameter and 50 cm total length
(40 cm to detector), at 20 kV and a detection at 330 nm.

2.3.3. Rifamycin adsorption experiments. Adsorption
experiments were carried out by a batch method at room
temperature (25 �C) with constant stirring (120 rpm). A weighed
mass of the collagenmatrices (1.8 mg) at pH 6.5 was added to an
aqueous solution (1 mL) of each antibiotic concentration
ranging from 20 to 750 mg L�1 for 24 h. All measurements were
carried out with a UV-vis spectrophotometer (Cecil CE 3021,
Cambridge, England) reading at l ¼ 444 nm. All experiments
and their corresponding measurements were conducted in
triplicate under identical conditions. Mass capacity of adsorp-
tion, q, was calculated from the difference between the initial
and the nal concentration as follows:

q ¼ V(C0 � Cf)/W

where q is the amount of sorbed antibiotic per g of collagen (mg
g�1), C0 and Cf the initial and equilibrium concentrations in the
solution (mg L�1), respectively, V the solution volume (1 mL)
and W the weight of collagen (1.8 mg).

2.4. Cytotoxicity experiments

2.4.1. Cell culture. The L929 cell line (mouse broblasts)
was grown in adherent culture asks in DMEM (Sigma) sup-
plemented with 10% heat-inactivated fetal calf serum and 1%
penicillin–streptomycin. Cells were kept at 37 �C in a humidi-
ed 5% carbon dioxide chamber until conuence was reached.
Harvesting was done with a trypsin–EDTA solution. Before each
use cells were stained with trypan blue and counted with a
Neubauer camera.
This journal is © The Royal Society of Chemistry 2014
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2.4.2. Viability tests. L929 mouse broblastic cells were
seeded (1 � 104 per well) and silica nanoparticle suspensions
were added with concentrations ranging from 0.05 M to 1.0 M
followed by addition of 1 mL DMEM. Aer a 2 day culture
period, cell metabolic activity was measured using the MTT
assay. The medium was rst removed and replaced by 0.5 mL of
a 0.5 mg mL�1 MTT solution in culture medium. Samples were
incubated in a humidied 5% carbon dioxide chamber for 4
hours. Subsequently, MTT solutions were removed, 1 mL of
absolute ethanol was added and the mixtures were incubated
for 30 minutes at room temperature. The absorbance was
recorded at 570 nm. Control samples were seeded cells without
nanoparticle addition and silica nanoparticles at 1 M without
cells. Similar assays were performed by cell seeding on the top
of nanocomposites prepared in the well, followed by addition of
1 mL of culture medium. Control samples consisted of cells
seeded on particle-free collagen hydrogels and nanocomposites
without cells. In all cases, results were expressed as mean � SD
from triplicate experiments.
2.5. Statistical analysis

In all cases data are means � SD of triplicate experiments. The
differences were analyzed using two-way ANOVA, followed by
the Tukey post test; p < 0.05 was considered signicant.
3. Results and discussion
3.1. Antibiotic-loaded silica nanoparticles: characterization
and biological effects

Silica particles of three different sizes were obtained by the
Stöber method. Particle size analysis of the pure silica nano-
particles using DLS revealed a homogeneous distribution with a
mean diameter of 90 � 9 nm (SiNP-100), 323 � 5 nm (SiNP-300)
and 441� 5 nm (SiNP-500). These diameters and the absence of
Fig. 1 TEM images of silica nanoparticles with diameters of: (A) 100 nm (S
100 nm.

Table 1 Mean diameter (Dm) as obtained from DLS, zeta potential (z) in 1
nanoparticles (SiNPs) as such or after encapsulation of rifamycin (rifam.) o

SiNP

100 300

— Rifam. Gentam. —

Dm [nm] 90 � 9 98 � 5 100 � 5 323 � 5
z [mV] �37 � 5 �46 � 10 �47 � 12 �42 � 6
Loading [mg g�1] — 4.0 � 1.5 160 � 100 —

This journal is © The Royal Society of Chemistry 2014
signicant aggregation were further conrmed by TEM (Fig. 1).
The absence of observable intraparticular porosity was
conrmed by nitrogen sorption experiments indicating that the
particles exhibit some microporosity but no mesopores (Fig. S1
in the ESI†), while BET and BJH analyses led to a low specic
surface area (<10 m2 g�1) and small porous volume (<0.1 cm3

g�1) in agreement with the literature.30 The zeta potential z of all
the particles ranged between ca. �30 mV and �50 mV, sug-
gesting that the colloidal stability is insured via inter-particle
electrostatic repulsion. The addition of sodium rifamycin
during the synthesis of the particles did not signicantly modify
their size, while the addition of gentamicin sulfate produced a
slight increase in the particle diameter (Table 1). A noticeable
broadening of the particle size distribution upon loading was
observed for the largest particles but there was no signicant
evolution of the z values. This can be explained considering that
z reects the particle surface charge and would therefore only
be modied by the fraction of antibiotics that is located on the
outer layer of the particle. In contrast, the particle volume (and
therefore its diameter) is modied by the whole amount of drug
incorporated in the silica network.

The gentamicin and rifamycin loading of the nanoparticles
was evaluated on P. aeruginosa and S. aureus, respectively, by
antibiograms carried out using the disk diffusion method and
the corresponding calibration curves (Fig. 2). Inhibition zone
diameters were measured aer 24 h. Aer this period, impreg-
nated paper disks were transferred to a new agar media seeded
with bacteria and incubated for additional 24 h. No antibacte-
rial efficiency was noticed. It was therefore considered that full
release of the antibiotics from the silica nanoparticles had
occurred over the rst 24 h. Hence the particle loading was
determined from the inhibition zone diameter using the stan-
dard calibration curve. In addition to the disc diffusionmethod,
we used a complementary method based on the derivatization
of the gentamicin followed by its analysis by capillary
iNP-100), (B) 300 nm (SiNP-300) and (C) 500 nm (SiNP-500). Scale bar

0 mM KCl and drug loading as determined from antibiograms for silica
r gentamicin (gentam.). Data are provided asmean� standard deviation

500

Rifam. Gentam. — Rifam. Gentam.

277 � 27 347 � 50 441 � 5 473 � 70 511 � 38
�47 � 10 �45 � 9 �47 � 5 �46 � 10 �43 � 7
1.0 � 1.0 550 � 70 — 0.2 � 0.5 590 � 80

J. Mater. Chem. B, 2014, 2, 4660–4670 | 4663



Fig. 2 Disk diffusion method evaluation of the antibacterial activity of: (A) rifamycin-loaded SiNPs on S. aureus and (B) gentamicin-loaded SiNPs
on P. aeruginosa. Amount of encapsulated antibiotics: (C) rifamycin and (D) gentamicin. Results are expressed as mean + SD from triplicate
experiments. * indicates statistical significance (p < 0.05).

Journal of Materials Chemistry B Paper
electrophoresis to determine the particle drug loading. The
measured amount of gentamicin in SiNP-500 was 528 � 42 mg
g�1, which is in good agreement with the 590 � 80 mg g�1 value
found by the disc diffusion method. This result also conrms
that the complete amount of antibiotic was released from the
nanoparticles within 24 h.

In all cases, the amount of encapsulated gentamicin was
signicantly higher than the amount of encapsulated rifamycin.
Moreover, the difference between the loadings of the two drugs
increased with the particle size, from a factor of 40 for SiNP-100
to nearly 3000 times more gentamicin than rifamycin being
encapsulated in SiNP-500 (Table 1). Such an evolution reects
the fact that the gentamicin loading increases with the silica
nanoparticle size while the rifamycin content follows the
opposite trend. Taken together, these data are in good agree-
ment with the literature showing that positively-charged mole-
cules, such as gentamicin, inuence the formation of silica
nanoparticles via attractive electrostatic interactions, leading to
larger particles and higher loadings compared to negatively-
charged molecules, such as rifamycin.31,32 In the latter case, the
decrease in drug loading with the increasing particle size can be
related to the parallel increase in the absolute value of the
4664 | J. Mater. Chem. B, 2014, 2, 4660–4670
negative z parameter, i.e. to the enhanced repulsive electrostatic
interactions between rifamycin and silica. On the basis of these
rst results, the conditions for optimum loading for each type of
antibiotic were selected so that the rest of the work will focus on
rifamycin-loaded SiNP-100 and gentamicin-loaded SiNP-500.

One important issue in local infection treatment is to
combine high antibacterial efficiency with low impact on
surrounding tissues. To address this point, the cytotoxicity of
SiNP-100 and SiNP-500, with and without antibiotics, towards
broblast cells was evaluated over a 2 day period (Fig. 3). Based
on the MTT assay, the cell viability was very signicantly
impacted for silica concentrations above 0.05 M, regardless of
the particle size. However, at this concentration, SiNP-500
showed no cytotoxicity whereas a clear decrease in cell viability
was evidenced for SiNP-100. Noticeably, the presence of anti-
biotics did not have an impact on the cell response to the silica
nanoparticles. Overall, these data are in good agreement with
the literature showing a decrease in cytotoxicity of silica nano-
particles with increasing particle size.33,34

Indeed, a large variety of nanomaterials for efficient antibi-
otic drug delivery have been developed. In most cases these
systems do not use traditional antibiotic molecules and exhibit
This journal is © The Royal Society of Chemistry 2014



Fig. 3 Viability of fibroblast cells as measured by the MTT test after
exposure to various doses of (A) SiNP-500 and (B) SiNP-100, with
(filled bars) and without (empty bars) antibiotics. Results are expressed
as mean + SD from triplicate experiments. *** indicates statistical
significance (p < 0.001).

Fig. 5 Scanning electron microscopy of SiNP-500 (A, C, E and G) and
SiNP-100 (B, D, F and H) collagen nanocomposites with different SiNP
concentrations.

Paper Journal of Materials Chemistry B
a cytotoxic effect towards mammalian cells. In particular, the
biocide effects of copper and silver nanoparticles have been
widely reported.35 These particles are effective in reducing the
microbial density in vitro but the antibacterial effects occurred
at silver ion concentrations that were between 2 and 4 times
higher than those inducing cytotoxic effects. Alternatively, nitric
oxide-releasing silica nanoparticles present not only enhanced
bactericidal efficacy but also cytotoxicity to healthy cells.36

Considering specic antibiotics, silica particles were
synthesized as carriers for the covalent immobilization and
release of antimicrobial drugs where the silica nanoparticles
exhibited time-dependent drug release with no measurable in
vitro cytotoxicity.37,38 In most cases sophisticated mesoporous or
core–shell particles were employed for this purpose.39,40 In
contrast, the use of antibiotic-loaded silica particles obtained by
Fig. 4 TEM images of: (A) collagen hydrogel, (B) SiNP-500 collagen nan

This journal is © The Royal Society of Chemistry 2014
a simple one step encapsulation procedure based on the well-
known Stöber process has not been reported so far.
3.2. Silica–collagen nanocomposites: structure, mechanical
properties and cytotoxicity

Under SEM examination, concentrated collagen hydrogels at a
5 mg mL�1 protein concentration exhibited a dense brillar
collagen network (see Fig. S2 in the ESI†). TEM observation
allowed to evidence that the brils display a 67 nm periodic
banding pattern, a typical feature of the physiological structure
of type I collagen (Fig. 4A). When a low concentration of silica
nanoparticles (0.05 M) was added to the collagen solutions
before gelation, the hydrogel structure was not apparently
modied (Fig. 5A and B) and a few particles were visible. The
brillar structure was also preserved in the presence of 0.25 M
SiNPs, regardless of the nanoparticle size. At this concentration,
ocomposite and (c) SiNP-100 collagen nanocomposite.

J. Mater. Chem. B, 2014, 2, 4660–4670 | 4665
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numerous particles associated with the collagen network could
be observed (Fig. 5C and D). With SiNP-500 at a 0.5 M concen-
tration, the nanocomposite structure evolved towards a denser
packing of collagen brils, with protein bundles wrapping
SiNPs being clearly visible (Fig. 5E). Fibril density increased
further when the silica concentration reached 1 M (Fig. 5G).
Nevertheless the banded pattern of brils was still visible in
nanocomposites with the highest silica concentration (Fig. 4B).
Regarding the nanocomposites formed in the presence of SiNP-
100, increasing the silica concentration up to 1 M dramatically
introduced heterogeneity in the hydrogel structure. Collagen
brils appeared to embed SiNPs aggregates and the network
porosity was increased (Fig. 5F and H). Nevertheless, TEM
images showed that the banded pattern was preserved at this
concentration (Fig. 4C). Previous observations of nano-
composites prepared from collagen gels in the 1–5 mg mL�1

concentration range with silica particles of various sizes but
much lower content (>0.025 M) have already pointed out that
small colloids get easily adsorbed on the bril surface while
larger ones tend to be coated by a converging assembly of
brils.26

Mechanical properties of the nanocomposites were investi-
gated by rheological measurements and compared to collagen
hydrogels (Fig. 6). For all materials, the storage modulus G0 was
Fig. 6 Mechanical properties of: (A) SiNP-500 nanocomposites and
(B) SiNP-100 nanocomposites as measured by storage modulus G0

investigated using rheology and compared to collagen hydrogels
(control). Results are expressed as mean + SD from triplicate experi-
ments. * indicates statistical significance (p < 0.05), ** indicates
statistical significance (p < 0.01) and *** indicates statistical signifi-
cance (p < 0.001).

4666 | J. Mater. Chem. B, 2014, 2, 4660–4670
much higher than the loss modulus G0 0, as expected for hydro-
gels with signicant elastic properties (see Fig. S3 in the ESI†).
As a general trend, an increasing quantity of SiNP-500 slightly
increases the G0 value, from 600 � 50 Pa for the collagen
hydrogel to 850 � 50 Pa. In contrast, the lowest concentration
(0.05 M) of SiNP-100 signicantly increases the G0 value to 900�
50 Pa but higher contents decrease the loss modulus down to
200 � 50 Pa for 1 M content. These results suggest that silica
particles can act as reinforcing charges for the collagen
network, although to a limited extent due to their low volume
fraction.41 However, for SiNP-100, SEM images indicate that
increasing particle concentration induces formation of silica
aggregates and perturbation of the collagen brillar organiza-
tion. Such structural heterogeneities represent defaults in the
network and therefore failure points under mechanical stress,
lowering the elastic properties of the materials.42

Another benet of the nanocomposite approach was evi-
denced by accelerated enzymatic degradation tests (Fig. 7).
When put in contact with collagenase for 24 h, the collagen
hydrogel was fully disrupted. In contrast, nanocomposites with
0.05 M and 0.5 M SINP-500 demonstrated slower and more
limited degradation, with ca. 40% of the hydrogel weight being
preserved over 24 h. This can be attributed to the lower acces-
sibility of the collagen molecules that interact with the silica
nanoparticles. Such an increase in proteolytic stability is of
signicant practical importance as dressing breakdown by
metalloproteases is a major factor affecting their life-time in
contact with the skin tissues.8

Cytotoxicity of nanocomposites towards surface-cultured
L929 broblasts was evaluated by the MTT test aer 48 hours
(Fig. 8). Fibroblasts cultured on nanocomposites containing
0.05 M and 0.25 M SiNP-500 exhibited a high viability,
Fig. 7 Representative images of: (A) pure collagen, (B) collagen-0.05
m SiNP-500 and (C) collagen-0.5 m SiNP-500 after 24 h enzymatic
degradation. Weight percentage loss is shown as a function of time for
accelerated enzymatic degradation of materials by collagenase
digestion. Results are expressed as mean + SD from replicate experi-
ments (n ¼ 4).

This journal is © The Royal Society of Chemistry 2014



Fig. 8 Viability of fibroblast cells as measured by the MTT test when
cultured on (A) SiNP-500 nanocomposites and (B) SiNP-100 nano-
composites and compared to collagen hydrogels (control). Results are
expressed as mean + SD from triplicate experiments. * indicates
statistical significance (p < 0.05), ** indicates statistical significance
(p < 0.01) and *** indicates statistical significance (p < 0.001).

Fig. 9 Antimicrobial activity of: (A) gentamicin-loaded silica–collagen
nanocomposites after 7 days of reutilization and (B) rifamycin-loaded
silica–collagen nanocomposites after 1 day.

Fig. 10 Quantification of the gentamicin release from nano-
composites with various silica contents: (A) cumulative released dose
and (B) cumulative released percentage of initial loading calculated for
each nanocomposite composition. The dashed line on (B) shows
gentamicin release from collagen hydrogels. Results are expressed as
mean + SD from triplicate experiments.
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independent of the presence of gentamicin. From 0.5 M,
nanoparticle toxicity could be evidenced (Fig. 8A). The same
situation was observed for cells cultured on SiNP-100-contain-
ing nanocomposites (Fig. 8B). The major outcome of these
experiments is that the maximum particle concentration
compatible with cell viability preservation is ve times higher
for nanocomposites compared to free particles. A similar
decrease of cytotoxicity towards broblasts was recently repor-
ted for silica particles diffusing through collagen hydrogels.43
3.3. Antimicrobial activity of antibiotic-loaded silica–
collagen nanocomposites

Concentrated collagen hydrogels encapsulating gentamicin-
loaded SiNP-500 were evaluated as inhibitors of the bacterial
growth of Pseudomonas aeruginosa. For a 0.25 M silica particle
concentration, the antibacterial effect was observed aer 1 day
and continued over 7 days when the hydrogels were withdrawn
and placed in new agar plates on a daily basis (Fig. 9A). Quanti-
cation of the gentamicin release over 24 h was performed each
day using the standard curve and both the cumulative released
dose (Fig. 10A) and the cumulative released percentage of initial
loading (Fig. 10B) were calculated for each nanocomposite
composition. For 0.05 M silica concentration, the drug release
occurred over 3 days; aer this delay, 100% of the encapsulated
gentamicin had been released. At 0.25 M particle content, a
complete release of gentamicin was achieved aer 7 days. For
higher silica concentrations, a slow release accounting for ca.
20% of the initial antibiotic loading was observed over 2 days and
then the cumulative released dose increased almost linearly for
This journal is © The Royal Society of Chemistry 2014
the next ve days. At the end of this period, 80% of the encap-
sulated gentamicin had been released from the nanocomposites
containing 0.5 M silica and only 40% for 1 M. As a control,
gentamicin-loaded collagen hydrogels were prepared and
showed complete release of the antibiotic aer 1 day (Fig. 10B
and S4 in the ESI†), emphasizing the benets of its encapsulation
in silica particles. It is worth mentioning that with the aim of
delaying and controlling the release of antibiotics in the wound
bed, several attempts have been made using synthetic polymers
such as poly-caprolactone in the form of meshes or compos-
ites44,45. These materials exhibit high mechanical stability but do
not retain gentamicin more than 24–48 hours. Another possi-
bility is the application of polysaccharide hydrogels exhibiting
good swelling properties. This property is useful to absorb the
large amount of exudates present in the impaired wound.
Unfortunately, thesematerials are poor drug delivery systems due
to their hydrophilicity.46 In addition they are not biological
dressings because they do not allow cell adhesion. Moreover,
several type I collagen-based biomaterials have already been
developed for drug delivery. For example, cross-linked collagen
sponges are currently used to deliver growth factors or antibi-
otics.15,47,48 These materials are commercialized and have shown
J. Mater. Chem. B, 2014, 2, 4660–4670 | 4667



Fig. 11 (A) Adsorption isotherm of rifamycin on collagen hydrogels.
The plain line indicates the result of experimental data fit using the
Langmuir model. The red zone illustrates the concentration range
corresponding to the rifamycin content of the nanocomposites. (B)
Antimicrobial activity of rifamycin-loaded silica–collagen nano-
composites prepared at ph 9 after 1 day.
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their effectiveness in prophylaxis of wound infections aer
cardiac or colorectal surgery.49,50 However, their eld of applica-
tion is restricted to the treatment of internal wounds or in
opthtalmology.14 They are not used to cure infections in open
wounds such as chronic ulcers because the entire dose of
gentamicin is released within a 1–2 h period.14,51,52 With the aim
of delaying gentamicin release, succinylation of collagen has
been performed. An effective delivery was observable over 4–5
days.14,53 Here, an effective alternative approach based on the
formation of drug-loaded nanoparticle–collagen nanocomposites
is reported. The ability of this approach to delay the drug release
should arise from a combination of two effects. First, as
demonstrated recently,43 the presence of the collagen network
tends to slow down silica nanoparticle dissolution as a probable
consequence of protein adsorption on the particle surface.
Second, once the antibiotics are released from the colloidal
carrier through silica dissolution, they should diffuse out of the
collagen hydrogel before reaching the bacteria, with possible
adsorption on the brillar network.

The latter process was evidenced by the fact that attempts to
perform similar experiments with immobilized rifamycin-loaded
SiNP-100 as inhibitors of the bacterial growth of Staphylo-
coccus aureus were unsuccessful. Irrespective of the silica nano-
particle dose, no clear inhibition zone could be observed around
the nanocomposites aer 24 h (Fig. 9B). As rifamycin releases
and efficient antibacterial properties were obtained for silica
particle suspensions, the collagen network should interfere in
some way with the diffusion of the antibiotic out of the hydrogel
network. To clarify this point, an isothermal adsorption experi-
ment was performed by keeping in contact a collagen hydrogel
with solutions of increasing rifamycin concentrations at 20 �C
and monitoring the amount of remaining rifamycin aer 24 h
(Fig. 11A). The maximum sorption capacity of the hydrogel was
found to be ca. 80 mg of rifamycin per g of collagen, so that a 5
mg mL�1 hydrogel can adsorb 400 mg of this antibiotic. As a
comparison, the amount of rifamycin that could be released from
nanocomposites containing 1 M (i.e. 60 mgmL�1) silica particles
with a loading of 5 mg g�1 is ca. 0.3 mg. This quantity is much
lower than the maximum capacity so that 100% of the released
rifamycin should remain trapped within the collagen network.
This explains the inefficiency of the nanocomposites in inhibit-
ing S. aureus growth.

A comparison between the two antibiotics led us to consider
that their opposite charge may be a major factor in explaining
the observed difference in their retention by the collagen
network. As a matter of fact, the isoelectric point of collagen in
phosphate buffer is 7.8.54 Therefore, under the conditions of
this work (i.e. pH ¼ 7.0), collagen brils bear a positive charge
that could establish attractive electrostatic interactions with
rifamycin. To check this hypothesis, nanocomposites incorpo-
rating rifamycin-loaded SiNP-100 were prepared at pH 9. This
pH value is still compatible with hydrogel formation and allows
us to work above the isoelectric point of collagen. Under these
conditions, antibiograms showed an inhibition zone
surrounding the nanocomposites aer 24 h (Fig. 11B), thus
evidencing rifamycin release. It therefore supports our
hypothesis that the absence of antibacterial activity of
4668 | J. Mater. Chem. B, 2014, 2, 4660–4670
nanocomposites containing rifamycin-loaded SiNP-100 is
mainly related to hindered diffusion of the antibiotic through
attractive electrostatic interactions with collagen.

Herein, results indicate that this approach is particularly
well-adapted to prepare gentamicin-containing silica carriers of
various sizes that exhibit antimicrobial efficiency through
antibiotic release. Importantly, these particles can be added to
L929 broblast cells in a relative large amount (0.05 M i.e. 3 mg
mL�1) without inducing signicant cytotoxicity. Particle
encapsulation in collagen hydrogels allows the delayed release
of gentamicin and therefore prolonged antimicrobial efficiency
over at least 1 week. In addition, the immobilization of the
particles in the collagen network decreased their cytotoxicity
(i.e. increased the minimum lethal dose) towards L929 cells.
Previous studies have demonstrated that silica leaching from
related nanocomposite hydrogels occurred mainly as a result of
particle dissolution,26 and that the dissolution process was
signicantly slowed down by the collagen network compared to
free particles.43 This would account for both slower release of
gentamicin and lower cytotoxicity of the immobilized particles
compared to suspensions. Finally, it was possible to identify
conditions in terms of particle size (500 nm) and concentration
(0.25 M) where drug loading, release kinetics and mechanical
properties of the nanocomposite were optimal.

Importantly, the parallel study of the rifamycin-based release
system allowed us to identify the key inuence of the drug charge
on the success of this approach. The negatively-charged rifamycin
showed low loading amounts that decreased with the increasing
particle size, due to unfavourable repulsive electrostatic
This journal is © The Royal Society of Chemistry 2014
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interactions with silica. In addition, high concentrations of small
nanoparticles destabilize the collagen hydrogel structure, in
agreement with previous reports.26 Finally, the releasedmolecules
were adsorbed on the surface of collagenbrils that are positively-
charged at neutral pH or below, resulting in the absence of
antibacterial efficiency of the nanocomposites. To overcome
these issues, the introduction of a positively-charge silane, such
as aminopropyltriethoxysilane (APTES), during the Stöber
synthesis,55 should allow the improvement of the drug loading
within the silica particles. Considering the antibiotic sorption on
collagen, the addition of anionic polyelectrolytes, such as poly-
acrylicmay provide a simple method to tune the surface charge of
the protein network towards more negative values.56

At this stage, these nanocomposites can be considered as
promising biological dressings as they can play an active part in
the wound healing process. First, they belong to the class of
hydrogels, which are considered as the ideal wound dressings as
they create a suitable environment to promote healing.9 Second,
the combination of a high collagen concentration with silica
nanoparticles exhibiting a reinforcing charge effect improves
hydrogel mechanical stability and therefore handling compared
to the normal collagen hydrogel developed by Bell and co-
workers.22,23,57 Nevertheless, the hydrogel application would
require a secondary dressing such as a sterile gauze, lm or
hydrocolloid tomaintain it in the wound bed.8,9When the wound
dressing is hydrolyzed by proteases, it should be changed. When
inammation is modulated, the implanted hydrogels could be
used as a scaffold for cell inltration and remodeling into a
neotissue. Third, a controlled and prolonged antibiotic release
can protect the skin wound from infection preventing side effects
due to high systemic drug concentrations and avoiding a daily
change of the wound dressings. Finally, it is important to point
out that related SiNP–collagen nanocomposites have already
been evaluated in vivo as subcutaneous implants, showing the
absence of signicant inammatory response.29

4. Conclusions

We demonstrate that nanocomposite hydrogels associating
concentrated collagen hydrogels with gentamicin-loaded silica
nanoparticles exhibit prolonged antibacterial activity. The
loading process was performed using a single step procedure
allowing the easy tuning of the particle size, the drug content
and, ultimately, the dose and kinetics of the antibiotic release
from the nanocomposites over 1 week. The synergy between the
two components was evidenced by the concomitant increase in
hydrogel mechanical and proteolytic stability and decrease in
silica particle cytotoxicity towards broblast cells. The key role
of electrostatic interactions on the drug encapsulation and
release was emphasized, providing clues for further extension
to a wider range of antibiotics and, ultimately, to the design of
biological dressings preventing wound infection.
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