
1. Introduction
Biopolymers or organic plastics are a form of plas-
tics derived from renewable biomass sources such
as vegetable oil, starch, proteins etc, unlike fossil-
fuel plastics which are derived from petroleum.
Biopolymers provide the dual advantages of con-
servation of fossil resources and reduction in CO2
emissions, which make them an important innova-
tion of sustainable development.
In recent years more and more biopolymers have
been studied by researchers revealing a large range of
possible sources from which they can be obtained

and an increasing range of applications that bio
plastic produced from them can fulfil. The possible
sources range from different types biomass (Fig-
ure 1) including proteins (from animal and vegetal
sources which are gaining interest due to their high
functionality and excellent properties) [1] lipids and
polysaccharides (e.g. starch and cellulose based
biopolymers).
Others include bio-based polymers obtained from
bio-derived monomers, e.g. from corn, which are
then polymerized through standard routes. This is
the case for biopolyesters such as polylactic acid
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(PLA), until recently the most widely available
biopolymer on the market, and set to be out ranked
by bio-based polyethylene therephtalate (PET) or
polyethylene (PE), among others, also obtained via
a similar synthesis route. In contrast, polyhydrox-
yalkanoates (PHAs) are biogenic polyesters that
can be naturally accumulated in microbial cultures.
Among this latter category, obtained via so called
bio-refineries, algae serve as an excellent pathway
for plastic production owing to their numerous
advantages such as high yield and the ability to
grow in a range of environments. Algae biopoly-
mers mainly evolved as a by-product of algae bio-
fuel production, where companies were exploring
alternative sources of revenue in addition to those
obtained from the biofuels. Moreover the use of
algae opens up the possibility of utilizing carbon,
neutralizing greenhouse gas emissions from facto-
ries or power plants. Algae based plastics have been
a recent trend in the era of bioplastics compared to
traditional methods of utilizing feedstock, such as
starch from corn and potatoes, in polymers produc-
tion, and plastic formulations.
Various processes for the cultivation of algae and
production of biopolymers exist. Fundamentally,
they comprise two stages: a first stage, in which
algae growth is initiated and a second stage where
the biopolymer accumulation is promoted. Although
increasing research on the use of microalgae for
such production, e.g. PHA, most studies are still at

the academic level and have not yet penetrated the
industry [2].
While polymers synthesized by (micro) algae are in
their infancy, once they are moved into commer-
cialization they are likely to find applications in a
wide range of industries. Other possible routes for
the use of algae derived monomers for subsequently
synthesizing PLA are also being investigated and
composites including algae derived natural fibres in
their formulations are now commercially available.
Bioplastics are generating increasing interest, for
industries and their market is rising as a result of
technological advances and cost reductions. The
advantages of bioplastics over traditional plastics
are unprecedented, provided that they are used in
situations in which they enable improved function-
ality and generate extra benefits. Biopolymers, from
which bioplastics are produced, are generally more
sustainable materials than their petrochemical-based
counterparts, and, as previously mentioned, they
can be produced from a wide range of renewable
resources including more and more wastes and non-
food competing sources as opposed to early bio -
polymers which diverted full corn fields for the pro-
duction of starch as raw material for polymers pro-
duction, that coupled with the production of ethanol.
The practical side of the use of biopolymers is related
to the economic advantage for industries and munic-
ipalities. These consist of the saving of raw materi-
als and the reduction in costs when the products are
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Figure 1. Different classes of polymers which are biobased and biodegradable (therefore not including biodegradable plas-
tics from petrochemical resources and non biodegradable partly or fully biosourced plastics)



finally discarded. Renewable biologically degrad-
able products also contribute to a sustainable econ-
omy. This means that the agricultural sector obtains
the possibility to get a rising percentage of its addi-
tional turnover from non-food products. After the
disposal of the products, the recovered materials
can be taken back by the agriculture as certificate
quality-compost with economical (and ecological)
advantages.
Packaging is the biggest polymer processing indus-
try with the food sector being its principal customer.
Despite environmental problems, the European
polymer packaging market is increasing in the order
of millions of tons per year. In the wake of future
laws in relation to reducing the weight and volume
of these products, cheap and biodegradable poly-
meric products are receiving growing attention in
this market [3]. The materials used for this applica-
tion often have short service time, so they end up
mostly in landfills and stay there for over 100 years
([4–8]). When products, such as bags and bottles,
are discarded, it is not possible in several cases, to
collect them, and can end up clogging sewers and
drains, and polluting streets, beaches and scenery,
having a very costly impact on waste management.
Plastic pollution is creating significant environmen-
tal and economic burdens since plastics deplete nat-
ural fuels (energy) and other natural resources [9].
The use of biodegradable plastics can serve as a
response to this issue. This idoneous solution is well
reflected by the volume of bioplastics altogether
going to packaging and bottle applications nowa-
days, which is far greater than the average for stan-
dard plastics.
Efforts allowing the development of tailored solu-
tions for this sector are therefore extremely relevant.
Other applications include household/consumer/
catering products, medical disposable devices, etc.
In such a context, although they still occupy a very
limited market share, PHAs are gaining attention
among biodegradable polymers due to their promis-
ing properties such as high biodegradability in dif-
ferent environments, not just in composting plants,
and versatility. Indeed, PHAs can be then formulated
and processed for use in many applications, includ-
ing packaging, moulded goods, paper coatings, non-
woven fabrics, adhesives, films and performance
additives. As opposed to other biopolymers, for
example due to their good thermomechanical and

barrier properties, PHAs offer great potential for
packaging applications. Their properties, capacities
for deriving a range of compounds with variable
behaviour, processability, as well as the state of aca-
demic developments and current shortcomings, com-
mercially available products and applications are
reviewed hereafter.

2. Polyhydroxyalkanoate polymers
Due to their previously discussed benefits, interest
in biodegradable polymers produced from renewable
resources has increased significantly in recent years.
Polyhydroxyalkanoate polymers are naturally pro-
duced by bacteria in general cultivated on agricul-
tural raw materials. They can be processed to make
a variety of useful products, where their biodegrad-
ability and naturalness are quite beneficial in partic-
ular for application in single use packaging and
agriculture.
Poly(3-hydroxybutyrate) (PHB), Figure 2a, is a
homo polymer of 3-hydroxybutyrate and is the most
widespread and best characterized member of the
polyhydroxy-alkanoate family. Other members of
family are displayed in Figures 2b and 2c.
Poly-3-hydroxybutyrate (PHB) is a linear polyester
of D (-)-3-hydroxybutyric acid which was first dis-
covered in bacteria by Lemoigne in 1925. It is accu-
mulated in intracellular granules by a wide variety
of Gram-positive and Gram-negative organisms
under conditions of a nutrient limitation other than
the carbon source [10]. The molecular weight of
PHB differs depending on the organism, conditions
of growth and method of extraction, and can vary
from about 50 000 to well over a million. The poly-
mer possesses the important properties of thermo-
plasticity and biodegradability in compost and dif-
ferent environments comprising marine water, and,
in consequence, has attracted considerable com-
mercial interest.
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Figure 2. Chemical structure of some polyhydroxyalka-
noates, a) PH3B, b) PHV, c) PHBV



PHB is apparently produced by microorganisms
(such as Ralstonia eutrophus or Bacillus mega-
terium) in response to conditions of physiological
stress and can be produced either by pure culture
than mixed culture of bacteria [11]. The polymer is
primarily a product of carbon assimilation (from
glucose or starch) and is employed by microorgan-
isms as a form of energy storage molecule to be
metabolized when other common energy sources
are not available. Microbial biosynthesis of PHB
starts with the condensation of two molecules of
acetyl-CoA to give acetoacetyl-CoA, which is sub-
sequently reduced to hydroxybutyryl-CoA. This
latter compound is then used as a monomer to poly-
merize PHB. 
Biologically produced, polyhydroxybutyrate (PHB)
is a semicrystalline isotactic stereo regular polymer
with 100% R configuration that allows a high level
of degradability [12]. PHB is presented here as an
example of how new technology, derived from
nature but not exploited until recently, can con-
tribute to meeting societal needs for plastics and a
clean environment.

2.1. General properties of
polyhydroxyalkanoates

PHAs polymers are thermoplastic and they differ in
their properties depending on their chemical com-
position (homo-or copolyester, contained hydroxy
fatty acids). Some grades of additivated PHB are
similar in their material properties to polypropylene
(PP), and offer good resistance to moisture and
aroma barrier properties. Polyhydroxybutyric acid
synthesized from pure PHB is relatively brittle (i.e.
elongation at break typically below 15%) and stiff
(i.e. E modulus above 1 GPa). For example, mechan-
ical properties of specimen prepared with PHB Bio-
mer LoT13 without any additive were reported (orig-
inal data from the authors). PHB is a fragile material
due to re-crystallization with ageing at room tem-
perature as will be extensively reported in follow-
ing sections. Thus mechanical properties change
with time and, as reported in the example, samples
stored at room temperature for 60 days have lower
values for elongation at break than samples stored
for 30 days. For these reasons, efforts in compound-
ing PHB are mainly focused on the search of plasti-
cizers and nucleating agents capable of reducing the
crystallization process and improving flexibility

and elongation in the final product. Figure 3 shows
the stress/strain of PHB (H) samples stored at 50%
RH for respectively 30 (HC30d) and 60 days
(HC60d), and stored at low temperature (HR) (5°C).
Some of the general characteristics of PHAs are
summarized in the following paragraphs:
–!Water insoluble and relatively resistant to

hydrolytic degradation.
–!Good ultra-violet resistance but poor resistance

to acids and bases.
–!Soluble in chloroform and other chlorinated

hydrocarbons.
–!Biocompatible and hence suitable for medical

applications.
–!Sinks in water, facilitating its anaerobic biodegra-

dation in sediments.
–!Nontoxic.
–!Less ‘sticky’ than traditional polymers when

melted.
The average properties of PHA’s are summarised in
Table 1.
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Table 1. Range of typical properties of PHA’s

*Tg: glass transition temperature, Tm: melting temperature,
Xcr: crystallinity degree, E: Young’s modulus, ": tensile strength,
#: elongation at break, WVTR: water vapour transmission rate;
OTR: oxygen transmission rate.

Property* [units] Values
Tg [°C] 2
Tm [°C] 160–175
Xcr [%] 40–60
E [GPa] 1–2
" [MPa] 15–40
# [%] 1–15
WVTR [g·mm/m2·day] 2.36
OTR [cc·mm/m2·day] 55.12

Figure 3. Stress/strain of PHB (H) samples stored at 50%
RH for respectively 30 (HC30d) and 60 days
(HC60d), and stored at low temperature (HR)
(5°C)



2.2. Thermal and mechanical properties of
polyhydroxyalkanoates

Isostatic PHB displays a number of properties com-
parable to petroleum-based polymers (e.g., poly -
propylene), such as high melting temperature (175°C)
and relatively high tensile strength (30–35 MPa).
However, pure PHB has had only limited use mainly
because of its intrinsic brittleness (presenting low
strain at break) and the narrow processing window
of this plastic. Indeed, the elongation at break is
very different between PHB (5%) and PP (400%).
PHB/V (polyhydroxybutyrate/valerate) is also brit-
tle, its elongation at break is less than 15%, its mod-
ulus and fracture stress are 1.2 GPa and 25 MPa
[13]. There are many reasons for the brittleness of
PHB and PHB/V: the secondary crystallization of
the amorphous phase takes place during storage at
room temperature; the glass transition temperature
(Tg) of PHB is close to room temperature; PHB has
a low nucleation density, therefore large spherulites
exhibit inter-spherulitic cracks. Several authors
([14, 15]) have examined secondary crystallization,
which occurs during storage time at room tempera-
ture. Due to its natural origin, PHB is free of hetero-
geneities, like catalyst residues or other impurities
that can act as heterogeneous nuclei, promoting the
onset of crystallization [16]. This affects the crys-
tallization kinetics of the polymer, which often
starts from homogeneous nuclei, unless specific
nucleating agents are added. The slow crystalliza-
tion kinetics of PHB permits to tune the crys-
tallinity level, which, in turn, is expected to affect
also the rigid amorphous chains coupled with the
crystals. By the addition of a nucleating agent, the
number of small spherulites increases. It is reported
that the rigid amorphous fraction of low-molar-
mass PHB of 5 kDa is only 5–10%, and at best half
of that of high-molar-mass PHB of almost 500 kDa,
despite identical crystallinity. The larger rigid amor-
phous fraction and higher degree of reversible melt-
ing and crystallization in PHB of high molar mass,
consistently and independently, is attributed to
enhanced covalent coupling of crystals and amor-
phous structure, and/or de-coupling of segments of
macromolecules which traverse between phases,
respectively [17]. Molecule segments in the amor-
phous phase exhibit a reduced mobility if they are
covalently connected with the crystalline phase.
This part of the amorphous phase is commonly
named rigid amorphous fraction (RAF) that was

reported to be around 20–30% of the overall sample
mass ([17–19]), The kinetics of vitrification of the
RAF of PHB was quantified upon quasi-isothermal
cold crystallization at 22.8°C, and it was found that
the whole RAF of PHB is established during crys-
tallization [20] In a recent study, it was proven that
the physical state of the amorphous layer in contact
with the growing crystals influences the mechanism
of crystallization of PHB. During heating of an ini-
tially amorphous PHB, the rigid amorphous frac-
tion, which is established simultaneously with for-
mation of the crystals during the first stage of cold
crystallization, slows down further crystal growth,
which can proceed only upon further increase of the
temperature, when complete mobilization of the
RAF is achieved [19].
On addition of plasticizers, the molecular motion is
enhanced, and the glass transition is lowered. To
achieve high elongation at break and a higher flexi-
bility for modified/formulated PHB, the glass tran-
sition temperature must reach lower value than the
testing temperature. The elongation and impact
strength depend on the Tg as well as the morphology.
In the blends, the nucleation rate and spherulite size
depend on the cooling rate and nucleation density,
i.e., fast cooling after melting increases the crystal-
lization rate. That forms fine spherulites and sup-
presses crystallinity. This is required for the achieve-
ment of the necessary mechanical properties.
Moreover, PHB thermally decomposes at tempera-
tures just above its melting point. A short exposure
of PHB to temperature near 180°C could induce a
severe degradation accompanied by production of
the degraded products of olefinic and carboxylic
acid compounds, e.g., crotonic acid and various
oligomers: through the random chain scission reac-
tion that involves a cis-elimination reaction of b-
CH and a six-member ring transition ([21–23]).
The very low resistance to thermal degradation
seems to be the most serious problem related to the
processing of PHB. The main reaction involves
chain scission, which results in a rapid decrease in
molecular weight [24]. The most common mecha-
nisms are summarised in Figure 4.
During processing, the degradation of the chains
may be reduced by the addition of a lubricant that
prevents the degradation of the chains in process-
ing, so that the material can be processed at 170–
180°C, because PHB is sensitive to high processing
temperatures. This leads to a decrease in the molec-
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ular weight, as well as a reduction in the melt vis-
cosity. The crystallization temperature shifts to lower
values, and crystallization takes longer.
In the study of thermal properties of PHB by differ-
ential scanning calorimetry (DSC) a double melting
peak is reported in the literature [25] and attributed
to a bimodal distribution of crystallite size resulting
from changes in molecular weight due to random
scission of long PHB chains that takes place at high
temperatures, i.e. to the decrease in the molecular
weight. PHB is also known to present irregularly
shaped exotherm peaks during crystallization [26].
When the number of growing spherulites is low, the
evolution of latent heat is very sensitive to every act
of nucleation as well as to the space limitations in
the process of growth, resulting in non-monotonous
development of latent heat, with sudden increases
and decreases in crystallization rates. This results in
non-conventional DSC exotherms, under given crys-
tallization conditions, characterized by spikes or
shoulders associated to nucleation of new spherulites.
In dynamic mechanical thermal analysis (DMTA)
curves, PHB has two processes, the main one asso-
ciated with glass transition reflects the motions in
connection with the chains in the amorphous regions
while the peak at higher temperature reflects the
chain mobility between the crystalline melting and
amorphous process; it depends on the thickness of
the lamellae [27]. Other authors also reported that
PHB possesses relaxations at 20°C and 100–150°C
([28, 29]).
One of the main approaches to improve the proper-
ties of PHB is the production of derivatives based
on PHB via the biosynthesis of copolyesters con-
taining PHB units with other 3-hydroxyalkanoates
units [30], such as poly (3-hydroxybutyrate-co-
hydroxyvalerate) (PHBV) [31] or poly (3-hydroxy-

butyrate-co-3-hydroxyhexanoate) [32], with differ-
ent molar ratios of hydroxycarboxylic acids. This
approach has been investigated extensively [33]
because it can effectively improve mechanical prop-
erties [34] and lower the melting point, avoiding
degradation during processing. However, blends
with other biodegradable polymers and composites
based on PHB that exclude any synthetic compo-
nent are also very convenient as industrial materials
due to their easier processability and lower cost
([35, 36]).
As reported above, the addition of plasticizers is
considered as a relatively simple route to modify
the thermal and mechanical properties of polymers.
Blending polymers with plasticizers may modify
the physical properties of polymers and a decrease
in processing temperature can be achieved. Thus
PHB is commonly blended with plasticizers and
nucleation agents that lead to a lower glass temper-
ature and lower crystallinity due to the formation of
numerous, small and imperfect crystallites.

2.3. Blending of PHB with other polymers or
plasticizers

Blending PHAs and in particular PHB with other
polymers, or with plasticizers, may offer opportuni-
ties to improve processability by lowering the pro-
cessing temperature and reducing the brittleness of
PHAs based plastics. So far many blends containing
PHB/PHAs have been studied and also many types
of plasticizers have been proposed ([37, 38]).
The literature reports the use as plasticizers from
materials that are cheap and readily available on the
market, and generally also of natural origin, such as
oxypropylated glycerin (or laprol), glycerol, glycerol
triacetate, 4-nonylphenol, 4,40-dihydroxydiphenyl-
methane, acetyl tributyl citrate, salicylic ester, acetyl-
salicylic acid ester, soybean oil, epoxidized soy-
bean oil, dibutyl phthalate, triethyl citrate, dioctyl
phthalate, dioctyl sebacate, acetyl tributyl citrate,
di-2-ethylhexylphthalate, tri(ethylene glycol)-bis(2-
ethylhexanoate), triacetine, and fatty alcohols with
or without glycerol fatty esters, polyethylene glycol
(PEG) as well as low molecular weight polyhydrox-
ybutyrate since PHAs with medium chain length
are elastomers with low melting point and a rela-
tively lower degree of crystallinity ([39, 40]).
Blends produced by solvent cast polyethylene gly-
col resulted well compatible with PHB [30] and
miscibility was reported by study with DSC for low
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Figure 4. Mechanism of thermal degradation for PHB



content of polyethylene glycol (2–5%) in PHB [41].
The thermal properties of blends of PHB with
PEG400 in different proportions (2, 5, 10, 40%)
prepared by the casting of polymer solutions in
chloroform was investigated (Parra 06). In these
blends there was an increase in the elongation at
break by up to about four times versus the original
elongation at break of PHB and a reduction in the
tensile strength. In this paper, DSC thermograms
also show two melting peaks for PHB, lightly low-
ered by PEG addition. This behaviour was attrib-
uted to a plasticizing effect of PEG that weakened
the intermolecular forces between the adjacent
polymer chains. Consequently, there was a change in
free volume that reduced the melting temperatures
of the system. These authors classified PEG400 as a
plasticizer for PHB, due to a reduction in melting
temperature of PHB in PHB/PEG blends.
Poly(3-hydrobutyrate) plasticized was prepared
with dioctyl (o-)phthalate (DOP), dioctyl sebacate
(DOS), and dioctyl sebacate (ATBC)(exploit) [42].
It was shown, from the DSC measurements, that
only the addition of ATBC leads to an obvious
decline in Tg and improves other thermal character-
istics. However, it does little to improve the mechan-
ical properties. They have also demonstrated that
blending with P(3/4HB) notably improves the
mechanical properties of PHB, with a good elonga-
tion at break reaching e.g. 10%. The melt flow index
(MFI) test has revealed that the addition of stabi-
lizer antioxidant 1010 and the addition of Poly (3-
hydroxybutyrate-co-hydroxyhexanoate) PHBHHx
and P(3/4HB) both enhance the thermal stability of
PHB and stabilize the MFI value. A combination of
ATBC, antioxidant 1010, and PHBPHBHHx or poly
(3-hydrobutyrate-co-4-hydrobutyrate) P(3/4HB)
could widen the PHB processing window.
Preliminary studies of PHB blended with PEG by
extrusion outlined in this process as not having an
efficient effect as a plasticizer of PEG in PHB ([2]).
Tests have been reported with PHB, and polyethyl-
ene glycol PEG 400, and PEG 1500 prepared by
extrusion and injection moulding for production of
composites with wood fibres. It was observed that
the PEG addition makes processing easier having a
lubricant effect on melted PHB/wood formulations,
but the PEG was not efficiently blended with PHB
and with time leached to the surface and reduced its
possible plasticizing effect. Moreover in these stud-
ies, the presence of PEG 1500 melting peak was

observed in all the samples based on PHB with
PEG 1500 suggesting that PEG 1500 is not com-
pletely compatible with PHB, as confirmed by sep-
aration observed in the samples with ageing.
In the preparation of nanocomposites of PHB with
cellulose nanowhiskers (CNW) prepared through
the previous dispersion of CNWs in polyethylene
glycol (PEG) and subsequent incorporation of the
PEG/nano whiskers dispersions into the biopoly-
mer, it was observed that for CNW concentrations up
to 0.45 wt%, the CNWs were covered by PEG, and
the interaction between the PHB and the CNWs
occurred preferentially with PEG ([43]). The adhe-
sion of PEG to the natural fibres can explain the
lubricating effect of PEG in the preparation of com-
posites with PHB and natural fibres.
Acetyl tributyl citrateate is also reported as a plasti-
cizer for PHB. It is derived from naturally occurring
citric acid and non-toxic [25]. Acetyl tributyl cit-
rateate had a weak positive influence on thermal
properties of PHB in the melt, but samples with
PHB should be rapidly cooled down below the melt-
ing temperature in order to obtain the best process-
ing conditions for the desired degree of crystalliza-
tion. The use of glycerol, tributyrin, triacetin,
acetyltriethylcitrate, acetyltributylcitrate as plasti-
cizers, and saccharin have been reported as nucle-
ation agents [13]. Lubricants were glycerolmono-
stearate, glyceroltristearate, 12-hydroxystearate and
12-hydroxystearic acid.
The copolymer, PHB-co-HV (poly-3-hydroxybu-
tyrate-co-3-hydroxyvalerate), exhibits increased
Temperature of crystallization (Tc) as compared to
the homopolymer PHB. Increasing the molecular
fraction of HV monomer in the PHB-co-HV ini-
tially led to a decrease in the melting temperature
(Tm) of the copolymer from 175.4°C to a min. of
168.5°C, at 20 mol% of HV, as it is shown in Fig-
ure 5 [44].
Subsequently, increases in the fractions of HV indi-
cate a typical isodimorphic relationship. In a recent
paper [45] two nucleating agents, heptane dicar-
boxylic derived HPN-68L and ULTRATALC 609,
were tested to increase the Tc and reduce the time
for crystallization necessary for injection moulding.
HPN-68L decreased the Temperature of decompo-
sition (Tdec) of the homopolymer and all copoly-
mers by almost 50°C. However, the use of ULTRA-
TALC609 as a nucleating agent slightly enhanced
the Tdec and had a negligible effect on the Tms of all
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polymers. Also, PHB and PHB-co-HV with 5 wt%
of talc exhibited higher Tc than polymers without
ULTRATALC609. A careful comparison of Tc, Tm
and Tdec, for PHB-co-HV with 20 mol% of HV indi-
cated that this copolymer is the best option for
injection moulding, with a high Tdec.
Organo-modified montmorillonite (OMMT) clay as
nanofiller has been used in blends with PHB/V) and
acetyl tri-Bu citrate as a plasticizer [46]. These
nano-biocomposites show an intercalated/exfoli-
ated structure of the nanoadditive with good mechan-
ical and barrier properties, and an appropriated
biodegradation kinetic. The presence of the OMMT
clay did not influence significantly the transition
temperatures. However, the filler not only acted as a
nucleating agent which enhanced the crystalliza-
tion, but also as a thermal barrier, improving the
thermal stability of the biopolymer. Vinyl acetate
homopolymer or copolymer and optionally poly -
vinyl alcohol are also proposed for the toughening

of PHAs blends [47]. Figures 6a and 6b show the
effect of different filler content on the tensile prop-
erties (modulus and strength) of PHB [2, 48].
A good strategy to modify properties of PHB/PHAs
in the solid-state is blending the polyester with a
second polymeric component [49]. This route has
been broadly explored, testing as the other blend
component a vast range of thermoplastic polymers
([50–55]). Besides changing degree of crystallinity
and width of the processing window, blending also
offers the opportunity oflowerng production costs,
that is at present the major problem for large-scale
applications of bacterial polymers based plastics.
P(3HB) has been found to be miscible with various
polymers, including poly(ethylene oxide) ([56]),
poly(epichlorohydrin) ([57]) and poly(vinyl acetate)
PVAc) [58], polyepsiol caprolactone ([54, 59]).
Among polymers considered for blending with PHB
there are also highly substituted cellulose esters and
Tri-substituted cellulose butyrate ([60–63]).
The study of systems with immiscible binary blends
with P(3HB) are also important in controlling the
profile of biodegradation [64]. P(3HB)/poly(propi-
olactone), P(3HB)/poly(ethylene adipate) and
P(3HB)/poly(3-hydroxybutyric acid-co-hydroxyva-
leric acid) blends showed that they degrade faster
than the pure components and the acceleration
occurred due to the phase-separated structure [64].
Wood flour and lignin from different sources were
used as fillers for the preparation of composite
materials [65]. Natural fibres such as wood fibres
act as load bearing constituents in the composite
materials. Advantages of fibres derived from renew-
able resources on conventional reinforcements such
as glass and aramid fibres are their relative cheap-
ness, their ability to be recycled, and the fact that
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Figure 5. Effect of co monomer content [mol%] on the
melting temperature of PHB-V copolymers

Figure 6. Effect of different filler contents on the tensile properties of PHB: a) modulus and b) strength



they can compete well with them in terms of strength
per weight of material [66].

3. Processing considerations
Depending on the molecular weight of the polymer
but also on the comonomer content, different pro-
cessing techniques can be used (Figure 7).
PHB as a powder can be blended with additives by
mixing in a Brabender (kneader) at 170–180°C and
50 rpm for 5 minutes or in a single screw extruder
at a temperature in the range of 145°C (zone 1),
160°C (zone 2) and 170°C (zone 3) with 4 mm die
and screw speed of 20 rpm. The strand (thread) is
generally cooled in water and cut using a pelletizer.
Then, the mixed material (granulates) can be com-
pression moulded in a hydraulically heated press,
commonly from 170–180°C between two sheets of
Teflon for 2–5 minutes without pressure and an addi-
tional 1–3 minutes with pressure (50 bar). After
moulding, the samples are cooled between cold
metal plates with water. Plasticizers like glycerol,
tributyrin, triacetin, acetyltriethylcitrate, acetyl-
tributylcitrate are used in most cases. In addition,
lubricants like glycerolmonostearate, glyceroltris-
tearate, 12-hydroxystearat, and 12-hydroxysteari-
cacid can also be used.
The different technologies that can be used for con-
verting PHB are introduced below before an exten-
sive discussion of the specificity of their use for
processing PHB.

3.1. Melting behaviour of PHB
PHB is a highly crystalline (60–70% crystallinity)
and linear polymer and the crystallization speed is
fast between 80 and 100°C but slow below 60°C or

above 130°C so that the material then remains amor-
phous and sticky for hours. The sharp transition
fluid/solid can be used to achieve very fast process-
ing speeds. In order to obtain this it is better to melt
the material right behind the filling zone and to
lower its temperature towards the die. The typical
viscosity for this kind of materials is similar to PP
with a MFI: 30–40 g/10 min.

3.2. Pre-cleaning screw and barrel
As most materials left over in the machine after the
last run have high viscosity at 130°C, they will not
be displaced by the low viscous PHB. Such materi-
als can be replaced by adding a coloured batch of a
low melting temperature polymer such as PCL
(polycaprolactone) or a high MFI PP.

3.3. Drying
All PHB based resins contain bound water and not
only surface bound water. It is necessary to dry the
pellets. Best results are obtained in dry air dryers
e.g. for over 2 h at 80°C. The pellets regain the orig-
inal humidity within 30 minutes after they are
removed from the dryer.

4. Processing techniques and conditions
PHAs can be processed mainly via injection mould-
ing, extrusion and extrusion bubbles into films and
hollow bodies.
The thermal, rheological, mechanical and barrier
properties of PHBV from various manufacturers
were characterized with different valerate contents
and molecular weights [67]. The use of co-poly-
mers were chosen in order to improve the flexibility
for potential packaging applications, it leads to
decrease of the glass transition and melting temper-
atures. In addition, the HV broadens the processing
window since there is improved melt stability at
lower processing temperatures. They have observed
that the complex viscosity decreased with increas-
ing temperature due to a decrease in molecular
weights of the samples. These results suggest that
processing the co-polymer below 160°C would be
beneficial with low screw speed. The mechanical
results indicate all PHBV materials had high elastic
modulus and flexural strength with low tensile
strength and elongation at break. The water vapour
transmission rate (WVTR) results indicated the
polymer to be very hydrophilic, resulting in higher
water transmission rates. The difference in valerate
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Figure 7. Adequate processing technique of different PHB
copolymers, as a function of polymer molecular
weight and co monomer content



content showed two melting transitions for non-
commercially available PHBV co-polymers (Aldrich
5, 12 and Tianan 20%), suggesting an immiscible
blend between the PHB homo-polymer and HV co-
monomer. However, the thermogravimetric analysis
(TGA) curves showed minimal separation between
the PHB homo-polymer and PHV plasticizing units.
The rheological data showed that the Tianan 5%
polymer was thermally stable in the melting tem-
peratures. However, Aldrich 5, 12% and Tianan 20%
PHBV polymers were thermally unstable at temper-
atures higher than 160°C. This instability can be
attributed to the breakdown of the polymer chain
via the random chain scission process, resulting in
lower molecular weight that led to decreasing com-
plex viscosity at higher testing temperatures. The
PHBV materials were brittle with high elastic mod-
ulus and low tensile strength, thus making it a strong
and hard material. In addition, commercially avail-
able Tianan 5% had higher modulus of elasticity,
while lower tensile strength and elongation at break
compared to conventional thermoplastic used for
packaging. Moreover, the water vapour transmis-
sion rate was very high compared to thermoplastic
used for packaging, which is due to the wide range
of processing conditions, HV units, and molecular
weights.
The barrier properties of PHA are also important,
the WVTR and Oxygen Transmission rate (OTR)
for PHA compared with other polymers are included
in Table 2.
A series of resorbable polyhydroxyacids by size
exclusion chromatography (SEC), viscosity meas-
urements, and differential scanning calorimetry
(DSC) in order to understand the effect of the injec-
tion moulding process on the molecular weight and
thermal properties of the polymers [68]. The stud-
ied polymers were polylactides (PLA), polyhydrox-
ybutyrate (PHB) and poly-hydroxybutyrate-co-valer-
ate (PHB/VA) (5–22% VA content). All polylac-
tides underwent extensive degradation, in the range
of 50–88%, and an increase in molecular weight
distribution (MWD) following injection moulding

at temperatures ranging from 130 to 215°C. In con-
trast to the polylactides, the decrease in molecular
weight of the PHB and PHB/VA polymers after
injection moulding at temperatures from 135 to
160°C was less drastic, in the range of 4–53%. This
was accompanied by a decrease of the MWD. No
evidence for low molecular weight non-volatile
degradation products was observed. Injection mould-
ing led to a decrease in the melting temperature and
the heat of melting of PLA. Conversely, the mould-
ing process did not significantly affect the melting
temperature and heat of melting of polyhydroxybu-
tyrate/valerates.
Although the incorporation of nanoclay could be
interesting in order to improve the properties of
PHB and blends, their effect on the processing, degra-
dation and, as such, final molecular weight has to be
taken into account.
As reported in [69], the thermal- and thermo-mechan-
ical degradation of the PHB and PHBV, in the pres-
ence of ammonium surfactants, commonly used as
clay organo-modifiers. TGA degradation data of
PHBV demonstrated that all surfactants have an
effect on the polymer degradation and that this
effect was more pronounced when the initial molec-
ular weight of the polymer was low; indicating that
the degradation mechanisms of both PHBV and the
surfactant in the blend are interdependent and that
the influence depends on the specific surfactant.
The same conclusions were found by analysing the
thermo-mechanical behaviour and, in all cases, the
effect of surfactants is higher for neat PHBV. By
studying the molecular weight after processing, they
analysed on the one hand the degradation effect of
each surfactant with S-Bz appearing as the most
degrading surfactant. On the other hand, as the
molecular weight decreased, the torque values were
reduced. Interesting results regarding thermo-
mechanical behaviour of some systems (PHBV +
S-EtOH and PHBV4 +S-EtOH) were found because
the torque, and thus the shear rate, was stable during
the first 10 minutes of processing while the decrease
in the molecular weight was limited. Therefore, this
surfactant seems the most appropriate to prepare
PHBV-based nanocomposites with organomodified
clays exhibiting an adequate compromise between
high shear rate, required to exfoliate layered sili-
cates, and limited polymer degradation that could
affect the material properties.
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Table 2. Barrier properties (water and oxygen) of PHA and
other polymers

WVTR in g-mil (100 cm2-day) at 38°C, 90% RH
O2 in cc-mil (100 cm2-day) at 25°C 0% RH

Permeant PHA LDPE HDPE PET Nylon
Water 5–19 1.2 0.5 1.3 25
Oxygen 23–29 250–840 30–250 5 3



5. Comparison of the biodegradation of
PHA with other biopolymers

PHAs are degraded upon exposure to soil, compost,
or marine sediment. PHB can be biodegraded in
both aerobic and anaerobic environments, without
forming any toxic products [70]. Biodegradation is
dependent on a number of factors such as microbial
activity, moisture, temperature, pH of the environ-
ment, and the exposed surface area, molecular
weight polymer composition, nature of monomer
unit and crystallinity ([71, 72]). PHB, polypropio-
lactone (PPL) and PCL degraders are widely dis-
tributed in different environments ([73–75]). Major-
ity of the strains that are able to degrade PHB belong
to different taxa such as Gram-positive and Gram-
negative bacteria, Streptomyces and fungi [74]. It
has been reported that 39 bacterial strains of the
classes Firmicutes and Proteobacteria can degrade
PHB, PCL, and PBS, but not PLA [75]. The popula-
tion of aliphatic polymer-degrading microorgan-
isms in different ecosystems was found to be in the
following order: PHB = PCL > PBS > PLA [70].
Copolymers containing PHB monomer units have
been found to be degraded more rapidly than either
PHB or 3HB-co-3HV copolymers.
Chowdhury reported for the first time the PHB-
degrading microorganisms from Bacillus, Pseudo -
monas and Streptomyces species [76] From then
on, several aerobic and anaerobic PHB-degrading
microorganisms have been isolated from soil
(Pseudomonas lemoigne, Comamonas sp. Acidovo-
rax faecalis, Aspergillus fumigates and Variovorax
paradoxus), activated and anerobic sludge (Alcali-
genes faecalis, Pseudomonas, Illyobacter delafieldi),
seawater and lakewater (Comamonas testosterone,
Pseudomonas stutzeri) [77]. Microorganisms secrete
enzymes that break down the polymer into its molec-
ular building blocks, called hydroxyacids, which
are utilized as a carbon source for growth. The prin-
cipal enzyme for the degradation of PHB and oligo -
mers derived from the polymer is PHB depoly-
merise. Studies on the extracellular PHB depoly-
merase of Alcaligenes faecalis have indicated it to
be an endo-type hydrolase.  Other prominent organ-
isms in which PHB depolymerase has been identi-
fied and worked upon are Rhodospirillum rubrum,
B. megaterium, A. beijerinckii, and Pseudomonas
lemoignei [78].
The percentage of PHB-degrading microorganisms
in the environment was estimated to be 0.5–9.6% of

the total colonies [75]. Majority of the PHB-degrad-
ing microorganisms were isolated at ambient or
mesophilic temperatures and very few of them were
capable of degrading PHB at higher temperature.
Composting at high temperature is one of the most
promising technologies for recycling biodegradable
plastics and thermophilic microorganisms that could
degrade polymers play an important role in the com-
posting process [79]. Thus, microorganisms which
are capable of degrading various kinds of polyesters
at high temperatures are of interest. A thermophilic
Streptomyces sp. Isolated from soil can degrade not
only PHB but also PES, PBS and poly[oligo (tetra -
methylene succinate)-co-(tetramethylene carbon-
ate)] (PBS/C). This actinomycete has higher PHB-
degrading activity than thermotolerant and ther-
mophilic Streptomyces strains from culture collec-
tions [80]. A thermotolerant Aspergillus sp. was able
to degrade 90% of PHB film after five days cultiva-
tion at 50°C [81] Furthermore, several thermophilic
polyester degrading actinomycetes were isolated
from different ecosystems. Out of 341 strains, 31
isolates were PHB, PCL and PES degraders and
these isolates were identified as members of the
genus Actinomadura, Microbispora, Streptomyces,
Thermoactinomyces and Saccharomonospora [82].
The miscibility, morphology and biodegradability
of PHB blends with PCL, polybutylene adipate
(PBA), and poly(vinyl acetate) (PVAc) were inves-
tigated. PHB/PCL and PHB/PBA blends were immis-
cible in the amorphous state while PHB/PVAc are
miscible. Enzymatic degradation of these blends was
carried out using PHB depolymerase from Alcali-
genes feacalis T1. Results showed that the weight
loss of the blends decreased linearly with increase
in the amount of PBA, PVAc or PCL [64].
In blends of PHB/PLA the spherulites of the blends
decreased with an increase in the content of the
PLA and the rate of enzymatic surface erosion also
decreased with increasing PLA content in the blend.
It was evident that polymer blends containing PHB
usually showed improved properties and biodegrad-
ability when compared with pure PHB [83].
Biodegradation of PHA under aerobic conditions
results in carbon dioxide and water, whereas in
anaerobic conditions the degradation products are
carbon dioxide and methane. PHA are compostable
over a wide range of temperatures, even at a maxi-
mum of around 60°C with moisture levels at 55%.
Studies have shown that 85% of PHA was degraded
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in seven weeks ([84, 85]). PHA has been reported to
degrade in aquatic environments (Lake Lugano,
Switzerland) within 254 days even at temperatures
not exceeding 6°C [84].

6. Market aspects of polyhydroxyalkanoates
6.1. Industrial production of

polyhydroxyalkanoates
In the industrial production of PHA, the polyester is
extracted and purified from the bacteria by optimis-
ing the conditions of microbial fermentation of
sugar or glucose. In the 1980s, Imperial Chemical
Industries developed poly (3-hydroxybutyrate-co-
3-hydroxyvalerate) obtained via fermentation that
was named ‘Biopol’. It was sold under the name
‘Biopol’ and distributed in the U.S. by Monsanto and
later Metabolix.
As a raw material for the fermentation, carbohy-
drates such as glucose and sucrose can be used, but
also vegetable oil or glycerine from biodiesel produc-
tion. Researchers in industry are working on meth-
ods with which transgenic crops will be developed
that express PHA synthesis routes from bacteria to
produce PHA as energy storage in their tissues [21].
Different research efforts also deal with the valori-
sation of wastes as non-food competing sources for

cultivating a range of bacteria with the purpose of
obtaining PHA biopolymers with improved sustain-
ability. For example ongoing research deals with
the growth of cyanobacteria in olive mill waste-
waters to produce PHAs including their possible
genetic modification to increase the yield in PHA
[2]. Another group of researchers at Micromidas is
working to develop methods of producing PHA
from municipal wastewater. Figure 8 shows the
biodegradation of PHB on the marine environment
compared with other polymers.

6.2. Commercial products
Commercial ventures scaling up PHA production
using fermentation processes include Telles, USA;
Biomer Biotechnology Co., Germany; PHB Indus-
trial, Brazil; Mitsubishi Gas Chemical, Japan;
Kaneka, Japan; Biomatera, Italy; Jiangsu Nantian
Group, China; Tianan Biologic Material, China; and
Lianyi Biotech, China.
Table 3 summarises the most known commercially
available polyhydroxyalkanoates.
The thermal and mechanical properties of materials
described in the previous table, obtained from their
respective technical datasheets, are summarised in
Table 4.
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Table 3. Commercial polyhydroxyalkanoates: names, producer, origin and products
Commercial name Producer Country Product

Biomer Biomer Germany
Biomer P209
Biomer P226
Biomer P240

Minerv-PHA Bio-on Italy MINERV-PHA™
Biogreen Mitshubishi Gas Japan Biogreen

Biocycle PHB Industrial Brazil

BIOCYCLE 1000
BIOCYCLE 18BC-1
BIOCYCLE 189C-1
BIOCYCLE 189D-1

Ecogen Tianan Biological Material Poly-
one China

ENMAT Y1000
ENMAT Y1000P
ENMAT Y3000
ENMAT Y3000P

Mirel Metabolix USA

Mirel P4001
Mirel P4010
Mirel P5001
Mirel P5004
Mirel M2100
Mirel M2200
Mirel M4100

Nodax P&G Chemicals USA/Japan Nodax™

Metabolix Telles LLC USA Mvera™ B5011
Mvera™ B5010

Jiangsu Nantian Jiangsu Nantian Group China P(3HB)

Goodfellow Goodfellow Cambridge Ltd UK
Polyhydroxyalkaonate – Biopolymer (PHA)
Polyhydroxybutyrate/Polyhydroxyvalerate 12% –
Biopolymer (PHB88/PHV12)

Tepha [86] Tepha Inc USA P(4HB)



7. Conclusions
Overall, the reviewed literature highlights PHA is a
very promising polymer for a wide range of appli-
cations. For example, it has better barrier properties
(OTR and WVTR) and mechanical strength than
other more widespread bioplastics such as PLA. In
spite of its intrinsic brittleness, a lot of progress
reported here has been made recently through the
formulation of PHB with tailored additives and
blends leading to greatly improved mechanical pro-
files, as well as suitable processability via extrusion
or injection moulding, among others. These advances
will improve its capacity to penetrate markets such
as food packaging. Nevertheless, limitations still
persist such as the elevated cost of commercial PHA,
limited market availability and the use of refined/

food competing feedstock. As such different research
studies are ongoing regarding the improvement of
the yield of PHA by e.g. genetic modification of the
bacteria or the use of waste for their growth. Finally,
further improvements could allow even more flexi-
ble grades of PHAs or transparent ones through the
control of its crystallisation to be obtained (Table 5).
This range of interesting properties and processabil-
ity open up a bright future for PHB in applications
ranging from surgical sutures, tissue engineering
[87] and agricultural foils to packaging for the stor-
age of food products [88]. Like PVC and PET, it
exhibits good barrier properties [89], and can be used
in the packaging industry as a biodegradable plastic
for contributing to solving environmental pollution
problems [90]. Due to these interesting properties,
PHB is expected to be a good candidate to substi-
tute [91] PP and PE, but also PET in certain applica-
tions.
In medicine, PHB is compatible with the blood and
tissues of mammals. The monomer of PHB is a nor-
mal metabolic in the human blood. As the body
reabsorbs PHB it could be used as a surgical implant,
in surgery, as seam threads for the healing of wounds
and blood vessels. In pharmacology, PHB can be
used as microcapsules in therapy or as materials for
cell and tablet packaging. It can also be used for
packaging applications for deep drawing articles in
the food industry, for example, bottles, laminated
foils, fishnets, flowerpots, sanitary goods, fast foods,
disposable cups, agricultural foils and fibres in tex-
tiles.

                                           Bugnicourt et al. – eXPRESS Polymer Letters Vol.8, No.11 (2014) 791–808

                                                                                                    803

Table 4. Thermal and mechanical properties of commercial polyhydroxyalkanoates
Product Thermal properties Mechanical Properties

Tm
[°C]

Xcr
[%]

Tg
[°C]

E
[GPa]

!
[MPa]

"
[%]

Biomer P209
Biomer P226
Biomer P240

–
–
–

30–40
60–70
60–70

–
–
–

0.84–1.20
1.14–1.90
$1.85

15–20
24–27

28

600–1200
6–9
$11

BIOCYCLE 1000
BIOCYCLE 18BC-1
BIOCYCLE 189C-1
BIOCYCLE 189D-1

170–175
165–170
165–170
165–170

–
–
–
–

117
117
121
125

2.2 (Flex)
2.4 (Flex)
2.6 (Flex)
3.8 (Flex)

32
25
30
36

4.0
2.2
2.2
2.0

ENMAT Y1000 170-176 – – 2.8–3.5 39 2

Mirel P4001
Mirel P4010
Mirel P5001
Mirel P5004
Mirel M2100
Mirel M2200
Mirel M4100

–
–
–

170
170

165–170
160–170
164–166

–
–
–
–
–

30–60
40–60
27–45

110
–
–
–
–
–
–
–

1.90 (Flex)
1.45 (Flex)
0.30–0.32
0.3–0.4

–
–
–
–

20
10
20

25–30
–
–
–
–

5
10

404–463
400–500

–
–
–
–

Figure 8. Biodegradation of PHB on the marine environ-
ment compared with other polymers. Faster bio -
degradation for PHA can be observed.



Nevertheless, further improvements are still needed
to allow a broader market introduction of PHAs.
One of the main limitations in the application of
PHB for the production of single use items is based
on its relatively high cost (7–10 Euro/kg) when
compared to other polymers. Further investigations
and efforts must be undertaken by scientists in order
to reduce the production costs of these PHAs and
increase the industrial sustainability and commer-
cialisation of PHAs [92]. The use of natural fillers
with high availability and low cost allows the pro-
duction of bio-composite more suited for their appli-
cation in, for example, packaging and agriculture.
In addition, the use of waste feedstock for the cul-
ture of the microorganisms accumulating PHAs is
also prompted as a route to lead to their greater eco-
nomic viability and sustainability.
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