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An analysis of the diffracted beams emerging from three-dimensional photonic crystals is herein presented.
The wave vectors of nonspecular beams are calculated for a triangular two-dimensional lattice and the change
in their directions as a function of the wavelength is confirmed experimentally for the case of face-centered-
cubic colloidal crystals illuminated under normal incidence. A fluctuating behavior of beam intensity as a
function of the wavelength of the incident light is predicted for perfectly ordered lattices. As it is the case for
specularly reflected and ballistically transmitted beams, this modulation arises from multipole resonances of
the sphere ensemble that are smoothed out via the diffuse light scattering produced by imperfections in the
crystalline structure. When optical extinction is introduced in order to model the effect of imperfections, it is
possible to accurately reproduce experimental observations.
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Three-dimensional �3D� photonic crystals, which are ma-
terials with a dielectric function having 3D spatial periodic-
ity, have received much attention during the last decades
mainly due to their potential applications in optical, infrared,
and microwave devices.1,2 This kind of material is the only
one capable of avoiding light propagation in all directions
when the dielectric contrast is high enough, so they can
present a complete band gap in their photonic band
structure.3 This property has been used to mold the emission
of optically active materials and proposed for several tech-
nological applications that are still under continuous
research.4 The advent of fabrication techniques, that take ad-
vantage of the self-assembling properties of spherical colloi-
dal particles in the micrometer scale, has made it possible to
observe stop bands5 and even full gaps6 in the visible and
near infrared spectra. Improvements in these techniques have
led to high quality colloidal crystals with a low density of
defects.7–9 This has enabled the observation of previously
undetected optical effects in the so-called high energy range,
where the lattice constant is equal or greater than the wave-
length. For this range, interesting fundamental phenomena
have been observed when light propagates through low dis-
persion modes, such as the superprism effect10 or beam
self-focusing.11 The optical spectra features observed in this
range, such as the appearance of reflectance peaks and trans-
mittance dips in the absence of any band gap, have generated
an intense debate on the physical mechanisms originating
these features.12–15

An interesting and almost unexplored phenomenon occur-
ring in the high energy range is the opening of diffraction
channels,13 that is, a finite number of diffracted beams
emerge from the crystal slab when the photon energy is

greater than a threshold energy or diffraction cutoff. These
diffracted beams are propagating waves that can be projected
on a screen in order to measure their intensities. However, up
to date, most of the experimental and theoretical analyses in
the high energy range available in the literature have been
focused on the intensities of the specularly reflected and for-
wardly �or ballistically� transmitted beams under normal
incidence.12 In this context, the physical origin of the fea-
tures observed in the specular reflectance and forward trans-
mittance spectra has recently been explained by means of
multipole resonances inside the system.16 Besides, the mod-
eling of disorder via extinction has also shown that sharp
resonances are smoothed out more dramatically as a conse-
quence of the diffuse light scattering.17,18 It has been found
that the unintentional imperfections introduced in the fabri-
cation process19 produce diffusely scattered light which re-
moves energy from the coherent reflected and transmitted
beams.16 This effect has been simulated by adding extinction
to the theoretical model of a perfectly ordered lattice of
spheres, obtaining fittings of the specular reflectance and for-
ward transmittance experimental data with a degree of accu-
racy that has no precedent.17 Multipole resonances and ex-
tinction due to imperfections are expected to have similar
effects for beams diffracted off normal. However, although
their observation has been reported,13 no actual measure-
ments of diffracted beam intensities, nor a theoretical predic-
tion for them, has been performed so far.

In this paper, we present for the first time a complete
description of nonspecular diffracted beams, both theoreti-
cally and experimentally. We measured the relative intensity
of each diffracted spot as the wavelength �and therefore the
diffraction angle� is varied in a laser beam emitted from an
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optical parametric oscillator that impinges perpendicularly
on a self-assembled three-dimensional colloidal crystal. We
use a Korringa-Kohn-Rostoker �KKR� approach to calculate
the expected optical response of both perfect and imperfect
�real� lattices. The effect of disorder is analyzed in detail and
modeled by adding an imaginary part to the dielectric con-
stant of the spheres. With extinction introduced in this fash-
ion, we are able to reproduce the main features observed in
our measurements. We find that perfectly ordered structures
present a fluctuating spectral response whose optical features
rapidly smoothens as extinction is introduced, although some
features are robust against disorder and can be observed in
both perfect and imperfect crystals.

Self-assembled 3D colloidal crystal films were prepared
using the procedure described in Ref. 20 by the method of
evaporation-induced self-assembly onto vertical or tilted
substrates. In particular, they were deposited onto flat glass
substrates by evaporation of polystyrene sphere suspensions
�IKERLAT, polydispersity below 3%, density �=1.1 g /cm3,
refractive index n=1.59� of particle volume fraction com-
prised between 0.1% and 0.2%. Evaporation temperature
was kept constant for a given lattice growth process, and
ranged between 35 and 50 °C. As the suspension evaporates,
a crystalline film is deposited on the substrate at the contact
line with the suspension meniscus. The model structure is
therefore a close-packed face-centered-cubic �fcc� lattice of
spheres of dielectric constant �s=2.53+ i�i embedded in a
medium of �=1, which would correspond to latex spheres in
air. The crystal-growth direction is typically the �111�,21 so
we will focus on the optical properties of diffracted beams
when light impinges in that particular direction. Hence, the
surface of the crystal slab presents a triangular lattice struc-
ture and subsequent layers are ordered in the known se-
quence ABCABC. . ., the incident light beam being normal to
the slab surface �normal incidence�. Particle diameter d was
measured from scanning electron microscopy images of such
external surface. Average center to center distance between
neighboring spheres was found to be 752 nm. The light
source was a tuneable optical parametric oscillator �OPO�
pumped by the third harmonic �355 nm� of a Q-switched
Nd:YAG 10 Hz repetition rate pulsed laser �Continuum Sure-
lite II�. As it is well known, nonlinear optical frequency mix-
ing inside the beta-barium borate �BBO� crystal of the OPO
produces coherent output at two frequencies �signal and
idler� whose sum equals the pumping frequency for a certain
propagation direction �phase matching condition�. For 355
nm input wavelength, the signal fell in the visible range
while the idler fell in the near infrared �NIR� range. Since the
phase matching direction is frequency dependent, the output
wavelength can be continuously varied by micromechanical
tilt of the BBO. In our case, the IR idler output was blocked
using an IR-absorbing visible-transmitting filter. Diffracted
beam intensities were measured using a silicon photodiode
attached to a XYZ�� mount that allowed us to accurately
position the detector in the correct diffracted beam direction
and angle. The photodiode output was fed into a digital os-
cilloscope. Although no time-resolved measurements were
needed in this experiment, the 50 � input coupling was se-
lected to avoid any possible signal saturation. To minimize
the effect of shot-to-shot fluctuation, intensity values were

taken as the average of 32 shots. Since efficiency of non-
specular reflected beams was to be measured, a fraction of
the incoming beam was taken using a calibrated beam split-
ter and its intensity measured with the same photodiode. Dif-
fracted beam intensities for each selected wavelength were
normalized to the corresponding incoming intensity, and re-
flectance �transmittance� was calculated in the usual way.
The overall reflectance uncertainty was about 5%.

The intensities of diffracted beams were calculated using
the vector KKR method22,23 in its layer version.24 In this
method, the crystal slab is first divided into layers parallel to
a given crystallographic plane, each layer containing a two-
dimensional �2D� lattice of identical spheres. Next, a multi-
pole expansion in spherical waves is used to calculate the
multiple scattering between spheres in a given layer. Finally,
a plane-wave expansion is used to account for the multiple
scattering between layers. In all the calculations that follow,
numerical convergence was obtained using a cutoff LMAX
=9 in the spherical wave expansion and 41 plane waves.25 If
the sphere layers are parallel to the xy plane, a set of 2D
primitive lattice vectors is a1=dx̂ and a2=d�x̂+�3ŷ� /2,
where d is the distance between lattice sites, equal to the
sphere diameter in a close-packed structure. The primitive
reciprocal-lattice vectors can be chosen as b1=4�ŷ / ��3d�
and b2=2��ŷ /�3− x̂� /d, then any reciprocal-lattice vector
can be expressed as g= pb1+qb2, where �p ,q� is a pair of
integers. In normal incidence, when an incoming light beam
travels in the positive z-axis direction, the wave vector of a
diffracted beam emerging from the slab can be written as
Kg

�=g��k2− �g�2ẑ, where the +�–� sign corresponds to a
transmitted �reflected� beam, k=2� /	 is the magnitude of
the incident wave vector and 	 is the wavelength. Each dif-
fracted beam corresponds to a propagating wave if the z
component of Kg

� is purely real. Then, diffraction channels
are open when �g�
k and we have a diffraction cutoff when-
ever �g�=k. For a triangular lattice, this condition reduces to

d

	
=

1

n
�p2 +

�2q + p�2

3
, �1�

where n is the refractive index of the diffraction medium. In
air �n=1�, six diffraction channels—corresponding to
�p ,q�= �1,0� , �1,−1� , �0,−1� , �−1,0� , �−1,1� , �0,1�—open
when d /	�2 /�3�1.155 or a /	�2�2 /�3�1.633, where a
is the lattice constant of the fcc conventional cubic cell. The
wave vectors of these diffracted beams are located along a
cone and the angle � between Kg

� and the z axis is given by

sin��� =
2	

�3d
, �2�

which gives the angle � of the first six diffracted beams as a
function of the wavelength. The specularly reflected and for-
wardly transmitted beams correspond to channel �0, 0� which
are always open channels. This situation is illustrated in Fig.
1, where each reflected and transmitted beam is labeled ac-
cording to the pair of integers �p ,q�. The fact that the pho-
tonic crystal is supported on a glass substrate �refractive in-
dex n=1.53� introduces a first diffraction cutoff for
transmitted beams at a /	=1.07. Although those beams are
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internally reflected at the glass-air surface and therefore do
not propagate in air, they can be experimentally observed by
frustrating the total reflection.13 The intensities of diffracted
beams are referred to the incident-beam intensity. If we call
R�p,q� and T�p,q� to the reflectance and transmittance coeffi-
cients of diffraction channel �p ,q�, respectively, the total re-
flectance and transmittance will be R=��p,q�R�p,q� and T
=��p,q�T�p,q�, where the sums include the open channel �0,0�.
The coefficients R�p,q� and T�p,q� will also be referred to as
efficiencies of channel �p ,q� in reflection and transmission,
respectively. In the absence of energy losses, conservation of
energy implies that R+T=1. Since disorder removes energy
from the coherently scattered beams, it works as a sort of
loss mechanism and we have R+T
1 in an actual experi-
ment.

In Figs. 2�a� and 2�b�, photographs of the diffraction spots
can be observed on a screen for two different wavelengths,

namely, 	=484 nm and 	=565 nm, respectively. These
spots are produced by the six reflected beams that arise
above the diffraction cutoff. The specularly reflected beam
�0, 0� passes through a hole perforated in the screen to allow
the laser beam reaching the crystal slab. Figure 2�c� shows
the transmitted beams diffracted from the slab and projected
on a screen also parallel to the xy plane, as it is indicated in
Fig. 1. In this case the wavelength is 	=539 nm and the spot
produced by the forwardly transmitted beam �0, 0� can be
seen at the center of the picture. In these photographs, a
uniform background due to diffuse light scattering can be
observed. This energy is not captured by the detectors mea-
suring the intensities of diffraction spots and then it can be
considered as a kind of loss, which is simulated by adding
extinction to the dielectric constant of the spheres in the lat-
tice in our theoretical model. The existence of layers having
a triangular lattice parallel to the xy plane and piled up in the
sequence ABCABC. . . along the z axis implies a symmetry
relation for the efficiencies of diffracted beams when the
incident light is polarized. In all the experiments, the incident
wave is linearly polarized along the x axis, as it is indicated
by the incident electric-field vector Einc in Fig. 1. Under this
condition, we have R�1,0�, R�1,−1�=R�0,1�, R�0,−1�=R�−1,1�, and
R�−1,0�, thus there are essentially four different diffraction
spots. A close look at Figs. 2�a�–2�c� allows us to observe
this symmetry between spots.

Figures 2�d�–2�f� show photographs of diffraction spots
obtained by using a screen parallel to the yz plane for de-
creasing values of the wavelength, namely, 2�d� 	=622 nm,
2�e� 	=593 nm, and 2�f� 	=512 nm. The width �1 mm� of
the substrate onto which the sample �around 5 m wide� is
deposited can be seen at the center of each picture and spots
of reflected �transmitted� beams �1,−1� and �0,−1� are on
the right �left� of the sample. As we have mentioned, diffrac-
tion spots of beams �1,−1� and �0,−1� have the same effi-
ciencies as beams �0, 1� and �−1,1�, respectively. In Figs.
2�d�–2�f� we can see that the spots move away from the
sample as the wavelength is decreased, following the change
in the direction of the diffracted wave vectors Kg

� predicted
by Eq. �2�. Substituting the experimental value attained for
the sphere diameter d=752 nm in Eq. �1� yields a diffraction
cutoff wavelength 	c=651 nm. Hence, Fig. 2�d� corresponds
to a wavelength �	=622 nm� close to the onset of diffrac-
tion spots and Eq. �2� gives � near 90°, which is actually
what we see in this figure. Thus, looking at the diffracted
spots onto a screen perpendicular to the crystal provides a
simple way of confirming experimentally the directional
properties of the wave vectors of diffracted beams predicted
by Eq. �2�.

The calculated reflection efficiencies of diffracted chan-
nels are plotted in Fig. 3�a� as functions of the wavelength
for a self-standing crystal 10 layers wide without extinction
��i=0�. The diffraction cutoff wavelength, 	c, is indicated by
the vertical dashed line. Note that diffraction efficiencies of
nonspecular beams are all zero for wavelengths greater than
	c. Although the curves present rapid fluctuations, two main
peaks can be appreciated for all the efficiencies, one close to
	=530 nm and another near 	=475 nm, particularly evi-
dent for the beam �1,0�. The angle � of the diffracted beams,
given by Eq. �2�, is indicated in the upper horizontal scale,

FIG. 1. �Color online� Scheme of the experimental setup used to
measure the efficiency of nonspecular reflected beams. Transmitted
beams are also indicated.

FIG. 2. �Color online� �a�–�b� Diffraction patterns of reflected
beams projected on the screen shown in Fig. 1 �xy plane� for: �a�
	=484 nm and �b� 	=565 nm. �c� Diffraction pattern of transmit-
ted beams projected on a screen parallel to the xy plane for 	
=539 nm. �d�–�f� Diffraction patterns of reflected and transmitted
beams projected on a screen parallel to the yz plane for: �d� 	
=622 nm, �e� 	=593 nm, and �f� 	=512 nm.
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where we can see that the main peak near 	=530 nm corre-
sponds to ��55°. Since each sphere in the lattice can be
considered as a superposition of electric and magnetic di-
poles, quadrupoles, octupoles, etc., these efficiency peaks
originate from resonances inside the photonic crystal due to
the interactions between multipoles. In other words, there is
a natural resonance mechanism inside the crystal that is ex-
cited for only certain wavelengths. These results are consis-
tent with previous observations and calculations that demon-
strated that the origin of the optical response of the reflected
and transmitted �0, 0� beams, observed for a�	 in 3D pho-
tonic crystals, lies on multipolar resonances of the sphere
ensemble.16 Hence it is not surprising that this mechanism
also strongly affects the diffraction phenomena occurring in
these lattices. In order to take into account the effect of dis-
order, the optical spectra of diffracted beams have been re-
calculated adding an imaginary part �i=0.04 to the dielectric
constant of the spheres, which is a value that has provided
good fitting with measurements of specular reflectance
�R�0,0�� and forward transmittance �T�0,0��. The results are
shown in Fig. 3�b�, where a decrease of the intensities of the
reflected beams is obtained as well as a smoothing of the
curves compared with Fig. 3�a�. Calculations have been per-
formed for a glass-supported slab since real colloidal crystals
are usually deposited on a glass substrate �refractive index
=1.53�. Nevertheless, we must point out that the reflected
beam efficiencies of the glass-supported slab are basically
the same as the ones obtained for the self-standing slab when
extinction is introduced in the model. Furthermore, only the
first six layers are involved in the optical response of the slab
because waves have a finite penetration depth into the
slab.16,18

Figure 4 shows the measured �solid lines� and calculated
�dashed lines� efficiencies of the reflected beams �1, 0� and
�1,−1�, where a good correlation between theory and experi-
ment is obtained. In this case, a shift of the peaks toward
higher wavelengths �red shift� can be appreciated. To fit the
main peak positions of the experimental curves we have used

�s=2.45+0.03i. These results show that, although many fine
spectral features are smoothed out due to disorder effects,
some resonances are strong enough to survive the extinction
process and can clearly be appreciated in a real experiment.
At the same time, they confirm that extinction due to imper-
fections plays a crucial role in the optical response of colloi-
dal crystal lattices and strongly determines the result of ac-
tual measurements.

In summary, we have predicted and observed a fluctuating
optical response of nonspecular beams diffracted from per-
fectly ordered 3D photonic crystals, in good agreement with
the behavior previously observed for reflected and transmit-
ted beams. Diffracted beams in reflection and transmission
have been recognized and labeled according to their associ-
ated reciprocal-lattice vectors, and the observed spectral de-
pendence of the diffracted beams intensity has been accu-
rately modeled using a KKR approach. The effect of disorder
in the crystalline structure has been simulated by adding ex-
tinction to the theoretical model in order to reproduce the
shape of the experimental curves. Finally, we have found
some spectral features in diffracted beams arising from
strong resonances that are robust against disorder effects.
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FIG. 3. �Color online� Calculated efficiencies of nonspecular
reflected beams for �a� a perfect self-standing crystal 10 layers wide
��i=0� and �b� the same lattice after introducing extinction ��i

=0.04�.

FIG. 4. �Color online� Measured �solid lines� and calculated
�dashed lines, �s=2.45+0.03i� reflection efficiencies of diffracted
channels �1,0� �black lines� and �1,−1� �red lines�.
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