
Electrochemical treatment of waste solutions containing ferrous sulfate by anodic
oxidation using an undivided reactor

J.M. BISANG
Programa de ElectroquõÂmica Aplicada e IngenierõÂa ElectroquõÂmica (PRELINE), Facultad de IngenierõÂa QuõÂmica
(UNL), Santiago del Estero 2829, 3000 Santa Fe, Argentina

Received 2 July 1999; accepted in revised form 3 September 1999

Key words: anodic oxidation, electrochemical engineering, environmental electrochemistry, ferrous sulfate,
iron(II) oxidation, oxygen evolution, stirred tank model, waste water

Abstract

This paper describes an analysis of the performance of an electrochemical undivided reactor for the recycling of
waste solutions containing ferrous sulfate. The e�ect of oxygen evolution as side anodic reaction on the ®gures of
merit of the reactor is studied. The results suggest that the anode potential must represent a compromise between
the increase in space time yield and the increase in the speci®c energy consumption. Experimental data are
correlated with a mathematical treatment based on the stirred tank model.

1. Introduction

Many industrial processes produce e�uents containing
ferrous ions. Examples of waste solutions containing
acidic Fe(II) are: (i) pickling of iron and steel where
sulphuric and hydrochloric acid are frequently used [1],
(ii) processes for coal oxidation [2] or for the destruction
of carbonaceous waste [3, 4], (iii) manufacture of printed
circuit boards [5] and (iv) acid mine drainage water [6, 7].
For the ®rst three cases the ef¯uent is a concentrated
solution of Fe(II), which can be recycled after reoxida-
tion to Fe(III). But acid mine drainage generates an
ef¯uent of low Fe(II) concentration, which must be
oxidized prior to removal as hydrous ferric oxide at pH
higher than 4, as jarosite at lower pH or by selective
ionic exchange. Thus, the oxidation of Fe(II) to Fe(III) is
a necessary step for the recycling or processing of the
solution. Several oxidizing agents are in use [8], such as

oxygen, ozone and chlorine. When oxygen and ozone
are used, the reaction produces water and an evapora-
tion step is required. Chlorine as oxidizing agent does
not introduce additional water into the solution but
there are safety issues. Therefore, the electrochemical
oxidation of Fe(II) to Fe(III) represents an alternative
method for the treatment of ef¯uents containing Fe(II).
Many authors have performed fundamental kinetic

studies for the Fe(III)/Fe(II) couple, as summarized by
Heussler [9]. Recently, Ye and Fedkiw [10] studied the
kinetics of ferrous oxidation on Pt and Na®onâ-coated
Pt electrodes in the absence and presence of toluene or
benzoic acid. It was concluded that platinum electrodes
electrodeposited within a Na®onâ ®lm coated onto a
glassy carbon substrate were particularly effective in
mitigating the effects of contaminants on the oxidation
kinetics of Fe(II). Marconi et al. [8] studied the recovery
of pickling ef¯uents by electrochemical oxidation of

List of symbols

ae speci®c surface area (mÿ1)
b constant in the Tafel equation (Vÿ1)
C concentration (mol mÿ3)
ESCE anode potential referred to saturated calomel

electrode (V)
Es speci®c energy consumption (kWh molÿ1)
F Faraday constant (C molÿ1)
h optimal bed depth parallel to the current ¯ow (m)
i current density (A mÿ2)
ilim limiting current density (A mÿ2)
is current density of the side reaction (A mÿ2)
I total current (A)
k mass transfer coe�cient (m sÿ1)

ks kinetic constant of the side reaction (A mÿ2)
m exponent in Equation 15
Q charge (C)
t time (s)
V volume of the reactor (m3)
x fractional conversion
Y parameter given by Equation 18 (C mÿ3)

Greek characters
a constant in Equation 15
b current e�ciency
Dg admitted range of overpotential (V)
me charge number of the electrode reaction
q space time yield (mol mÿ3 sÿ1)
qs e�ective electrolyte resistivity (X m)
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ferrous to ferric chloride using an electrochemical
reactor with a three-dimensional graphite felt anode.
An anion selective membrane was used as separator to
hinder the reduction of the anodically formed Fe(III) at
the cathode. Complete oxidation with high current
ef®ciency is reported.
Because the equilibrium potential of the Fe(III)/Fe(II)

couple is more negative than those of chlorine and
oxygen evolution, the Fe(II) oxidation takes place as sole
reaction over a range of potentials but at high potentials
gas evolution as anodic side reaction occurs simulta-
neously. In general, a side reaction is detrimental to the
performance of an electrochemical reactor due to the
following: (i) a decrease in current ef®ciency, (ii)
contamination of the electrode surface by reaction
products, (iii) kinetic coupling with the main reaction,
and (iv) in the case of a three-dimensional structure the
additional current drained by the side reaction alters
the potential distribution in the electrode and reduces
the optimum bed thickness parallel to current ¯ow [11].
However, when the side reaction generates a gas, on one
hand the effective resistivity of the solution is increased
but on the other hand the gas generation acts as a
turbulence promoter, thus enhancing the mass transfer
to the electrode [12]. Likewise, the gas generation in
three dimensional structures can produce channelling in
the electrode making some regions inactive or blocking
the electrode. Gas generation as side reaction may thus
show both bene®cial and deleterious effects for the
electrochemical reactor.
Likewise, cylindrical electrochemical reactors repre-

sent a practical and attractive geometry giving uniform
primary current distribution and have been proposed as
undivided reactors for indirect electrosynthesis [13]. In
this case, the useful species is generated at a large
cylindrical electrode, being reconverted only partially at
the thin central wire electrode since its area is much
smaller. At the same time, at the central electrode, a
secondary reaction takes place lowering the current
e�ciency of the unwanted reconversion. Thus an undi-
vided cell o�ering an appreciable cell voltage decrease
and simpli®ed constructive features can be applied.
Therefore, for the electrochemical recovery of waste
solutions containing ferrous ions the main anodic
reaction is

Fe2� ! Fe3� � eÿ �1�

with the side anodic reactions being

H2O! 1=2O2 � 2H� � 2 eÿ �2�

or

2Clÿ ! Cl2 � 2 eÿ �3�

depending on the solution composition. In an undivided
cylindrical reactor the inverse of Reaction 1 and also the
iron deposition can occur at the cathode, but these

reactions can be assumed negligible due to the fact that
the ratio between the cathodic and anodic areas is small.
Consequently, hydrogen evolution as main cathodic
reaction must be expected

2H� � 2 eÿ ! H2 �4�

The purpose of the present work is to analyse the anodic
oxidation of Fe(II) in an undivided cylindrical electro-
chemical reactor and to study the effect of oxygen
evolution, as the anodic side reaction, on the perfor-
mance of the reactor in order to discuss criteria for the
adoption of the optimal anode potential.

2. Fundamental studies

Prior to the applied studies, the electrochemical behav-
iour of the Fe(II) oxidation with a rotating disc electrode
was analysed. The working electrode was a graphite
rotating disc of 6:3� 10ÿ3 m diameter embedded in a
Te¯on bell of 34:5� 10ÿ3 m base diameter. The counter-
electrode was a platinum spiral, 140 mm long and
0.7 mm diameter, and as reference a saturated calomel
electrode was used. The potentials are referred to this
electrode. All experiments were performed at 30 �C
under a slow potentiodynamic sweep of 1 mV sÿ1. The
solution was approximately 0.5 M FeSO4 with 0.5 M

H2SO4 as supporting electrolyte. The exact Fe(II)
concentration was determined by titration against
0.02 M KMnO4 [14]. Sulphuric acid was used as sup-
porting electrolyte instead of hydrochloric acid in order
to avoid chlorine evolution as the product of the anodic
side reaction (Reaction 3) which can chemically oxidize
Fe(II) in an ef®cient manner. This additional chemical
reaction would unnecessarily complicate data interpr-
etation. Likewise, chemical oxidation of Fe(II) by
oxygen is known, but this reaction is extremely slow
[12] and the amount of Fe(III) chemically produced
during the short time of the experiment can be consid-
ered negligible.
Figure 1 shows the polarization curves at di�erent

angular velocities. Fe(II) oxidation at graphite takes
place at limiting current over a large range of potentials,
higher than 0.8 V. Taking into account the potential
distribution in three-dimensional electrodes, the opti-
mum bed depth parallel to the current ¯ow is given by
the following expression [15]:

h � 2Dg
qsaeilim

� �0:5

�5�

Assuming Dg � 0:8 V and typical values for the other
parameters of a three-dimensional electrode, such as:
qs � 0:09 X m, ae � 3950 mÿ1, ilim � 1819 A mÿ2 and h
is 1:8� 10ÿ3 m. The limiting current density was calcu-
lated for 0.5 M Fe(II) concentration with a mass transfer
coef®cient taken from Cano and BoÈ hm [16]. Thus, the
small value of h restricts the use of three-dimensional
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electrodes for Fe(II) oxidation. A similar conclusion was
reached by Marconi et al. [8]. Therefore, for the applied
studies a sheet of expanded metal was used as anode.
From the slope of the Levich plot, included as an inset in
Figure 1, the Fe(II) diffusion coef®cient is 4:62�
10ÿ10 m2 sÿ1, which is in reasonable agreement with
previous values [10]. Other important properties of the
electrolyte are listed in Table 1.

3. Batch electrochemical reactor model

Taking into account Equation 1, for a simple batch
reactor the reactant concentration, the fractional con-
version and the instantaneous space time yield as a
function of time are given by [17]

C�t� � C�0� exp�ÿkaet� �6�

x�t� � 1ÿ exp�ÿkaet� �7�

q�t� � kaeC�t� �8�

In Equations 6 to 8 an electrochemical reaction con-
trolled by mass transfer was assumed.
The charge used by the main and side reactions is

dQ � aeV �meFkC�t� � is�dt �9�

Introducing Equation 6 into Equation 9 and integrating
gives

Q
V
� meFC�0��1ÿ exp�ÿkaet�� � aeist �10�

Combining Equations 7 and 10 yields

Q
V
� meFC�0�x� is

k
ln�1ÿ x� �11�

which gives, in an implicit manner, the fractional
conversion as a function of both the charge used in
the reactor and the current density of the side reaction,
which depend on the applied potential to the working
electrode.
Likewise, the mean value of the space time yield

during the time t of the experiment is given by

qmean �
1

t

Z t

0

q�t�dt �12�

Introducing Equations 8 and 6 into Equation 12 and
integrating yields

qmean �
C�0�x�t�

t
�13�

Combining Equations 10 and 13 and rearranging gives

Q
V
� meFC�0� 1ÿ exp ÿ kaeC�0�x�t�

qmean

� �� �
� aeisC�0�x�t�

qmean

�14�

which gives the e�ect of the side reaction on the mean
value of the space time yield for a given charge used in
the reactor.
At lower potentials the rate of the side reaction is

small and the second term on the right hand side in
Equations 11 and 14 can be neglected. However, at
higher potentials is is appreciable and the combined
e�ect of natural convection and bubble-induced con-
vection produced by the side reaction must be taken into
account to calculate the mass transfer coe�cient.
Additionally, the bubble-induced convection due to
the gas generated at the counterelectrode must also be
considered. However, one e�ect usually predominates in
the mass-transfer process and, therefore, Newman [18]
recommends that the mass transfer coe�cient for an
individual mode of operation must be determined
separately and the higher value must be applied.
Therefore, at high potentials the e�ect of the bubble-
induced convection produced by the oxygen evolution at
the working electrode predominates. In view of the
complex nature of mass transfer at gas evolving elec-
trodes it is di�cult to propose a general mass transfer
correlation which can be used in the design and

Fig. 1. Current density as a function of the electrode potential for

graphite rotating disc electrodes at di�erent angular velocities in rpm.

Scan rate: 1 mV sÿ1. T � 30 �C. Electrolyte: 0.5 M H2SO4, CFe�II� =
0.5 M. Inset: Levich plot.

Table 1. Properties of the electrolyte

Density/kg m)3 1.097 ´ 103

Dynamic viscosity/kg m)1 s)1 1.13 ´ 10)3

Kinematic viscosity/m2 s)1 1.03 ´ 10)6

Di�usion coe�cient/m2 s)1 4.62 ´ 10)10

Schmidt number 2229

Resistivity/W m 5.87 ´ 10)2
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operation of gas evolving electrochemical reactors.
However, the following empirical relationship can be
accepted for k [19]

k � aim
s �15�

where the exponent m is a number lower than one.
Likewise, a Tafel equation can be adopted for is

is � ks exp�bE� �16�

Combining Equations 11, 15 and 16 and rearranging
yields

ln�Y � � ln
k1ÿm
s

a

� �
� b�1ÿ m�E �17�

where

Y � meFC�0�xÿ Q=V
ln�1ÿ x� �18�

4. Experimental details

The experiments were performed in an undivided
reactor (70 mm int. dia. � 90 mm high) with cylindrical
concentric electrodes. The reactor was thermostated by
a heating jacket. The working electrode was a cylindrical
sheet of expanded titanium coated with platinum
(51 mm dia. � 24 mm high) and was arranged in the
reactor with the long diagonal vertical. Table 2 gives
the geometrical characteristics of the expanded metal
(micromesh). The counterelectrode was a Pt wire
(0.7 mm dia. � 50 mm long). Therefore, the anode area
was approximately sixty times the cathode area. As
reference a saturated calomel electrode was used and the
potentials are referred to this electrode. All experiments
were performed at 30 �C under potentiostatic control up
to a charge of 2679 C. The solution was approximately
0.5 M FeSO4 and 0.5 M H2SO4 as supporting electrolyte
and the solution volume in each experiment was
0.25 dm3. The initial and ®nal Fe(II) concentrations
were determined by titration against 0.02 M KMnO4

[14]. During the experiment small iron dendrites were
observed at the cathode, which broke away from the
electrode, aided by the abundant hydrogen evolution,
and redisolved in the acid solution. At the end of the
experiment the cathode was left in the solution in order

to allow dissolution of the small amount of residual
deposited iron. Iron is dissolved in the acid solution with
generation of hydrogen

Fe� 2H� ! Fe2� �H2 �19�

and also by the Fe(III) ions

Fe� 2Fe3� ! 3Fe2� �20�

However, because the amount of deposited iron is small
the concentration change of Fe(II) and Fe(III) due to
Equations 19 and 20 is negligible and has not been
considered in the mathematical model. Therefore, the
difference between the initial and ®nal Fe(II) concentra-
tion gives the amount of Fe(II) oxidized to Fe(III).

5. Results and discussion

Figure 2 shows the current e�ciency as a function of
applied potential and also includes the polarization curve
for oxygen evolution, obtained with the same reactor and
a 0.5 M H2SO4 solution. Comparing Figures 1 and 2 it
can be observed that, at a platinum electrode, the onset
of oxygen evolution takes place at a potential lower than
at graphite electrodes. Therefore, at a platinum anode
the range of overpotential in Equation 5 is low, which
further restricts the thickness of the electrode parallel to
current ¯ow. Figure 2 also shows that for potentials
lower than 1.2 V the current ef®ciency is high, between
95±100%, which demonstrates that the predominant
cathodic reaction is hydrogen evolution. For potentials
higher than 1.2 V oxygen evolution, as side anodic
reaction, begins and the current ef®ciency decreases as
expected.
The points in Figure 3 correspond to experimental

values of the fractional conversion as a function of

Table 2. Geometrical characteristics of the expanded metal

Long diagonal/mm 6

Short diagonal/mm 3

Long mesh aperture/mm 4.6

Short mesh aperture/mm 1.6

Thickness/mm 0.5

Apparent thickness/mm 1.2

Strand width/mm 0.7

Surface area per unit volume of electrode/m)1 1288

Fig. 2. Current e�ciency as a function of the applied potential for the

batch reactor. Thick line: polarization curve of oxygen evolution from

0.5 M H2SO4, T � 30 �C.

402



applied potential. At potentials lower than 1.2 V Fe(II)
oxidation takes place as sole reaction and, due to the
fact that it is controlled by mass transfer, the fractional
conversion is a constant. At high applied potential
oxygen evolution as anodic side reaction begins and
affects the fractional conversion. On one hand an
increase in the potential produces an increase in oxygen
generation, which promotes localized turbulence near
the electrode surface thus enhancing the mass transfer of
Fe(II) to the electrode. Thus, the fractional conversion is
increased. On the other hand oxygen evolution reduces
the time necessary to pass 2679 C and the fractional
conversion decreases. The second factor predominates
over the ®rst and a small decrease in fractional conver-
sion with applied potential is observed. In order to
verify the ability of the model to correlate the experi-

mental results, the data of Figure 3 are replotted in
Figure 4 in logarithmic form according to Equations 17
and 18. The line of Figure 4 ®ts the experimental data
with a standard deviation of 0.195, which represents a
reasonable agreement in view of the dif®culties of
calculating the mass transfer coef®cient. The full line
in Figure 3 corresponds to Equation 11 evaluated with
the ®tting parameters of Figure 4. From the slope and
the intercept of the line of Figure 4 and assuming
common kinetic constants for oxygen evolution such as
b � 21 Vÿ1 and ks � 1� 10ÿ12 A mÿ2 gives m � 0:81.
This value of m lies near the upper point of the wide
range of experimental values compiled by Vogt [19].
Figure 5 shows the required time to pass a charge of

2679 C as a function of potential. The time, duration of
the experiment, is drastically reduced when the applied

Fig. 3. Conversion as a function of the applied potential for the batch

reactor. Full line: Equation 11 evaluated with the ®tting parameters of

Figure 4.

Fig. 4. Linearized representation of the fractional conversion data

according to Equations 17 and 18.

Fig. 5. Duration of the experiment as a function of the applied

potential for the batch reactor. Total charge 2679 C.

Fig. 6. Mean space time yield as a function of the applied potential for

the batch reactor. Full line: prediction of Equation 14 with the ®tting

parameter of Figure 4.
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potential increases despite the fractional conversion
(Figure 3) being rather similar in all cases.
Figure 6 shows the mean value of the space time yield

as a function of applied potential. For potentials lower
than 1.2 V the space time yield is practically constant.
However, qmean increases markedly with increase in
potential because the oxygen evolution acts as a
turbulence promoter. Thus for a given production the
size of the reactor is reduced. The full line in Figure 6
corresponds to Equation 14 evaluated with the ®tting
parameters of Figure 4. The numerical calculations
demonstrate that the results of Equation 14 are very
sensitive to the values of the kinetic constants of the side
reaction, ks and b. Therefore, Equation 14 may be used
for the estimation of the mean value of the space time
yield but special attention must be paid to the choice of
kinetic constants for the side reaction.
Figure 7 shows the speci®c energy consumption as a

function of applied potential. Es increases with increase
in potential. Comparing Figures 6 and 7 it can be
concluded that oxygen evolution as side anodic reaction
presents both bene®cial and detrimental aspects. Thus,
when the applied potential increases both the space time
yield and the speci®c energy consumption also increase
and the choice of potential depends on a compromise
between the initial investment cost and the energy cost.

Conclusions

The following conclusions may be drawn:
(i) It was demonstrated that the regeneration of waste

solutions containing Fe(II) may be performed in an
ef®cient manner with an undivided electrochemical
reactor providing a small ratio between the ca-
thodic and the anodic areas. The absence of a
separator reduces the cell voltage and the con-
struction features are simpli®ed.

(ii) The side reactions cannot be considered a priori as
detrimental for the performance of electrochemical
reactors; in many important industrial cases the
side reactions can be bene®cial, such as in the
present study case.

(iii) The mathematical treatment based on the stirred
tank model has proved appropriate for correlation
of the experimental results when side reactions,
evolving a gas as a product, take place simulta-
neously with the main reaction at the electrode.

(iv) The applied potential of the working electrode must
be adopted from an economic point of view taking
into account the initial investment costs and the
energy price.
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