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Facile One‐pot Exfoliation and Integration of 2D Layered Materials 
by Dispersion in a Photocurable Polymer Precursor 

Alberto Gallardo,a Yanina Pereyra,b Enrique Martínez‐Campos,c Carolina García,d David Acitores,c 
Isabel Casado‐Losada,c Marián A. Gómez‐Fatou,e Helmut Reinecke,a Gary Ellis,e Diego Acevedo,b  
Juan Rodríguez‐Hernández,f Horacio J. Salavagionee,* 

Efficient exfoliation of graphene and related materials (GRM) and 

fast and inexpensive integration/assembly are crucial to fulfil their 

full potential. A high degree of exfoliation in organic media can be 

achieved with high boiling point liquids that usually leave residues 

after drying, which is a handicap for many applications. Here, the 

effective exfoliation and dispersion of GRM  in a vinyl monomer, 

which  is  subsequently  converted  to  a  functional  polymer  by 

photopolymerization,  is  reported.  Nanocomposite  membranes 

and  three‐dimensional objects are produced by  the photo‐curing 

process and stereolithography 3D printing, respectively. 

Layered 2D materials, such as graphene (Gr) and molybdenum 

sulfide  (MoS2),  have  been  attracting  huge  interest  due  to 

unique  properties  that make  them  important  candidates  for 

many applications.1‐3 The combination of GRM with polymers 

is especially interesting since the product joins the superlative 

properties of GRM with those of polymers such as lightweight, 

flexibility, easy‐processing  into different  shapes and  chemical 

versatility.  In  this  process,  we  distinguish  three main  steps, 

directly related to advances in technological applications: i) the 

large‐scale  production  of  GRM  with  the  same  properties  as 

those  determined  in  suspended monolayers,  ii)  the  need  for 

functionalization or modification  to  improve  their  interaction 

with host polymers, and iii) the production process.  

With  respect  to  the  first  step,  different methods  have  been 

proposed for the mass production of GRM materials4‐7. Liquid 

phase exfoliation of GRM is envisaged as one of the preferred 

methods as it permits large‐scale preparation of single or few‐

layer  nanomaterial  with  different  lateral  dimensions  and 

structural integrity.8‐11 It has been demonstrated that the best 

solvents  for  dispersing  GRM  are  those  with  similar  surface 

energies as the bulk crystal, 12 However, these organic solvents 

(N‐Methyl‐2‐Pyrrolidone  ‐NMP,  N,N’‐dimethylformamide‐

DMF) display high boiling points and are difficult  to eliminate 

thus  leaving  residues  after evaporation,12  thereby hampering 

their final use in technological applications. In addition, toxicity 

of NMP  residues  is also a  critical  issue  from both health and 

environmental points of view13  in view of their exploitation for 

biorelated purposes. Water dispersion of GRM has been also 

described,  but  in  most  cases,  it  requires  additives  or 

surfactants,  14‐18  introducing additional components  that  limit 

effective upscaling. 

Regarding the second step,  it has been broadly demonstrated 

that efficient synergy by combination of GRM with polymeric 

materials leading to superior properties is only achieved when 

the compatibility between materials is substantially improved, 

by means of a  strong nanoparticle/polymer  interface.19,  20 To 

ensure  robust  interfacial  interactions,  the  GRM  must  be 

chemically  functionalized  with  specific  moieties  with  high 

affinity  for  the  matrix,21  which  usually  requires  several 

chemical  steps with purification protocols  that diminish  their 

attractiveness for industrial production.  

With respect to the  fabrication process, undoubtedly additive 

manufacturing (AM) is a leading and disruptive technology for 

the preparation of polymeric membranes. Among the different 

AM  alternatives,  stereolithography  (SLA)  3D  printing  holds 

great potential for the production of complex structures. Well‐

established  and  widely  used  with  polymers  due  to  high 

precision  (resolution:  z axis < 20 m,  xy < 40‐50 m),  that  is 

cost effective with  customized geometry,22  the  integration of 

nanomaterials  into  3D  printing  processing  opens  a  broad 

spectrum  of  possibilities  and  displays  huge  potential  for  the 

preparation of advanced multifunctional materials.23  In fact, a 
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printable hydrogel composed of methacrylated chitosan as the 

host  polymer  and  graphene  derivatives  that  could  be 

processed by 3D printing, has been very  recently prepared.24 

However,  in  this  case  the  preparation  of  the  composites 

involved several steps. 

In the present communication we describe a facile method to 

produce  membranes  of  GRM‐based  polymeric 

nanocomposites  by  simple  dispersion  of  graphene  in  a 

monomeric  precursor  with  appropriate  physico‐chemical 

properties  for  liquid  exfoliation,  vinylpyrrolidone  (VP),  and 

subsequent  photocuring  giving  polyvinylpyrrolidone  (PVP),  a 

non‐ionic  amphiphilic  and  biocompatible  polymer  capable  to 

form  hydrogels  for  biomedical  applications  like  cell 

manipulation. 25  

One of the best solvents for liquid exfoliation of 2D materials is 

NMP and its effectiveness has been associated with properties 

like the surface energy and the Hildebrand parameter,9 which 

is related to the total cohesive energy density of the solvents, 

and  is divided  in the dispersion (D), polar (P) and H‐bonding 
(H)  contributions  to  dispersion  according  to  the  Hansen 
solubility  parameters.  The  reported  values  of  these 

parameters  for VP  are  similar  to  that  for NMP  and  closer  to 

those  for  graphene  and  MoS2  (Figure  S1).  Very  stable 

dispersions  of  GRM  in  VP  were  generated  by  applying 

ultrasound treatment to powdered graphite or MoS2, followed 

by  centrifugation  to  remove  heavy  aggregates  (Figure  1).  To 

maximize the amount of dispersed graphene, parameters such 

as  initial  graphite  concentration  (Ci), ultrasonication  time  (St) 

and type (pulsed, St,p or continue, St,c) and centrifugation speed 

(Vc)  were  investigated.  The  final  concentration  of  dispersed 

particles (CGr) was calculated from UV‐Visible spectroscopy via 

the  Lambert‐Beer equation, using experimentally determined 

molar extinction coefficients at 660 nm of 1880 L.g‐1.m‐1, in the 

order  of  that  reported  for  NMP.12  The  effect  of  each 

experimental  parameter  on  the  concentration  of  dispersed 

graphene  particles  is  presented  in  Figure  1. As  expected  the 

concentration  of  dispersed  graphene  increased with  both  Ci 

and  St  applied,  the  effect  being much  greater  in  the  case  of 

St,c.(see  more  details  in  ESI).    The  maximum  concentration 

achieved (0.4 mg.mL‐1, see table S2) may not be sufficient for 

some  applications,  but  it  may  be  increased  by  further 

variations  in  the  experimental  conditions  or  by  applying 

already reported procedures.16, 26  

 

 

 

Figure 1. Characterization of GRM dispersed  in VP.  (A) Photograph of Gr  (Left) and MoS2  (right) dispersions after one month storage.  (B) Variation of the amount of graphene 

dispersed in VP under different experimental conditions, obtained from absorption spectra. Squares represent Ci (top x‐axis), while hollow and full triangles correspond to St,p and 

St,c, respectively (bottom x‐axis). Note that the effect of Ci is linearly adjusted by [CGr] = 1,28 x 10
‐3 [Ci] up to Ci = 20 mg.mL‐1; the influence of St,p also follows a linear relationship of 

[CGr] = 5 x 10
‐4 [St,p], up to St,p = 30 min, while the effect of St,c  is described by   [CG] = 0.16∙exp(‐5∙exp[‐0.1[St,c])). (C) Dependence of the quality of flakes, determined by the ID/IG 

Raman ratio, for samples prepared under different experimental conditions (symbols code is the same as in B). (D) Typical TEM image showing graphene flakes of different lateral 

dimensions (scale bar corresponds to 0.5 m), (E) HRTEM of flakes with different thickness ranging from monolayer to multilayer, (F) electron diffraction pattern of a monolayer, 

with the peaks labelled by Miller–Bravais indices and (G) diffracted intensity taken along the 1–210 to –2110 axis for the pattern in (F).  
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We  also  analyzed  the  quality  of  the  dispersed  material  by 

Raman  spectroscopy.  While  all  samples  display  the 

characteristic  bands  of  graphene,  i.e.  the  G  band  appearing 

around 1580 cm‐1,  the second order 2D band at around 2700 

cm‐1 and the disorder‐induced D band at 1350 cm‐1 (Figure S3), 

the  relationship of peak  intensity of D with  respect  to  the G 

band  depends  on  the  experimental  conditions  used  to 

exfoliate  graphite  (Figure  1D). While  the  D/G  intensity  ratio 

seems to be independent of both Ci and St,p, it clearly increases 

as  St,c  increases,  again due  to  the hot  spots where  very  high 

temperatures  and  pressures  are  generated  in  the  cavitation 

waves.  Further  analysis of  the Raman  ID/IG  intensity  ratio  for 

graphene  in  VP  prepared  under  different  experimental 

conditions  reveals  that  other  quality  parameters  are  also 

generally affected when continues ultrasound wave  is applied 

(Figure S4). The mean  in‐plane crystallite size, La, the distance 

between defects, LD, and the density of defects, nD, calculated 

with  the  appropriate  equations  from  literature;27,  28  also 

highlight the differences between the quality of the materials 

depending  on  the  type  of  ultrasound  treatment.  The  values 

obtained for fifteen minutes of continuous ultrasound are 138 

 37 nm, 33  4 nm and 3.4 x 1010  7.3 x 109 cm‐2 for La,   LD 

and nD, respectively, which are very similar to values obtained 

for graphene dispersed  in NMP under  the  same  conditions.13 

Considering  the  results  presented,  we  selected  the  samples 

prepared under these conditions for further studies.  

The dimensions and  thicknesses of  the dispersed  flakes were 

analyzed  by  TEM.  In  the  case  of  graphene  a  good 

concentration  of  2D  laminates  is  observed with  some  logical 

heterogeneity in both the lateral dimensions of the flakes and 

their  thickness  (Figure  1D  and  S5).  Statistical  analysis  (of  at 

least 40  flakes)  reveals  that  the average  length and width of 

the  flakes  are  around  783    220  nm  and  337  77  nm, 

respectively. The average  length of  flakes was also calculated 

using a recently reported expression that relates the full‐width 

at half‐maximum  (FWHM) of  the G band  (G) with  the mean 

size  of  flakes  (<L>).29  In  this  sample  the mean  size  obtained 

was  793    103  nm,  in  good  agreement with  TEM  values.  In 

addition,  <L>  has  been  observed  to  depend  on  the 

experimental  conditions.  It  markedly  decreases  with  St,c,  is 

independent  of  St,p  and  increases with  a  rate  of  30  nm.mg‐1 

with  Ci  for  Ci    20 mg.mL‐1  (Figure  S6).    HRTEM  allows  the 

determination of the number of layers at the edge by counting 

the number of folds. Figure 1E shows HRTEM images of a flake 

with  well‐defined  edges,  where  isolated  single‐layer  and 

bilayer graphene are observed along with zones where bilayer, 

three‐layer  and  multilayer  coexist.  Statistical  inspection  of 

these edges (40 flakes analyzed) suggests that around 15% of 

the  total  number  of  flakes  are monolayer  and  over  73%  of 

them  are  few‐layer,  which  is  slightly  lower  than  values 

observed  with  NMP.12  Normal‐incidence  electron  diffraction 

pattern  of  the monolayer of  Figure  1F  shows  the  typical  six‐

fold symmetry of graphene and the peaks are labeled with the 

Miller–Bravais  (hkil)  indices.  Diffracted  intensity  taken  along 

the  1–210  to  2–110  axis  for  the  pattern  in  Figure  1F 

demonstrate that the intensity of the inner spots is higher than 

that  of  the  outer  ones  (Figure  1G), which  corresponds  to  a 

single‐layer,12 confirming the relation between the number of 

folds at the edges and the number of  layers of the flake. TEM 

characterization  of  the MoS2  flakes  dispersed  in  VP  (Ci  =  20 

mg.mL‐1;  St,c  =  30 min; Vc  =  7  kr.p.m.)  is described  in  the  ESI 

(Figure S5 D‐F).    

The VP‐dispersed graphene and MoS2 were photocured using a 

previously  optimized  formulation,25  in  the  presence  of 

potassium sulfopropylmethacrylate  (17 mol.% with respect  to 

VP), ethylene glycol dimethacrylate (2 mol.%), 3,3’‐(propyl)‐di‐

1‐vinyl‐2‐pyrrolidone  (0.1  mol.%)  and  water  as  solvent 

(Scheme  S1.  See  full  details  in  experimental  section).  A 

summary of the hydrogel types prepared is given in Table S2.  

An image of the hydrogel film, hydrated at equilibrium, formed 

from  a  dispersion  of  0.12 mg.mL‐1  of  graphene  is  shown  in 

Figure 2.  A TEM image of a membrane containing 0.024 wt. % 

of graphene laminates is shown in Figure 2B, where irregularly 

shaped sheets with  lateral size of a  few hundred nanometers 

are seen. Folded edges are also observed as darker lines, most 

of  them  composed  of  few‐layer  graphene.  A  representative 

image of  these edges  is  shown  in Figure S8,  in  this  case  four 

layers  are  observed  with  a  distance  between  the  outer 

laminates  of  around  6  nm,  which  confirms  the  presence  of 

polymer between graphene laminates (d‐spacing in graphite is 

0.34 nm).  

The hydrogel membranes have been characterized by a pool of 

techniques  in order to analyze the effect of the GRM on their 

bulk  and  surface  properties.  Swelling  of  hydrogel 

nanocomposites, obtained by gravimetry, was  similar at 82‐
83.5%  (wet  weight‐dry  weight)/wet  weight.  The  mesh  size, 

determined  from  the swelling data  30 slightly  increase  for  the 

nanocomposites, suggesting a small decrease on the degree of 

crosslinking.  Furthermore,  the  kinetics  of  swelling  are  very 

similar  for all samples (data not shown),  in spite of the water 

repulsion  ability  of  graphene.31  The  load  of  GRM  exerted  a 

slight influence on the mechanical properties of the hydrogels 

(Table S3 and Figure S8).  Independently of the GRM nature, a 

small decrease in the modulus, as obtained from compression 

tests,  was  observed  (it  ranged  between  0.4  and  0.9  MPa). 

Deformation at break ranged between 80 – 90 % with similar 

values  for  the  nanocomposite  hydrogels  as  for  the  neat 

polymer hydrogel (Table S3). The absence of reinforcing effect 
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with the incorporation of the nanomaterials, which does occur 

in other hydrogel systems,24, 32 can be understood considering 

the  low final concentration of the GRM  in the membranes, as 

observed  for  other  graphene‐  based  polymer 

nanocomposites.33  Firstly,  the  high  capability  to  incorporate 

water of the hydrogels led to materials with very high content 

of water, differently to other hydrogels.24 Secondly, in the final 

polymerization  formulation,  50‐60  wt.  %  corresponds  to  VP 

with  dispersed  GRM.  In  this  sense,  more  experiments  are 

currently underway  in order  to  increase  the concentration of 

GRM. 
 

 

Figure 2. (A) Photograph of a hydrogel nanocomposite film after photocuring; (B) 

TEM  image  showing  the dispersion of  the  flakes within  the polymer hydrogel. 

Scale  bar  corresponds  to  200  nm.  (C)  Capillary  rise  (meniscus  height)  for  the 

hydrogels  nanocomposites  in  water  as  a  function  of  the  surface  chemical 

composition. (D) Side and top photographic views of a 3D object with a diameter 

of 13.4 mm, prepared by 3D photocuring. 

The  surface wettability was measured  by  using  the  capillary 

rise  approach34  that  can  be  directly  related  to  the  dynamic 

contact  angle35,  36(see more  details  in  ESI).  The  capillary  rise 

values  (measured  in cm) obtained  for  the different hydrogels 

have  been  represented  in  Figure  2C  for  the  different 

graphene/hydrogel  (VP‐Gr)  and  MoS2/hydrogel  (VP‐  MoS2) 

materials.  Interestingly, whereas  the hydrogel employed as a 

control presented a meniscus height above 4 cm, the meniscus 

heights  obtained  for  the  nanocomposite  hydrogels  were 

between  2.5  and  3.2  cm.  Thus,  we  can  suggest  that  the 

incorporation  of  nanofillers,  even  at  low  concentration, 

produced measurable changes in the surface wettability.  

One  of  the  most  interesting  aspects  of  photopolymerizable 

hydrogel precursors are their possible use  in AM to create 3D 

objects. As a proof of concept, we have used stereolithography 

(SLA) to fabricate a 3D scaffold using a monomer mixture of VP 

dispersed  graphene  and  poly(ethylenglycol  dimethacrylate), 

PEGDMA  (average Mn  =  550  g.mol‐1)  in  a  volume  ratio  1:1 

(Figure 2D). By using the additive manufacturing methodology, 

the photopolymerization of precisely designed areas in a layer‐

by‐layer approach permits the use of rather opaque solutions 

since  the  height  of  the  layer  can  be  limited  to  only  a  few 

microns. Thus, as depicted in Figure 2, in spite of the opacity of 

the monomer solution employed the formation of well‐defined 

(micrometer  resolution)  and  intricate  geometries  could  be 

achieved. 

VP‐GRM based hydrogel membranes were used as cell culture 

platforms as soft‐nanocomposites of polymeric gels and GRM‐

based  nanoparticles,  have  demonstrated  great  potential  for 

bio‐applications.37 Here, after an  initial delay  in the first days, 

cell  aggregates  over  the  surface  were  observed  at  168  h 

(Figure S10). In the case of graphene, no significant differences 

were  detected  between  samples,  showing  that 

cytocompatibility was  not  affected with  the  incorporation  of 

the nanofiller. Metabolic evaluation also showed a similar level 

of activity on these samples (Figure S10). For cell detachment 

analysis, hydrogels were moved to a new 24‐well tissue culture 

plate  (TCP),  inverting  the  hydrogel  and  bringing  into  contact 

the cell culture with the plastic surface for at least 4 hours. The 

hydrogels were  removed  and  after  72 hours  cell monolayers 

proliferated on  the TCP without  loss of viability, and optimal 

values  of  metabolic  activity  were  achieved  (Figure  3).  No 

significant differences were found between detached cultures 

for  the  supports  incorporating  graphene.  In  the  case  of  VP‐

MoS2,  a  slight  increase  in  the metabolic  activity  before  and 

after  transplantation was  observed,  in  good  agreement with 

other biological studies  in molybdenum‐based biomaterials.17, 

38‐40 Finally, endothelial cells growing over VP‐MoS2 presented 

a  more  outstretched  phenotype,  in  contrast  with  other 

hydrogels, were  cells  presented  a  rounded morphology  (Fig. 

S10).  This  could  represent  a  differential  adhesion  behavior 

over hydrogels surfaces, a  fact  that will be analyzed  in  future 

experiments.  

 

 

Figure 3. Evaluation of cell  transplants  (72h after detachment). Bright  field  images of 

(A) VP hydrogel with (B) graphene and (C) MoS2. The scale bar in A applies to all images. 

(D) metabolic activity (Alamar Blue). 

Conclusions 

In conclusion, we have described a simple one‐pot method to 

process  graphene  from  graphite  to  the  final  product,  in  this 
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case hydrogel nanocomposites, by appropriately selecting the 

dispersion medium. Avoiding  liquid  solvents  that  are hard  to 

remove  and  the  simplicity  of  the  protocol make  it  appealing 

for  industrial  scale‐up.  In  addition,  the  combination  of  two 

families  of  materials  (graphene  or  MoS2  and  a  polymer 

hydrogel) with very different but complementary properties by 

means  of  such  a  facile  method  opens  a  wide  range  of 

possibilities  for  materials  preparation  and  applications.  The 

method reported  in this communication can be extended to a 

broad  scope  of  applications  beyond  bio‐based  ones  as  the 

many  possible  combinations  between  vinyl  co‐monomers 

open  new  opportunities  for  the  preparation  of  diverse 

graphene‐based  copolymers  with  properties  beyond 

hydrogels.  Finally,  the  preliminary  results  described  here  on 

the  integration  of  GRM  into  3D  printing  processing  have 

enormous  potential  implications  for  the  preparation  of 

advanced multifunctional materials. 
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