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LaCoO3 perovskite-type oxides were prepared by microwave-assisted coprecipitation 
route and investigated in the catalytic partial oxidation of methane (CPOM) to syngas. 
This preparation method aims to achieve higher specific surface areas (ssa) than 
soft-chemical methods commonly used in the preparation of engineered materials. In an 
attempt to accomplish the creation of mesostructured porous LaCoO3, an ionic template 
such as cetyl trimethyl ammonium bromide has been used as endotemplate in some 
samples. The influence of pH and the type of precipitating agent has been studied. The 
materials have been characterized at different levels: morphology has been studied by 
scanning electron microscopy, textural properties by nitrogen adsorption–desorption at 
−196°C, structural analysis by X-ray diffraction, surface composition by X-ray photoelec-
tron spectroscopy, thermal stability by thermogravimetric analysis, and carbon formation 
in spent catalysts by Raman spectroscopy. Structure-activity correlations point out that 
the precipitating agent has a key role on the morphology and porosity of the resultant 
oxide, as well as on the average crystalline domain of lanthanum perovskite (catalyst 
precursor). Thus, the use of ammonium hydroxide as precipitant leads to materials with 
a higher surface area and a greater ssa of cobalt (per unit mass), improving their catalytic 
performance for the CPOM reaction. The best catalytic performance was found for the 
catalyst prepared using ammonium hydroxide as precipitant (pH 9) and without adding 
CTAB as endotemplate.

Keywords: methane, partial oxidation, syngas, microwave-assisted coprecipitation, endotemplate

inTrODUcTiOn

Natural gas is found in many locations around the world (more distributed than oil reserves) and 
avoids dependence from oil producing countries. However, the low cost of oil coupled with the high 
cost of natural gas storage and transportation from remote reservoirs hampers its use. At present, 
numerous efforts have been done investigating on methods to enhance the value of natural gas, either 
by synthesizing chemicals or fuels or more readily transportable products that nowadays are mainly 
obtained by crude oil refining. Currently, the only economically available route for the conversion 
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of methane into more valuable chemicals is via synthesis gas. 
Among the different routes for syngas production from methane 
(steam reforming, dry reforming, and partial oxidation), partial 
oxidation presents some advantages: it is a mild exothermic 
reaction, leading to energy saving, therefore, it offers economic 
incentives when compared to the current industrial process, 
based on the steam reforming which is a very endothermic reac-
tion. Moreover, catalytic partial oxidation of methane (CPOM) 
produces a H2/CO ratio ~2 (suitable for Fischer–Tropsch or 
methanol syntheses). The main drawbacks are the formation of 
hotspots in the catalytic bed (which favors the sintering of the 
active phase), carbon formation and, in some cases, the need of 
an oxygen separation plant (York, 2003).

Metallic cobalt supported on basic oxide supports proved 
to be efficient catalysts for syngas production by CPOM (Wang 
and Ruckenstein, 2001). Perovskite-type (ABO3) oxides are 
excellent precursors for supported metal catalysts because, their 
reduction leads to finely dispersed metallic particles (B0) onto 
a matrix constituted by a metal oxide (A2O3) (Hayakawa et al., 
1993). LaCoO3 is particularly promising as catalyst for reactions 
such as combustion or total oxidation of VOCs (Alvarez-Galvan 
et al., 2009) or as a catalyst precursor for syngas production by 
oxidative reforming of diesel (Navarro et al., 2007; Mota et al., 
2012), methane reforming, and/or partial oxidation (Zhu et al., 
2004; Toniolo et al., 2012; Brackmann et al., 2014; Roseno et al., 
2016). However, conventional preparation routes of perovskite 
type oxides such as coprecipitation and sol-gel methods results 
in bulk materials with very low specific surface area (ssa), which 
limits the surface accessibility of active phases. The use of porous 
catalysts having a high surface area is highly desired because 
activity is enhanced when referred to unit mass of catalyst.

The potential of well-ordered mesoporous silica for applica-
tions in catalysis was recognized in the early 90s of the twentieth 
century (Kresge et al., 1992) and it has inspired numerous efforts 
in synthesis of non-silica-based materials composed of catalyti-
cally relevant transition metal oxides. The introduction of internal 
porosity in oxides, such as perovskites, is of great interest for the 
fields of catalysis, fuel cells, and sensors. The use of porous oxides 
in catalysis will increase the conversion rate per mass of catalyst 
and, additionally, might lead to improved selectivity as compared 
to the respective bulk materials, due to effects such as site isola-
tion, which may open alternative reaction pathways. Moreover, 
the creation of an internal and stable porous structure would 
increase heat and mass diffusion, increasing the catalyst stability, 
by decreasing deactivation by sintering and carbon deposition.

Therefore, it is very important to stablish of a synthesis 
method that would lead to an increase in the dispersion of active 
phases. Different methods to achieve this objective involve the 
use of different compounds as templates or structure directing 
agents (ionic and neutral surfactants), in order to introduce 
porosity (Schuth, 2001; He and Antonelli, 2002; Soler-Illia et al., 
2002; Carreon and Guliants, 2005; Taguchi and Schüth, 2005; Pal 
and Bhaumik, 2013). Some thermally stable binary and mixed 
transition metal oxides, such as SmFe1−XAlXO3 (Stathopoulos 
et  al., 2001), Pb(Sc1/2Nb1/2)O3 (Tang et  al., 2009), LaCoO3 
(Xintong et al., 2016), La-Co-Zr-O mixed oxide (Zou et al., 2006), 
and LaMnO3 (Hu et  al., 2017) were prepared from metal salts 

precursors in the presence of ionic molecules such as hexade-
cyltrimethylammonium bromide (CTAB) as endotemplate. The 
main requirements of this synthesis procedure are (i) the need 
of interactions between the template molecule and the material 
precursors (Coulomb interaction, hydrogen bridges, van der 
Waals forces, etc.) and (ii) the difference between the density of 
the precursors and the template cannot be too large. The high 
redox activity of transition metal oxides often lead to a collapse 
of the mesophase during the template removal by calcination or 
to an incomplete elimination of the template. Thus, despite many 
efforts, an efficient preparation of mesoporous mixed oxides has 
not been reported in literature, and often, the materials prepared 
by such route show a collapsed structure and/or no mesoporosity 
(Schüth, 2003). However, the synthesis of porous perovskites 
using endotemplates has not been sufficiently explored.

On the other hand, another approach to develop new fast and 
energy-efficient routes for the synthesis of solids is the microwave-
assisted method. Microwave synthesis is generally fast, simpler, 
and very energy efficient. Microwave interaction with reactants 
during the synthesis of materials is based on energy transfer from 
microwaves to the material through resonance or relaxation, 
which results in rapid heating (Rao et  al., 1999). Microwave-
assisted hydrothermal syntheses have been successfully used to 
prepare different materials, such as Ir oxohydroxides for elec-
trochemical oxidation of water (Massué et al., 2017), LaNiO3 for 
the electrocatalytic activity toward hydrogen evolution reaction, 
with a smaller grain size than non microwave-assisted routes 
(Galal et al., 2011), and also to achieve a uniform deposition of 
Pt nanoparticles on ceramic monoliths (Zavyalova et al., 2009).

This work describes an attempt of preparing LaCoO3 by 
microwave-assisted hydrothermal synthesis, with the aid of 
an ionic endotemplate. The synthesis protocol aims to obtain 
porous materials of higher ssa and thus of enhanced catalytic 
activity. CTAB is a cationic surfactant, soluble in H2O, which was 
introduced to interact with the nitrate salts of the corresponding 
cations and to improve the homogeneity of the precursors. The 
physicochemical properties of the materials were investigated 
by means of N2 adsorption–desorption isotherms at −196°C, 
powder X-ray diffraction (XRD), scanning electron microscopy 
(SEM), X-ray photoelectron spectroscopy (XPS), and Raman 
spectroscopy. The prepared samples were used as catalysts pre-
cursors for syngas production by partial oxidation of methane. 
Correlations of structure–activity were stablished with the aim 
to understand which parameters are influencing the reactivity.

MaTerials anD MeThODs

samples Preparation
In order to prepare 5 g of LaCoO3, the corresponding stoichio-
metric amounts of cobalt and lanthanum nitrate precursors were 
dissolved in 100 ml bidistilled water. In the case of using CTAB 
as endotemplate [molar ratio CTAB/(Co + La cations)], this is 
suspended in water and added to the Co and La solution under 
stirring. The resultant gel is stirred for 30 min at 60°C. NH4OH or 
NaOH is added until the pH is 9 or 11 (the color of the suspen-
sion can have different tonalities between pink and purple). Then, 
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Table 1 | Textural properties of fresh calcined samples.

catalyst abeT (m2/g) external surface 
area (m2/g)

Micropore  
area (m2/g)

Pore volume 
(cm3/g)

NH4–9 16.0 14.6 1.4 0.0897
NH4–9-E 16.0 15.3 0.7 0.0648
NH4–11 16.8 15.7 1.1 0.0536
NH4–11-E 18.7 18.7 0 0.0685
Na-11 8.0 7.9 0.1 0.0292
Na-11-E 8.3 7.8 0.5 0.0164
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the hydrothermal treatment is carried out, transferring the gel 
into a teflon-lined microwaved-assisted autoclave. After 4  h at 
200°C, the product is filtered, washed twice with 100 ml of water 
to remove nitrates, and dried 14 h at 80°C. Finally, the materials 
were calcined under flowing air, first at 300°C for 2 h and then at 
750°C for 4 h (2°C/min), obtaining black samples.

As previously commented, CTAB was used as endotemplate, 
for crystal growth agent. CTAB is a cationic surfactant, with a 
hydrophilic head and a hydrophobic organic tail. In the synthesis 
of the samples, La(NO3)3 and Co(NO3)2 were combined with 
NaOH or NH4OH to generate hydroxide ions. Therefore, ion 
pairs between the hydroxide and CTA+ were formed because of 
the electrostatic interaction in the alkaline solution. The hydro-
philic head of CTAB is adsorbed on the surface of the nuclei of 
La and Co hydroxides precipitate. When the hydrothermal tem-
perature was increased to 200°C, CTAB micelles were destroyed  
(Hu et al., 2017). The nomenclature of the samples is composed by 
the precipitant cation symbol followed by the value of the pH of 
precipitation and, finally, in the case of using CTAB as endotem-
plate, the letter “E” as suffix.

samples characterization
Specific surface areas were calculated using the BET method from 
the nitrogen adsorption isotherms recorded at −196°C using a 
Micromeritics ASAP 2420 automatic instrument. The accuracy of 
ssa values is below 0.5%. The calculation of the pore size distribu-
tion was performed using the desorption branch of the isotherm 
and the Barrett–Joyner–Halenda model.

The phase identification was performed by XRD analysis 
using an X’Pert Pro PANalytical equipment. XRD patterns were 
recorded using a CuKα radiation (λ = 1.5406 Å, 45 kV, 40 mA). 
The mean crystallite size was then estimated from X-ray line 
broadening using the Scherrer equation. Width was taken as 
the full width at half maximum intensity of the most intense 
and least overlapped peaks of LaCoO3 (2·θ ~47.5°) for the fresh 
calcined samples and of Co0 and La(OH)3 (2·θ ~44.2 and 39.5°, 
respectively) for the catalysts after reaction.

The morphology of the fresh calcined samples was analyzed 
by SEM (Hitachi S-3000N), instrument with a resolution of 3 nm. 
The acceleration voltage was 20 kV. The samples were dispersed 
on aluminum stubs.

X-ray photoelectron spectroscopy measurements were 
recorded using an Escalab 200 R spectrometer equipped with a 
hemispherical electron analyzer and an Al Kα (h·ν = 1,486.6 eV) 
120  W X-ray source. The area of the peaks was estimated by 
calculating the integral of each peak after smoothing and subtrac-
tion of an S-shaped background and fitting of the experimental 
curve to a mixture of Lorentzian and Gaussian lines (90G/10L). 
All binding energies (BE) were referenced to the C 1 s signal at 
284.8 eV from carbon contamination of the samples to correct the 
charging effects. This reference gave BE values within an accuracy 
of ±0.2 eV. Quantification of the atomic fractions on the sample 
surface was obtained by integration of the peaks normalized with 
atomic sensitivity factors.

The amount of adsorbed compounds as well as the decompo-
sition of perovskite samples during pretreatment were deter-
mined by thermogravimetric analysis (TGA/SDTA 851e Mettler 

Toledo), measuring the weight change of the calcined samples 
during heating at high temperature. Analyses were carried out by 
raising the sample temperature from room temperature to 950°C 
at a rate of 20°C/min in a N2 flow.

Raman spectra were recorded with a Renishaw in via Raman 
Microscope spectrometer equipped with a laser beam emitting 
at 532 nm, at 100 mW output power. The photons scattered by 
the sample were dispersed by a 1,200 lines/mm grating mono-
chromator and simultaneously collected on a CCD camera; the 
collection optic was set at 50× objective. These measurement 
conditions gave Raman shift within an accuracy lower of 0.1/cm.

catalytic activity Tests Protocol
The catalytic behavior of prepared samples for the partial oxi-
dation of methane to syngas was studied under atmospheric 
pressure, at 900°C using a quartz fixed bed reactor (external 
diameter  =  6  mm, internal diameter  =  4  mm). The catalysts 
(40 mg) were subjected to a pretreatment under 44.4 mLN/min 
(10% H2–90%N2) flow, increasing the temperature up to 900°C 
and maintaining these conditions for 30 min (ramp, 30°C/min). 
Once the activation stage has finished, the reactants are intro-
duced. The space velocity was 36,600 mLN/h·g and the feed com-
position was 40% CH4, 20% O2, and 40% N2 (molar). The reaction 
stream was analyzed on line by gas chromatography (HP 6890), 
equipped with a column Carboxen 1010 PLOT (SUPELCO®) and 
with a thermal conductivity detector. This system was used to 
analyze H2, O2, N2, CO, CO2, and CH4. Nitrogen was used as an 
inert standard for quantification. During the activity tests, carbon 
balances were always close to 100%. All reaction experiments 
were repeated three times with variation of the conversion and 
selectivity lower than two units of calculated percentage (average 
values are reported).

resUlTs anD DiscUssiOn

characterization of Fresh calcined 
samples
The fresh calcined samples have been analyzed by adsorption–
desorption of N2. Obtained results (BET surface area, external 
and micropore area, and pore volume) are reported in Table 1. 
The surface areas of this novel mesostructured LaCoO3 oxide 
are higher than those obtained for standard LaCoO3 samples, 
prepared by coprecipitation or sol-gel methods (Villoria et  al., 
2011). The samples prepared using NaOH as precipitant agent 
show lower ssa than those prepared using NH4OH, under the 
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FigUre 1 | Pore size distributions of fresh calcined samples (from Barrett–Joyner–Halenda model desorption branch).
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same precipitation pH. For the samples prepared with NH4OH, 
an increase of the precipitation pH from 9 to 11 produces a 
small increase in ssa values. Furthermore, external surface area 
values are somewhat higher when CTAB is incorporated to the 
precipitation medium. This effect is attributed to the development 
of a larger mesoporosity (Hellgardt and Chadwick, 1998), as it is 
observed when pore size distributions are compared (Figure 1).

Figure 2 shows the nitrogen adsorption–desorption isotherms 
for the fresh calcined samples. All of them are type IV isotherms, 
characteristic of mesoporous materials. Except for the sample 
Na-11-E, all the materials show, to a greater or lesser extent, a 
H3 hysteresis loop, due to capillary condensation in mesoporous 
solids containing aggregates of plate-like particles giving rise 
to slit-shaped pores. H3 type hysteresis loop indicates that the 
samples contain interparticular pores and have lost the possible 
inner mesoporosity introduced by CTAB, probably due to the 
high temperature used during the calcination (Zou et al., 2008). 
The N2 adsorption/desorption isotherms of the samples show 
a sharp capillary condensation step at high relative pressures  
(P/P0 ~ 0.9–1.0), indicating a relatively large pore size and wide 
pore distribution (Zou et al., 2008; Zhao et al., 2010).

It can be observed that, only for the sample prepared at pH 
11 and using ammonium hydroxide as precipitant, an increase 
in mesoporosity and ssa is generated when CTAB is used as 

endotemplate (sample NH4–11-E in relation to NH4–11), as it 
was expected by the endotemplate removal (see Figures 1 and 2).

A very broad pore size distribution in the range of meso and 
macropores with a relative maximum around 60  nm has been 
observed for all the materials, except for the sample Na-11-E 
(Figure 1). A relative maximum around 2–3 nm is also observed 
for all the samples.

The crystalline composition of the samples after calcination 
has been determined by XRD. The diffractograms, in Figure 3, 
show that samples Na-11 and Na-11-E, prepared using NaOH to 
precipitate cobalt and lanthanum cations, consist only of rhombo-
hedral lanthanum cobaltite (PDF card: 01-084-0848), character-
ized by the typical doublet around 32.9 and 33.3°. On the contrary, 
the samples prepared using NH4OH as precipitant contain, 
besides of LaCoO3, some other phases, such as hexagonal La2O3 
(01-083-1344) and cubic Co3O4 (01-076-1802), for those named 
NH4–9, NH4–9-E, and NH4–11, and hexagonal La(OH)3 (as well 
as Co3O4 and LaCoO3) in the case of the sample NH4–11-E. The 
average domain size of lanthanum cobaltite has been determined 
using the Scherrer equation (Table 2). The results clearly show 
that the average domain size of this phase is larger for the samples 
synthesized using NaOH as precipitant (Na-11 and Na-11-E).

The morphology of the samples (fresh calcined) has been 
studied by SEM. Micrographs, in Figure  4, revealed some 

https://www.frontiersin.org/Energy_Research/
https://www.frontiersin.org
https://www.frontiersin.org/Energy_Research/archive


FigUre 2 | N2 adsorption–desorption isotherms at −196°C of fresh calcined 
samples.

FigUre 3 | X-ray diffractograms of (a) fresh calcined samples and (b) catalysts after reaction (♦: rhombohedral LaCoO3, ▪: cubic Co3O4, •: hexagonal La2O3,  
5:▴ hexagonal La(OH)3, ♣: Co0).
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differences depending on the preparation of the sample. In 
general, the particles have a granular shape, but the size and 
specific morphology is different. Those samples prepared using 
NaOH as precipitant (Na-11 and Na-11-E) show an average 
grain size somewhat higher (around 0.10–0.15 µm) than those 

prepared using NH4OH (with an average grain size around 
0.03–0.05 µm). The sample Na-11-E shows grains that are big-
ger, more defined and with a more regular shape than grains in 
Na-11 sample. In the case of the samples prepared under the 
same pH (11) but using ammonium hydroxide as precipitant 
(NH4–11 and NH4–11-E), similarly to samples prepared with 
NaOH, the use of an endotemplate produces more regularly 
shaped grains. On the other hand, the sample NH4–9 presents 
a nanorod-based morphology. Considering the grain size 
and shape observed by SEM, it can be derived that there is a 
correlation between these properties and the ssa (Table 1). In 
essence, a smaller grain size and more intricate morphology 
are related to a higher surface area. The decrease in the grain 
size for the samples prepared using NH4OH was attributed 
to the combined effect of surfactant CTAB and precipitant 
ammonium hydroxide. In the samples prepared in this work, 
it is observed that the surfactant CTAB, which was introduced 
into the precipitation system to control the aggregation of pre-
cipitates, reduces the aggregation tendency of the precipitates 
due to its micellar effect and steric repulsive effects. Hence, in 
highly basic media metal hydroxo species, e.g., (Co(OH)4)2−, 
(La(OH)4)−, interact with the cationic template. In this way, 
the anionic inorganic species are stabilized with a cationic 
surfactant (CTA+) through electrostatic interaction (Pal and 
Bhaumik, 2013).

https://www.frontiersin.org/Energy_Research/
https://www.frontiersin.org
https://www.frontiersin.org/Energy_Research/archive


FigUre 4 | Scanning electron microscopy micrographs of fresh calcined samples.

Table 2 | Average domain size of LaCoO3 for fresh calcined samples and for 
catalysts after reaction.

catalyst Fresh calcined 
samples

catalysts after reaction

lacoO3 
(01-084-0848)

co0 
(00-015-0806)

la(Oh)3 
(00-036-1481)

2·θ (°) t(nm) 2·θ (°) t(nm) 2·θ (°) t(nm)

NH4–9 47.456 45 44.077 27 39.346 16
NH4–9-E 47.586 45 44.269 37 39.533 16
NH4–11 47.483 50 44.124 22 39.360 16
NH4–11-E 47.490 37 44.321 27 39.579 16
Na-11 47.465 58 44.338 25 39.610 16
Na-11-E 47.494 54 44.122 22 39.365 14
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In order to explain the role of ammonium hydroxide in 
decreasing the growth of the as-precipitated grains, it is neces-
sary to comment on the formation mechanism of precipitates. 
The precipitation process is based on a simple reaction between 
metallic cations and OH− anions to form hydroxide precipitates. 
Afterward, these initial precipitate particles will grow via a rip-
ening process according to crystal growth theory. Ammonium 
cations adsorb on the nuclei and inhibit further growth of the 
particles due to its spatial configuration. NH4

+ is more prone to 
adsorb onto the electronegative surface of the LaCoO3 particles 
because it is a stronger Lewis acid than Na+. Moreover, the larger 
size of ammonium cation increases the thickness of the electric 
layer on the precipitates. Consequently, the mobility of the metal 
ions on the surface of the particles is remarkably reduced and 
consequently their growth via Ostwald ripening is restrained 
(Tang et al., 2009).

These morphological properties obtained by SEM are in good 
agreement with results obtained by N2 adsorption–desorption at 
−196°C, where the prepared solids were found to be conformed 
by a meso and macroporosity network. The primary lanthanum 
cobaltite particles are arranged into 30–150  nm agglomerates, 

generating mesopores of 2–50 nm diameter. These agglomerates 
coalesce into aggregates, and pores >50  nm are formed in the 
interstices (Soboleva et al., 2010).

The fresh calcined samples have been analyzed by TGA under 
N2 flow and obtained profiles are depicted in Figure 5. The first 
weight loss region up to 200°C is related to loss of adsorbed 
water. The second one is due to the decomposition of surface 
lanthana carbonated hydroxide, which produces carbon dioxide 
and water, up to 470°C. Then, a third loss, up to 600°C is related 
to the decomposition of lanthanum hydroxide (Ino et al., 1976), 
which is evident for the sample NH4–11-E [in accordance to the 
presence of La(OH)3, observed by XRD]. Finally, the last loss, 
between 600 and 830°C, is related to the formation of O2 by 
solid state reaction between Co3O4 and La2O3 to form LaCoO3 
and by the desorption of mobile bulk oxygen associated with 
a defective perovskite structure (Navarro et  al., 2007; Singha 
et al., 2017).

As reported in literature (Singha et al., 2017), the loss of CTAB 
is produced between 300 and 600°C, therefore, this compound 
was removed during the calcination stage (at 750°C), carried 
out in the last stage of the samples preparation (see Samples 
Preparation) and, because of this, none of the weight losses are 
attributed to the removal of this compound.

activity Tests results
Conversion of methane with high selectivity to CO and H2 can be 
obtained at 900°C over activated samples (under 44.4 mLN/min 
flow of 10% H2–90%N2 for 30 min). The catalytic behavior evolves 
differently with time on stream depending on the type of sample 
(Figure 6). The catalysts NH4–11 and NH4–9 are the most active, 
selective, and stable for syngas production by CPOM along 6 h 
of reaction, with methane conversions and syngas selectivities in 
the thermodynamic equilibrium (York, 2003). They are followed 
in catalytic efficiency by the catalysts NH4–11-E and NH4–9-E, 
for which an induction period of around 5 h is observed. This 
induction period is explained by the progressive reduction of 
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FigUre 5 | Thermogravimetric analysis profiles of fresh calcined samples.

FigUre 6 | Activity parameters of catalysts for partial oxidation of methane to syngas [900°C, 36,600 mLN/h·g, 40% CH4, 20% O2, and 40% N2 (molar)].  
(a) CH4 conversion, % (b) CO2 selectivity, % (c) H2 yield, and (D) CO yield.
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(Cimino et al., 2005), to cobalt oxide which is active for meth-
ane combustion. Indeed, under CPOM reaction conditions, 
CH4 conversion progressively decreases from 55 to 35% and 
CO2 selectivity increases from 27 to 61% during the first 6  h 
of reaction.

After 6 h of reaction, CH4 conversion (Figure 6A) and syngas 
yield (Figures 6C,D) show the following trend: NH4–9 > NH4–
11  >  NH4–11-E  >  NH4–9-E  >  Na-11-E  >  Na-11. For the 
catalysts prepared using ammonium hydroxide as precipitant, 

surface cobalt oxide to metallic cobalt under reaction conditions 
(Navarro et al., 2007).

Finally, the less active catalysts are those prepared using 
sodium hydroxide as precipitant (Na-11-E and Na-11). The 
catalyst Na-11-E shows a quite stable catalytic behavior in the 
whole reaction time. On the contrary, the catalytic performance 
of catalyst Na-11 changes with time on stream and an increase 
in the selectivity to CO2 is observed (Figure 6B). This is likely 
due to the progressive reoxidation of the active metallic Co 
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Table 3 | Binding energies of La3d5/2, Co2p3/2, O1s, and C1s core levels and Co/La, Co/(Co + La), CO3
2−/La surface ratios for catalysts after reaction.

catalyst la3d5/2 co2p3/2 O1s c1s co/la at co/(co + la) CO3
2-/la

Na-11-E 835.0 779.9 531.2 289.5 0.207 0.517 0.772
Na-11 834.9 780.0 531.1 289.7 0.171 0.534 0.670
NH4–11 835.1 780.1 531.2 289.7 0.294 0.463 0.652
NH4–11-E 835.0 779.9 531.2 289.6 0.167 0.398 0.520
NH4–9-E 834.9 779.9 531.2 289.4 0.776 0.437 0.521
NH4–9 835.1 780.0 531.2 289.7 0.130 0.419 0.499
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FigUre 7 | Co2p and La3d X-ray photoelectron spectroscopy spectra of 
spent NH4–11-E catalyst after catalytic partial oxidation of methane reaction.

the addition of CTAB to the synthesis medium has a detrimen-
tal effect on the catalytic performance, which is explained by 
a collapse of the pores created by endotemplating during the 
calcination and/or during the activation and reaction stages 
(Zou et al., 2008).

At the reaction temperature, the ratio H2/CO in the ther-
modynamic equilibrium is 2. For the most active catalysts for 
CPOM to syngas, those prepared using ammonium hydroxide 
as precipitant, the ratios H2/CO after 6 h of reaction are between 
1.53 (NH4–9-E) and 1.70 (NH4–9), somewhat lower than the 
thermodynamic value. This is due to the coexistence of other 
parallel reaction pathways that are favored at such high reac-
tion temperatures, such as the Reverse Water Gas Shift reaction 
(RWGS, CO2 + H2 ⇆ CO + H2O) and Reverse Boudouard reaction 
(CO2 + C ⇆ 2CO). The latter reaction enhances the formation 
of CO, while RWGS reaction favors CO formation and hinders 
H2 production (Ozdemir et al., 2010). Both reactions therefore 
would decrease the H2/CO ratio.

characterization of catalysts after 
reaction
The structural composition of the catalysts after reaction has been 
analyzed by XRD. The diffraction profiles are shown in Figure 3. 
The only crystalline phases found in all the samples are Co0 (PDF 
card 00-015-0806) and La(OH)3 (PDF card 00-036-1481). The 
formation of these new crystalline phases are the result of the 
reduction of LaCoO3/Co3O4 and other phases found in the cal-
cined catalysts precursors both during the catalyst activation and 
the reaction stage. Hydroxylation of lanthanum oxide by water is 
responsible for the formation of La(OH)3. The average domain 
size of metallic cobalt and lanthanum hydroxide, as determined 
by the Scherrer equation, are shown in Table 2. The mean size 
of Co0 crystallites varies between 22 and 37  nm, for Na-11-E 
catalyst and for NH4–9-E, respectively. In the case of La(OH)3, 
the average crystallite size changes between 14 nm (for Na-11-E) 
and 16 nm (for NH4–9). The introduction of CTAB decreased 
the average crystallite size of La(OH)3. These results indicate that 
there is not any clear correlation between the average crystallite 
size of lanthanum cobaltite in fresh calcined samples and the 
mean crystallite sizes of crystalline phases existing in catalysts 
[Co0 and La(OH)3].

The surface composition of catalysts after reaction has been 
determined by XPS. Obtained BE corresponding to Co2p3/2, 
La3d5/2, O1s, and C1s levels and Co/(Co  +  La) ratios are 
reported in Table  3. X-ray photoelectron spectra for Co2p 

and La3d core levels are shown in Figure  7 for the catalyst 
NH4–11-E, by way of example. The absence of a satellite peak in 
the Co2p spectra indicates that cobalt phase is as Co3+. The C1s 
spectra show two components, one at 284.8 eV due to adventi-
tious carbon contamination and another around 289.6 eV due to 
carbonates. Indeed, the presence of carbonate at the surface of 
lanthanum oxide is usual, due to the basic character of lanthana 
that favors the adsorption of CO2 and formation of very stable 
surface carbonates (Villoria et al., 2011; Brackmann et al., 2014). 
For quantitative calculations only this last contribution has been 
considered.

In all samples, the La 3d level was characterized by a double 
peak for each spin–orbit component, attributed either to energy 
loss phenomena (“shake-up” satellites) induced by intense O 
2p–La 4f charge events or to the existence of a mixing of elec-
tronic configurations (Villoria et al., 2011). The La 3d core level 
of catalysts after reaction showed a main component of the La 
3d5/2 core level at BE of 834.9–835.1 eV, characteristic of La3+ in 
La(OH)3 environment (Natile et al., 2007).

Surface Co/La ratios calculated from XPS data (Table 3) are 
substantially for the studied samples. Obtained Co/La values 
are lower than the nominal (1.0) for LaCoO3 for all the samples. 
This is likely due to the segregation of La3+ ions on the surface, 
forming lanthanum carbonates and hydroxides. Regarding 
the Co/(Co  +  La) ratio, slightly higher values were found for 
those samples prepared using sodium hydroxide as precipitant 
(Na-11-E and Na-11).
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NH4–11 and NH4–11-E in contrast to Na-11 and Na-11-E indi-
cates that the precipitating agent plays a key role on the active 
phase dispersion, directing the porosity and the grain size of 
lanthanum cobaltite.

cOnclUsiOn

In summary, a series of LaCoO3 perovskites were prepared by 
microwave-assisted hydrothermal coprecipitation and some 
of them resulted in efficient catalysts for syngas production by 
CPOM. The XRD results confirmed the formation of the rhom-
bohedral perovskite phase of LaCoO3 for all the samples, and 
this was the only phase for the samples prepared using sodium 
hydroxide as precipitant. Textural data show that microwave-
assisted hydrothermal coprecipitation leads to samples with 
relatively high ssa and porosity. The best catalytic performance 
was found for catalysts prepared using ammonium hydroxide 
as precipitant and without adding CTAB as endotemplate. The 
use of sodium hydroxide as precipitant lead to the formation 
of larger LaCoO3 crystalline domains and grains. This leads to 
lower ssa, therefore decreasing the dispersion of the active phase 
in the catalyst. The use of ammonium hydroxide as precipitant 
hinders the growth of the crystal grains due to the spatial 
configuration of NH4

+ cations. In this way, an increase in the 
porosity and in the surface active area per unit mass of catalyst 
is achieved.
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The characterization of carbon deposits over the spent cata-
lysts was carried out by Raman spectroscopy. For each catalyst, 
at least three Raman spectra were registered in different areas 
to ensure that chemical composition is homogeneous. All the 
Raman spectra exhibited two bands indicative of two types of 
carbon deposited on the catalysts: the G (graphitic) peak around 
1,580/cm and the D (disordered) peak around 1,350/cm that 
could be attributed to the formation of carbon nanoparticles, 
amorphous carbon, or defective filamentous carbon. For all the 
spent catalysts, the intensity of the G band is higher than the 
intensity of the D band. In CPOM to syngas, carbon deposition 
is mainly produced by two different reactions: methane decom-
position [CH4 ⇆ C(s) + 2H2; ΔH0 = 75 kJ/mol] and Boudouard 
reaction [2CO ⇆ C(s)  +  CO2; ΔH0  =  −172  kJ/mol]. However, 
only methane decomposition occurs at temperatures higher than 
820°C (Wang et al., 1996; Ozdemir et al., 2010). Thus, under our 
experimental conditions we attribute carbon deposition solely to 
methane decomposition.

Taking into consideration the catalytic results obtained here, 
it can be concluded that the precipitant agent has a major influ-
ence over the catalytic behavior of LaCoO3-derived catalysts 
for hydrogen production by partial oxidation of methane. The 
higher activity and selectivity obtained for the catalysts prepared 
using NH4OH as precipitating agent (in comparison to NaOH) 
is explained by the way the cation NH4

+( ) surrounds the precipi-
tate. According to literature (Tang et al., 2009), the spatial con-
figuration of ammonium cation decreases the grain size, which 
is observed at micrometer level by SEM, producing aggregates 
of smaller size and higher ssa and porosity. The precipitating 
agent also has an influence over lanthanum cobaltite crystalline 
domain, which is smaller for those samples precipitated with 
ammonium hydroxide. A semi quantitative way to represent 
the amount of cobalt atoms per gram of catalyst exposed at the 
catalyst surface, is the use of the parameter: surface atomic ratio 
Co/(Co + La) (XPS) multiplied by the ssa (BET). A higher yield 
to syngas by CPOM has been found for those catalysts with 
a higher surface exposure of cobalt atoms per unit of mass of 
catalyst (see Figure 8). The large values obtained for catalysts 
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